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Preface 

The five chapters incorporated in this PhD thesis cover the work performed by 

the PhD candidate Yu Zhang at the Institut de Recerca en Energia de Catalunya 

(IREC) in Sant Adrià de Besòs, Barcelona, in the period 2016-2020, supported 

by China Scholarship Council (No. 201606370026). The thesis focuses on the 

bottom-up engineering of high-performance Thermoelectric (TE) nanomaterial 

with fine turned properties. 

In the first chapter, a fundamental introduction to the basic concepts of the 

involved fields, their state of the art, the remaining challenges and the thesis 

objectives are presented. Experimental work is incorporated in chapters two to 

five. Within the general frame of optimizing TE materials through bottom-up 

engineering, the work presented in this thesis aims at solving main challenges in 

this field: 1) To decrease the cost of TE materials and modules by means of 

developing an using cost-effective and scalable molecular inks for the printing 

of TE modules. 2) to control the charge carrier concentration in the matrix by 

means of a modulation doping; 3) to increase the nanocomposites (NCs) Seebeck 

coefficient by the selective scattering of low energy charge carriers; 4) to 

decrease the thermal conductivity by phonon scattering. In chapter two and 

chapter three, I detail a solution-based molecular ink method to synthesize SnSex 

NPLs with controlled amounts of dopant and their use to produce 

crystallographically textured nanomaterials. In chapter four and chapter five, I 

detail strategies to engineer optimized TE NCs, in this case based on Bi2Te3-Cu2-

xTe, with improved TE performance. I analyze their TE performance and explain 

it by several mechanisms, including energy filtering, modulation doping, and 

phonon scattering. 

  



Summary of results 

The bottom-up engineering of nanomaterials using solution-processing 

strategies is of particular interest for reducing cost and optimizing the 

performance of TE materials and devices. Solution processing offers a promising 

path towards low-cost mass production of TE devices as it avoids high capital 

investment, energy intensive processes, operating and maintenance costs. 

Additionally, nanomaterials can contribute in improving TE properties in several 

ways: a) Small amounts of nanoparticles (NPs) inserted inside a crystalline 

matrix could provide higher charger carrier concentration without significantly 

damaging the carrier mobility. b) Nanodomains introduce numerous grain 

boundaries which effectively scatter long- and mid-wavelength phonons to 

reduce thermal conductivities. c) Nanostructured materials could give rise to 

larger Seebeck coefficients by modifying the density of states as well as provide 

energy dependent carrier scattering.  

Conventional strategies to produce nanomaterials and particularly NCs lack of 

precise control over structural and chemical parameters, which limit the proper 

optimization of TE properties. This thesis focuses on the development of scalable 

methods for the production of TE nanomaterials with optimized performance. In 

these directions, the general goal of this thesis is to develop cost-effective TE 

devices with improved TE conversion efficiency and low production cost. Some 

particular goals have been targeted: a) Exploring earth abundant, low-cost, and 

less toxic materials with superior thermoelectric performance to realize the large-

scale commercial applications; b) Developing low-cost and scalable 

methodologies to produce cost effective TE materials and modules; c) Improving 

TE performance by applying nanostructure-based materials; d) Optimizing TE 

efficiency by means of a modulation doping and energy filtering mechanisms. 

The thesis is divided into 5 chapters. Chapter 1 introduces solution-based 

approaches for producing functional nanomaterials and the general state of the 

art in the field of thermoelectricity. Chapter 2 and chapter 3 present a fast and 

simple molecular ink-based method to produce low cost and crystallographically 



textured SnSe2 and SnSe nanomaterials. Molecular ink printing techniques could 

offer a scalable approach to fabricate TE devices on flexible substrates. In these 

chapters, I proved that cost-effective p-type SnSe NPLs could be produced by a 

molecular ink-based strategy that allowed introducing controlled amounts of Te 

to achieve unprecedentedly high TE figure of merit. On the other hand, n-type 

SnSe2 nanomaterials were also intentionally produced from the same strategy to 

complement an all Sn-Se based device. Both of the bulk nanomaterials displayed 

significant crystallographic texture after hot pressing, resulting in highly 

anisotropic charge and heat transport properties. Additionally, the possible 

mechanism was explored to control the shape of SnSe from square NPL to 

dendritic nanostructure, as well as explained a screw dislocation-driven 

mechanism to obtain flower-like SnSe2 particles. Different approaches were 

applied to optimize their TE performance: SnSe2 NPLs were blended with metal 

NPs to produce a metal-semiconductor NC. The electrical conductivities of the 

blends were significantly improved with respect to bare SnSe2 bulk nanomaterial 

and a three-fold increase in the TE figure of merit was obtained, reaching 

unprecedented values up to ZT = 0.65 for SnSe2 material. For SnSe 

nanomaterials, I demonstrate that the introduction of small amounts of tellurium 

in the precursor ink allowed reducing the band gap, increasing both charge 

carrier concentration and mobility, especially cross plane, with a minimal 

decrease of the Seebeck coefficient. This strategy translated into record out of 

plane ZT values at 800 K, ZT=1.05. The results in Chapter 2 were published in 

Angewandte Chemie in 2018, and the results of Chapter 3 were published in ACS 

Applied Materials & Interfaces in 2020. 

In spite of achieving controllable engineering on SnSex single crystal phase, 

properly designed NCs allow improving TE performance by several mechanism, 

including phonon scattering, modulation doping and energy filtering, we 

subsequently focus on producing nanomaterials with more complicated phase 

and structure.  

Chapter 4 and chapter 5 describe two different strategies to produce Bi2Te3-Cu2-



xTe NCs based on the consolidation of nanostructured building blocks. I first 

detail a two-step solution-based process to produce the Bi2Te3-Cu2-xTe 

heteronanostructures, based on the growth of Cu2-xTe nanocrystals on the surface 

of Bi2Te3 nanowires. The transport properties of the NCs are investigated as a 

function of the amount of Cu introduced, which reveal that the presence of Cu 

decreases the material thermal conductivity through promotion of phonon 

scattering, modulates the charge carrier concentration through electron spillover, 

and increases the Seebeck coefficient through filtering of charge carriers at 

energy barriers. These effects result in an improvement of over 50% of the TE 

figure of merit of Bi2Te3. As comparison, I produced Bi2Te3-Cu2-xTe NCs by 

directly mixing proper ratio of individual Bi2Te3 nanowires with Cu2-xTe 

nanocubes and consolidating the resulting NP mixture by hot-press. A significant 

difference of transport properties was detected when compared with NCs 

fabricated by hot-pressing heterostructured Bi2Te3-Cu2-xTe nanowires. On the 

contrary to the composite obtained from hetero-nanostructures, the presence of 

Cu2-xTe nanodomains did not lead to a significant reduction of the lattice thermal 

conductivity of the reference Bi2Te3, which is already very low here, but it 

resulted in a nearly threefold increase of its power factor. Additionally, the 

presence of Cu2-xTe resulted in a strong increase of the Seebeck coefficient. This 

increase is related to the energy filtering of charge carriers at energy barriers 

within Bi2Te3 domains created by the accumulation of electrons in the regions 

nearby Cu2-xTe/Bi2Te3 junctions. Overall, a significant improvement of figure of 

merit, up to a 250%, was obtained with the suitable combination of Cu2-xTe NPs 

and Bi2Te3 nanowires. The results in Chapter 4 has been accepted in Journal of 

Materials Chemistry C in 2020. The results of Chapter5 have been submitted for 

publication in 2020. 

Finally, the main conclusions of this thesis and some perspectives for future work 

are presented. 

  



Resumen de Resultados 

La ingeniería de nanomateriales a partir del procesado en solución es de 

particular interés para optimizar el rendimiento de los materiales y dispositivos 

termoeléctricos. Estos materiales pueden contribuir a reducir el coste de los 

materiales y dispositivos y a su vez a mejorar las propiedades termoeléctricas de 

varias maneras: a) Una pequeña cantidad de nanopartículas insertadas dentro de 

una matriz cristalina podría proporcionar mayor concentración de portadores de 

carga sin dañar significativamente la movilidad de los portadores. b) Los 

nanodominios crean numerosas fronteras de grano que dispersarían en gran 

medida los fonones de longitud de onda larga y media para reducir la 

conductividad térmica. c) Los materiales nanoestructurados podrían dar lugar a 

coeficientes Seebeck más grandes al modificar la densidad de estados, así como 

proporcionar una dispersión de portadores en función de su energía. 

Dado que las estrategias convencionales de producción de nanopartículas no 

ofrecen un control preciso sobre los parámetros estructurales y químicos. Esta 

tesis está se centra en el diseño y el ensamblaje racional de nanomateriales 

termoeléctricos de alto rendimiento a través de procesado en solución con los 

siguientes objetivos: a) Sintetizar nanomateriales adecuados a través del control 

preciso del tamaño, la forma, la ingeniería de composición y la química de la 

superficie. b) Desarrollar estrategias adecuadas para fabricar nanocompuestos 

seleccionando materiales matriz y dopajes con el rendimiento deseado, y 

consolidar su combinación en materiales nanoestructurados. c) Establecer 

primeros pasos para producir dispositivos termoeléctricos rentables mediante 

tintas y procesos de impresión. 

La tesis se divide en 5 capítulos. El Capítulo 1 aborda la introducción 

fundamental del enfoque sintético para producir nanomateriales funcionales. Los 

capítulos 2 y 3 presentan un método rápido y simple basado en soluciones para 

producir nanomateriales SnSe2 y SnSe con textura cristalográfica. Dado que los 

calcogenuros de estaño son materiales especialmente interesantes para la 

conversión de energía termoeléctrica, se sintetizaron nanoplacas SnSe de tipo p 



controlables por forma mediante una estrategia basada en tinta molecular para 

lograr una figura de mérito termoeléctrica sin precedentes por dopaje con Te. Por 

otro lado, los nanomateriales SnSe2 de tipo n también se produjeron para 

complementar un dispositivo basado en Sn-Se. Ambos nanomateriales 

mostraron una textura cristalográfica significativa después del prensado en 

caliente, lo que dio como resultado unas propiedades de transporte de carga calor 

altamente anisotrópicas. Además, exploramos el posible mecanismo para 

controlar la forma de SnSe desde la nanoplaca cuadrada hasta la nanoestructura 

dendrítica, y explicamos un mecanismo impulsado por la dislocación de tornillo 

para obtener capas de SnSe2 estructuradas con flores. Se aplicaron diferentes 

enfoques para optimizar su rendimiento termoeléctrico: las nanoplacas SnSe2 se 

mezclan con nanopartículas metálicas para fabricar un nanocompuesto 

semiconductor-metal, donde las conductividades eléctricas de las mezclas se 

mejoran significativamente con respecto al SnSe2 y un aumento de tres veces en 

el Se obtuvo la mayor figura de mérito TE, alcanzando valores sin precedentes 

de hasta ZT = 0.65 para el material SnSe2. Para los nanomateriales SnSe, 

demostramos que la introducción de pequeñas cantidades de telurio en la tinta 

precursora permite reducir el bandgap, aumentar tanto la concentración como la 

movilidad del portador de carga, especialmente el plano transversal, con una 

disminución mínima del coeficiente Seebeck, que se traduce en mayor valores 

de ZT a 800 K. Los resultados del Capítulo 2 se publicaron en Angewandte 

Chemie en 2018, y los resultados del Capítulo 3 se publicaron en ACS Applied 

Materials & Interfaces en 2020. 

Los capítulos 4 y 5 describen dos estrategias diferentes para producir 

nanocompuestos Bi2Te3-Cu2-xTe basados en la consolidación de nanoestructuras. 

Primero detallamos un proceso basado en dos pasos para producir las 

heteronanoestructuras Bi2Te3-Cu2-xTe, basadas en el crecimiento de 

nanocristales Cu2-xTe en la superficie de los nanocables Bi2Te3. Las propiedades 

de transporte de los nanocompuestos se investigan en función de la cantidad de 

Cu introducido. La presencia de Cu disminuye la conductividad térmica del 

material a través de la promoción de la dispersión de fonones, modula la 



concentración del portador de carga a través del derrame de electrones y aumenta 

el coeficiente Seebeck a través del filtrado de portadores de carga en barreras 

energéticas. Estos efectos resultan en una mejora de más del 50% de la figura de 

mérito termoeléctrica de Bi2Te3. Como comparación, producimos 

nanocompuestos Bi2Te3-Cu2-xTe mezclando directamente la proporción 

adecuada de nanohilos de Bi2Te3 con nanocubos de Cu2-xTe y prensando en 

caliente la mezcla de nanopartículas resultante. Se detectó una diferencia 

significativa de las propiedades de transporte en comparación con el 

nanocompuesto fabricado por nanoestructuras Bi2Te3-Cu2-xTe. Al contrario de la 

hetero-nanoestructura, la presencia de nanodominios Cu2-xTe no conduce a una 

reducción significativa de la conductividad térmica del Bi2Te3 de referencia, que 

ya es muy baja aquí, pero resulta en un aumento de casi tres veces de su factor 

de potencia termoelectrica. Además, la presencia de Cu2-xTe da como resultado 

un fuerte aumento del coeficiente de Seebeck. Este aumento está relacionado con 

el filtrado de los portadores de carga en función de su energía en las barreras de 

energía dentro de los dominios Bi2Te3 creados por la acumulación de electrones 

en las regiones cercanas a las uniones Cu2-xTe / Bi2Te3. En general, se obtiene 

una mejora significativa de la figura de mérito, hasta un 250%, con la adecuada 

incorporación de nanopartículas de Cu2-xTe con nanohilos Bi2Te3. Los resultados 

del Capítulo 4 han sido aceptados en Journal of Materials Chemistry C en 2020. 

Los resultados del Capítulo 5 y el Capítulo 6 se han enviado a diferentes revistas 

en 2020. 

Finalmente, en el último capítulo se presentan las principales conclusiones de 

esta tesis y algunas perspectivas para trabajos futuros. 

  



Chapter 1 

 

General Introduction 

 

 

1.1 Thermoelectricity 

Thermoelectricity provides direct conversion of thermal energy into electrical 

energy through the Seebeck effect. Statistical data show that most of the energy 

liberated by burning fossil fuels or by nuclear fission among other processes is 

lost in the form of waste heat (Figure 1). TE technology have attracted growing 

attention of investors and governments in recent years.1-8 In addition, the earth 

receives large quantity of heat from the sun every day, which further promote 

the development of environmental-friendly TE technology for energy conversion.  

TE technology can be also applied to precisely control temperature, either by 

heating or cooling. A heat flow is generated when an electrical current is applied 

though semiconductor materials, which is called Peltier effect. Solid state TE 

cooling generators have been widely applied in medical, consumer, military, 

industrial and scientific areas. Uses range from simple portable food refrigerators 

to sophisticated temperature control systems in missiles.9-12 

 



 

Figure 1. Energy statistics: estimated U.S energy consumption in 2019.13 

TE devices typically consist of tens to hundreds of p-type and n-type 

semiconductor blocks that are connected together electrically in series to produce 

the desired electrical voltage, as shown in Figure 2. The blocks are sandwiched 

between two parallel ceramic substrates to provide structural rigidity, a dielectric 

space to avoid electrical short circuits and a flat surface for mounting. TE devices 

are manufactured by many companies and products are applied in numerous 

areas.14-17 

 

Figure 2. Working principle of a TE device.18 



 

Figure 4. Widespread TE generator applications. 

TE systems have lots of advantages over competing temperature control and 

thermal energy harvesting technologies including no moving parts, small size, 

feasible shape, high reliability, adaptability in a wide temperature range and no 

pollutants. However, the high cost and low efficiency of TE devices are their 

main drawback. Recently lots of effort has been invested to optimize the material 

parameters to maximize its TE figure of merit with ZT >2.5 (e.g. SnSe). 

Combined with cost-effective printing technologies, solution phase printing of 

nanomaterials is becoming increasingly promising for the production of scalable 

flexible TE devices.19-21 

1.2 Optimization of TE efficiency 

In spite of countless of promising applications of TE devices, this technology 

has been commercially realized in few markets for temperature control and is yet 

to be effectively commercialized for electricity generation. The main bottom 

neck that constrains TE to potential market is a critical combination of relatively 

high price associated to the used semiconductor materials and a poor efficiency 
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compared with its competing technologies.22-25  

The maximum coefficient of performance (COP) and the energy conversion 

efficiency (η) depend on the temperature difference between the hot side (Th) 

and cold side (Tc), and a material figure of merit (Z):  

𝐶𝑂𝑃 =
𝑇𝑐

∆𝑇

√1+𝑍𝑇𝑎−
𝑇ℎ
𝑇𝑐

√1+𝑍𝑇𝑎+1
                                                (1) 

η =
∆𝑇

𝑇ℎ

√1+𝑍𝑇𝑎−1

√1+𝑍𝑇𝑎−
𝑇ℎ
𝑇𝑐

                                                    (2) 

where ΔT=Th-Tc refers to temperature difference, Ta= ΔT /2 refers to average 

temperature.26-28 The dimensionless TE figure of merit (ZT) could be expressed 

in following equation: 

𝑍𝑇 =
𝜎𝑆2

𝜅
𝑇                                                            (3) 

Where T is the absolute temperature, σ is electrical conductivity, S is the Seebeck 

coefficient and  is the thermal conductivity. A good TE material would display 

high σ, large S and low . However, these three parameters are tightly 

interrelated and highly dependent on each other.27, 29-31 

To optimize ZT, a first key strategy is adjusting charge carrier concentration as 

it strongly affects not only σ but also S and the electronic thermal conductivity 

(e) in the following way: 

σ = ne                                                        (4) 

𝑆 =
8𝜅𝐵

2𝜋2

3𝑒ℎ2
𝑚∗𝑇(

𝜋

3𝑛
)2/3                                              (5) 

e=LσT                                                        (6) 

Where n is the charge carrier concentration, e is the elementary charge,  is the 

carrier mobility, KB is the Boltzmann constant, h is the Planck constant, m* is 

the effective mass, and L is the Lorenz number.32 



 

Figure 4. Dependence of electrical conductivity, Seebeck coefficient and 

thermal conductivity on carrier concentration.32 

The carrier concentration could be adjusted by doping material with extrinsic 

impurities, using off-stochiometric chemical compositions or through alteration 

of intrinsic defects. Usually a good TE material requires large charge carrier 

concentrations, around 1019 cm-3. To achieve this high carrier concentrations, it 

is necessary to introduce large quantities of defects or impurities, which 

negatively impacts the carrier mobility. Such disadvantage could be overcome 

by concentrating impurities in nanoinclusions. This strategy is known as 

modulation doping. The introduced nanoinclusions would be able to donate (spill) 

carriers to the matrix. Removing the impurities from the matrix significantly 

improves the electrons mean free path compared with conventional doping 

strategies. Such modulation doping approach has been proved effective to 

increase TE performance in many types of materials.33-34  

On the other hand, heat transport is contributed from two parts: charge carriers 

and phonons, which could be expressed as =e +L, where  e is determined by 

electrical conductivity as I mentioned above. The lattice thermal conductivity 

(L) is depending on the phonon transport through the material. There are two 

main strategies to minimize heat transport: identify semiconductor materials 

with intrinsically low L and introduce effective phonon scattering center to 



enhance phonon scattering at all scales.30, 35 Since point defects are typically 

capable of scatter high frequency phonons, an effective approach to scatter 

medium and low frequency phonons is to introduce large amounts of grain 

boundaries. In this direction, the appliance of nanomaterials has been verified 

effective to reduce L even below the alloy limit. Attributed to efficient phonon 

scattering at interfaces of two-phase materials, excellent TE performance has 

been achieved through using NCs.36 It is also necessary to properly design the 

composite to minimize the effect of interfaces on the majority carrier’s mobility, 

to conserve a high σ.37-38 

 

Figure 5. Schematic illustration of different types of disorganized (a) and 

organized nanomaterials (b) and schemes of the effect of nanocrytals on the TE 

figure of merit: (c) phonon scattering; (d) phononic band gap; (e) charge carrier 

type- and energy-dependent filtering; (f) DOS modification by quantum 

confinement in quantum dots; (g) modulation doping; (h) DOS modification 

within quantum dot superlattices.27 



Apart from minimizing L and optimizing carrier concentration, there are some 

other important methodologies to produce high performance TE materials which 

focus on increasing S. In general, two strategies have been considered effectively 

to enhance S: 1) to maximize the asymmetry of density of states (DOS) with 

respect to the Fermi level; and 2) to introduce mechanisms for the selective 

scattering of charge carriers depending on their energy and charge sign (Figure 

5e).  

In conclusion, nanomaterials play a critical role in achieving high TE 

performance by enhancing electrical conductivity through modulation doping, 

optimizing Seebeck coefficient through engineering of DOS at Fermi level or by 

a mechanism to filter minority and low energy carriers, and diminishing thermal 

conductivity by creating plenty of interfaces to enhance phonon scattering. 

1.3 TE nanomaterial synthetic approaches 

Numerous methodologies have been applied to produce TE nanomaterials. Thin 

film vacuum-based deposition method is a mature technology which could 

precisely adjust composition at nanoscale through atom by atom growth. This 

technology has produced TE thin film with high ZT values.39-41 However, from 

an economic point of view, this technology is characterized with high operational 

cost, as well as low production rates and low yields. Moreover, vacuum-based 

thin film technologies are not able to fabricate the relatively thick TE bulk 

modules required by most commercial applications. To overcome this limitation, 

it is necessary to develop technologies which could produce bulk TE NCs with 

improved capability over composition engineering. However, traditional 

approaches such as ball-milling and phase segregation to produce bulk TE NC 

lack of precise control over the size and shape of nanomaterials. In addition, 

these methodologies are highly energy intensive and time consuming, which 

reduce their economic rewarding. 

Solution processing technologies produce nanocrystalline materials directly 

from atomic or molecular precursors in a controlled manner, as in vacuum-based 



thin film technologies, what allows an accurate control of size, shape and 

composition within nanoscale. Additionally, it could be operated at low 

processing temperature and has associated much higher production yield and 

throughput, which in total greatly reduce the processing cost and make it 

potentially suitable for the TE market. At the same time, solution processing 

methods allow a post surface engineering that give rise to an additional strategy 

to manipulate transport properties of TE material. 

1.4 Molecular inks 

Molecular inks are excellent precursors for obtaining crystals/layer with uniform 

phase and composition. At the same time, molecular inks provide potential to 

easily introduce dopants with finely controlled stoichiometry. One strategy to 

obtain the inks is to dissolve solid inorganic precursors in a proper solvent. An 

ideal system should have the capability to dissolve a wide range of materials 

quickly and allow to recover phase pure crystals at low temperature. 

Unfortunately, bulk inorganic chalcogenides are nearly insoluble or have limited 

solubility in most traditional solvents.  

 

Figure 6. A dimethyl sulfoxide-based molecular ink route to produce low-

bandgap CuIn(S,Se)2 for solar cells application.82  



To improve solvent solubility, Afzali’s group first reported the use of hydrazine 

as a solvent to dissolve SnSe2 and SnS2 in presence of excess chalcogen (S or 

Se), by the mechanism of dimensional reduction.83 Hydrazine firstly reduce the 

elemental chalcogen to yield chalcogenide anions, which could subsequently 

assist to dissolve bulk SnSe2 and SnS2 to produce soluble chalcogenide species. 

This molecular ink can be deposited on thin film by spin coating and thermally 

annealed to phase pure SnS2-xSex crystalline at low temperature. Afterwards, 

researchers have applied the similar way to dissolve a series of bulk metal 

chalcogenides (e.g., In2Se3, GeSe, GeSe2, Cu2Se, Sb2Se3, Sb2S3, Sb2Te3, Bi2S3, 

and HgSe) in hydrazine to prepare variety of useful ternary or quandary 

molecular inks.84-95 The hydrazine based molecular inks has the advantage to 

allows to recover chalcogenides in a carbon-free environment, thus to avoid 

carbonaceous impurities. In addition, the volatile nature of hydrazine also 

felicitates low temperature thin film crystallization with high quality. 

Unfortunately, hydrazine is extremely corrosive, toxic and explosive, making it 

impractical to perform large scale production of this method for commercial 

applications. Nevertheless, this method provides an example to inspire 

researchers to explore a simple dissolution and recovery technique, with 

comparable solvation power and less toxicity. 

 

Figure 7. (a) A series of metal chalcogenides inks prepared from corresponding 

a) b) c)

d)



bulk precursors. (b) SnS molecular ink (left) and a SnS thin film recovered from 

the SnS ink on a glass substrate (right); (c) UV-vis-NIR absorbance and 

corresponding Tauc plot measured for the recovered SnS; (c) transient 

photocurrent response of SnS thin film produced by spin coating. 

To this end, Brutchey’s and coworkers recently reported the remarkably 

solvation ability of an amine-dithiol system. A binary mixture of 

ethylenediamine and ethanedithiol shows outstanding capability to dissolve bulk 

gray selenium, tellurium, metal chalcogenides at ambient temperature within few 

hours, as displayed in Figure 7.96-98 Authors further revealed these as-prepared 

semiconductor molecular inks could be used to yield high quality and uniform 

crystalline thin film by directly spin coating inks onto silicon/glass substrates. 

The amine-dithiol solvents showing the ability to dissolve ten bulk oxide 

materials at room temperature with considerable high solubility of the inks (i.e., 

ZnO, Ag2O, CdO, SnO, Sb2O3, and PbO).99 Phase-pure sulfides (i.e., ZnS, Ag2S, 

CdS, SnS, Sb2S3, and PbS) could be lately recovered by annealing the inks to 

elevated temperature (300-375 C) under nitrogen atmosphere, where the sulfur 

was originated in the thiol from the solvent system. Moreover, there have been 

reports on the possibility of using the amine-dithiol method to synthesize more 

complex materials such as CuSbS2, Cu(InGa)S2, and Cu2ZnSnS4, to apply in the 

field of photovoltaic devices, electrocatalysts, TE materials and so on.100-103 

With a strong understanding of the state of the art, the binary thiol/amine solvent 

mixture gives a versatile solution-based method to produce high quality 

binary/ternary/quandary chalcogenides, to yield technologically relevant 

semiconductor materials that may not yet achievable by other solution-processed 

methods over a range of applications. 

1.5 Colloidal synthesis of nanomaterials 

Compared with other solution processed synthetic route, colloidal synthesis has 

numerous advantages as associated with the growth of suspended NPs without 



aggregation during the whole synthetic process. It allows the large scale 

production of huge amounts of NPs with extreme precise controlling of size, 

shape and surface properties.42-45 Since colloidal synthesis offers highest 

standard of control of NPs’ parameters during the exact the same conditions, it 

becomes a suitable approach to produce nanoscale building blocks required for 

TE applications. 

In colloidal synthesis, NPs (binary/ternary/quaternary compounds) could be 

produced through reaction or decomposition of molecular or atomic monomers 

which take place in solvent heated to required temperature.46-47 To obtain high 

quality nanocrystals, it is of great importance to select proper types of chemical 

precursors, solvent, reductant/oxidant, and the critical reacting temperature, to 

achieve high yield and purity. A standard synthetic facility to produce colloidal 

nanocrystals at lab scale is to use a Schlenk line which allows to efficiently 

remove low boiling point organic impurities and perform experiment under inert 

atmosphere. 

1.4.1 Size control 

The size of nanocrystal could be effectively controlled by regulating the amount 

of surfactant and its binging strength, what influence the surface coverage and 

the behavior of monomers addition.48-52 Higher number/concentration of binding 

surfactant usually give rise to smaller nanocrystals. Another way to realize size 

controlling is to adjust nucleation and the growth behavior by rationally select 

precursors and corresponding reaction conditions.53 In a hot-injection reaction, 

higher concentration of injected monomers results in larger amount of nuclei 

seeds, thus translate into smaller size of nanocrystals.53-55 In addition, a fast-

increasing rate of temperature during heating up procedure would also lead to 

small size NPs. 

1.4.2 Shape control 

The shape of nanocrystal is a determined by minimizing surface energy during 

crystal growth.56-63 In this regard, the nanocrystal shape is depending on the free 

energy of each facet of crystal and its intrinsic crystal structure, which could be 



controlled by proper choosing surfactants. The surfactants selectively bind in 

each facet to block the reagents transport to specific sites and to alter free energy 

of a particular facet. Furthermore, post-synthesis procedures and selective 

etching are also workable in regulating NP shape.64-67  

Although the relationship of TE performance and characteristic of interfaces is 

still not yet clearly learned, regulating the shape and crystal domain size in a 

desired range allows to achieve quantum confinement effects thus to rationally 

modify the electronic band structure. Bottom up colloidal synthesis provides an 

easy strategy to do adjustment of size and shape in a controllable way, and further 

to logically engineer TE properties. 

 

Figure 9. Electron microscopy micrographs of a selection of solution-processed 

NPs with sizes in the range from 5 nm to around 100 nm produced by within our 

group.27 

1.4.3 Phase and composition control  

The colloidal synthetic method provides an accurate approach to do phase and 

composition engineering, what could be reached by selecting proper kind and 

concentration of precursors, using proper solvent, surfactant and appropriate 

react temperatures.68-71 In addition, a complex nanocrystal phase could also be 

modified by adding various elements through a proper multi-step treatment to 



attain desired compositions. In this way, colloidal synthesized NPs naturally 

enable a post-synthetic adjustment to get complex phase and composition, 

through replacing, adding or/and removing atoms as displayed in Figure 10.27, 72-

75 This facilitates precise phase and composition engineering to acquire 

multinary compounds which is of particular importance to optimize TE 

performance.  

 



Figure 10. Scheme of possible post-synthetic compositional adjustments, 

including atomic addition, substitution, removal and redistribution.27 

1.4.4 Nanocrystal purification and surface modification 

Compared with solvent-free methodologies, the use of liquid solvent in colloidal 

synthesis usually require further purification steps to separate nanocrystals from 

solvents, remove non-reacted precursors and set apart side products. This could 

be realized by centrifuging, filtration, magnetic separation or electrophoresis 

according to chemical stability and specific properties of nanocrystals.76-80 

Subsequent procedure aims to remove surface ligand which typically bind with 

NPs through covalent bond.81 One of the simplest strategies to remove surface 

organic ligands is to apply an annealing process at relative high temperature 

under inert gas atmosphere. Annealing would contribute in nanocrystals with 

enhance transport properties, but on the other side the high temperature may also 

somehow sintering the nanomaterials and leave a layer of carbon residue on the 

surface which could has an effect on TE performance. An alternative strategy to 

minimize this consequence is to replace original surface ligands with short and/or 

weak coordinating molecules such as chloride, hydroxide and cyanide group.81 

1.6 Objectives 

This thesis aims at developing fundamental knowledge and know-how beyond 

the state of the art in the field of charge and heat transport in nanomaterials and 

by applying emerging technologies such as the solution processing of high-

performance nanomaterials. Furthermore, the thesis aims at developing key 

enabling technologies, such as nanotechnology and ink-based additive 

manufacturing technologies. To accomplish the overall goals, it will be 

necessary to get over several main challenges encountered when aiming at the 

production of TE nanomaterials using solution-processing. This includes the 

optimization of the carrier concentration, the size, shape and surface control of 

the nanocrystals, the consolidation of the NPs into NCs by hot pressing, without 

losing control over parameters and possibly the production of textured 



nanomaterials. To overcome these challenges, the following objectives have 

been defined in this thesis: 

a) To develop chalcogenides molecular ink to yield high quality and uniform 

crystalline thin film. 

b) To develop solution synthesis routes to produce high quality (narrow size, 

shape and composition distributions) NPs of three different families of 

relevant functional materials (Bi-Te, Sn and Cu chalcogenides). 

c) To develop well-engineered electronic doping strategies to control the 

charge carrier concentration of bottom-up assembled nanomaterials. 

d) To develop assembly and consolidation strategies that allow controlling 

with nanometer-scale precision the composition, density of interphases, 

crystal domain size and distribution of phases in dense macroscopic NCs. 

e) To thoroughly characterize the structural, chemical and functional 

properties of the TE NCs. 

f) To correlate the functional properties of the TE NCs with the structural 

and chemical parameters. 

g) To establish steps toward fabricating TE devices based on molecular inks 

by means of printing technologies to reduce cost. 

h) To gain fundamental understanding on the mechanisms of charge and heat 

transport in NCs by modelling the correlation of the functional properties 

of the TE NCs with the structural and chemical parameters.  
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Chapter 2 Tin Diselenide Molecular Precursor 

for Solution-Processable TE Materials 

 

2.1 Abstract 

In the present work, I detail a fast and simple solution-based method to 

synthesize hexagonal NPLs and their use to produce crystallographically 

textured SnSe2 nanomaterials. I also demonstrate that the same strategy can be 

used to produce orthorhombic SnSe nanostructures and nanomaterials. NPLs are 

grown though a screw dislocation-driven mechanism with additional detachment 

of the growing layers, resulting in flower-like structures. SnSe2 bulk 

nanomaterials with a significant crystallographic texture and obtained from the 

hot pressing of the SnSe2 NPLs display highly anisotropic charge and heat 

transport properties. The overall TE figures of merit of thus obtained SnSe2 

nanomaterials is limited by their relatively low electrical conductivity. To 

improve this parameter, SnSe2 NPLs are blended with metal NPs. The electrical 

conductivities of the blends are significantly improved with respect to bare SnSe2 

NPLs and a three-fold increase in the TE figure of merit is obtained, reaching 

unprecedented values up to ZT = 0.65 for this material. 

2.2 Introduction 

The use of molecular precursors to produce inorganic nanomaterials in the form 

of NPs, thin films, supported nanostructures or self-standing porous or dense 

nanomaterials is potentially advantageous in terms of reducing fabrication costs 

and improving performances. In this direction, the amine-dithiol system has been 



reported as a versatile solvent to prepare molecular precursors from the 

dissolution at ambient conditions of metal chalcogenides, pure metals and metal 

oxides, among others.[1] 

Two dimensional (2D) materials have attracted increasing attention in the past 

decade. The structure of these materials is formed by atomically thin layers that 

display strong covalent in plane bonding and weak layer-to-layer bonding. This 

type of structure results in extraordinary physical, electronic and optical 

properties, but which are at the same time highly anisotropic. In particular, 

charge and heat transport properties are especially affected by the strong lattice 

asymmetry, resulting in much higher thermal and electronic conductivities in 

plane than cross plane. Owing to these highly anisotropic properties, to produce 

bulk 2D nanomaterials with a proper crystallographic texture is necessary to 

optimize their performance in most applications. However, to control the 

crystallographic texture of materials produced by bottom-up procedures and/or 

solution-based approaches is not straightforward. 

A particularly interesting 2D material family is that of metal chalcogenides, 

owing to their good chemical stability and semiconducting characteristics. 2D 

metal chalcogenides are used in numerous applications in the fields of energy 

conversion and storage, [2] flexible electronics [3] and medical diagnosis [4]. 

Among them, tin chalcogenides are especially interesting materials for energy 

conversion.[5] In particular, p-type SnSe have shown unprecedentedly high TE 

figure of merits: ZT = 2.6 at 923 K.[6] On the other hand, n-type SnSe2 could be 

an ideal compound to complement an all Sn-Se based device, but the 

measurement of it TE properties and their optimization has been rarely targeted.[7] 

Apart from previous reported synthetic methods to produce tin dichalcogenide 

nanocrystals,[8] here I report on a fast solution-based methodology that makes use 

of molecular precursors to produce SnSe2 NPLs and SnSe2 nanomaterials. The 

synthetic procedure can be easily scaled up, paving the way for commercial 

application. These NPLs are hot pressed to produce crystallographically textured 

nanomaterials, which TE properties are characterized. The final TE performance 



of SnSe2 is further optimized through modulation doping by combining SnSe2 

NPLs with metal NPs. 

2.3 Experimental Section 

Chemicals: Selenium powder (Se, 200 mesh 99.5%) and oleylamine (OAm, 

C18H37N, 80-90%) were purchased from Acros Organics. Ethanedithiol (EDT, 

HSCH2CH2SH, ≥98.0%), and tin powder (Sn, ≥99.0%) were purchased from 

Sigma-Aldrich. Analytical grade ethanol and chloroform were obtained from 

various sources. All the chemicals were used as received unless specifically 

noted.  

SnSe2 precursor ink preparation: In a typical synthesis to produce 20 g SnSe2 

NPLs, 9.05 g Sn powder (76 mmol) and 12 g Se powder (152 mmol) were 

weighted and transferred to a glass bottle. Then 200 mL of OAm and 20 mL of 

EDT were added.  Upon EDT incorporation, the colour of the solution 

immediately turned from transparent to dark brown. Then, the vial was stirred 

overnight at 50 °C. The obtained ink was then filtered through a 0.45 µm filter 

and stored for posterior use. All these processes were carried out inside an argon-

filled glove box.   

SnSe2 NPLs: SnSe2 NPLs were produced from the decomposition under argon 

atmosphere of the precursor ink at 380 °C. The SnSe2 precursor ink was 

continuously injected into a preheated glass flask. The ink immediately 

decomposed upon arrival to the container. Once decomposed all the ink, the flask 

was naturally cooled down to room temperature (RT) and the crystalline product 

was collected using chloroform and precipitated with ethanol. Further 

purification was performed by additional dispersion of the NPLs in chloroform 

and precipitating them with ethanol through centrifugation at 5000 rpm for 5 

mins. 

Metal NPs synthesis: Cu, Sn and Ag NPs with diameter of ~5-12 nm were 

prepared following published protocols. [59-61] 

Blends: SnSe2-based NCs were prepared by blending SnSe2 with metal NPs in 



solution. A typical blending process (1.5 at% of metal) consisted in mixing 3.6 

mmol (1 g) of SnSe2 NPs and 0.16 mmol of metal NPs in 5 mL anhydrous 

chloroform and sonicating the mixture for 20 min. The blend was next dried 

under vacuum. 

Pellet Preparation: SnSe2 NPLs and blends of SnSe2 NPL and metal NP were 

thermally annealed inside a tube furnace to remove surface organic ligands. The 

obtained nanopowder was heated to 450 °C at 10 °C/min and subsequently kept 

at 450 °C for 60 min under argon flow. After cooling to RT, the annealed 

materials were grounded in a mortar and then loaded into a graphite die inside 

the glove box. The die was then transferred to a custom-made hot press system 

within the Ar-filled glove box. The die was heated to 460 °C using an induction 

coil and held at this temperature for 5 min under 80 MPa pressure. Afterward, 

the pressure was released and the die was naturally cooled to RT. Finally, 

compacted cylinders (∅ 10 mm × 10 mm) were produced, which were cut in 

rectangular bars in two directions: along the press axis (cross plane direction) 

and normal to this axis (in plane direction).  

Structural and chemical characterization: XRD ( 2θ: 5° - 80°; scanning rate 

was set at 5°/min) were collected on a Bruker AXS D8 Advance XRD with Ni-

filtered Cu-Kα radiation (λ= 0.15406 Å), operating at 40 mA and 40 kV. The 

morphology and size of initial particles were characterized by TEM (ZEISS 

LIBRA 120), working at 120 kV and field-emission SEM (Zeiss Auriga) 

operating at 5.0 kV. HRTEM images and STEM studies were conducted on a 

FEI Tecnai F20 field emission gun microscope operated at 200 kV with a point-

to-point resolution of 0.19 nm, which was equipped HAADF and a Gatan 

Quantum EELS detector. Elemental analysis was carried out using an Oxford 

energy dispersive EDX combined with the Zeiss Auriga SEM working at 20.0 

kV. XPS was examined on a SPECS system equipped with a Phoibos 150 MCD-

9 detector, working at 150 mW with an Al anode XR50 source. XPS 

measurements were also carried out using a Kratos Axis UltraDLD spectrometer 

(Kratos Analytical Ltd., UK) XPS spectra were acquired using a monochromatic 



Al Ka source operated at 20mA and 15 kV. Survey scan analyses were carried 

out with an analysis area of 300 x 700 microns and a pass energy of 160 eV. 

High resolution analyses were carried out on the same analysis area at a pass 

energy of 10 eV and energy step of 0.1 eV, and the Kratos charge neutralizer 

system was used on all specimens. Spectra have been charge corrected to the 

main line of the C 1s spectrum set to 284.8 eV and analysed with CASAXPS 

software (Casa Software, Ltd., version 2.3.17). Ultraviolet-Visible 

Spectrophotometry (UV-Vis): Optical absorption spectra were performed on a 

LAMBDA 950 UV-Vis spectrophotometer from PerkinElmer. Inductively 

coupled plasma atomic emission spectrometer (ICP-AES, iCAP 6500, Thermo) 

was used for the elemental analysis, samples were prepared by digestion of 

nanocrystals in aqua regia overnight followed by dillution in MQ-Water 

(Milipore). Fourier transform infrared spectroscopy (FTIR, Alpha Bruker) was 

carried with a platinum attenuated total reflectance single reflection module. 

TE Characterization: Seebeck coefficients were measured with a static DC 

method. Electric resistivity data was measured using a standard four probe 

method. The Seebeck coefficient and the electric resistivity were measured 

simultaneously in a LSR-3 LINSEIS system in the temperature range from 323 

to 803 K under a helium atmosphere. Bearing in mind of measurement precision 

and the system accuracy, an error of ca. 5% in the measurement of Seebeck 

coefficient and electrical conductivity was estimated. A Xenon Flash Apparatus 

was applied to measure the thermal diffusivities (D) of all samples with 

accuracies better than 6%. Thermal conductivities were then calculated by the 

relation κ = CpDρ, where Cp is heat capacity, D is the measured thermal 

diffusivity and ρ is the mass density of pellet (measured by Archimedes’ 

principle). The Hall carrier concentration (nH) at room temperature (298 K) were 

measured with a Physical Property Measurement System (PPMS-9T, 10 % error, 

Quantum Design Inc., USA) using a magnetic field of 2 T. Values provided 

correspond to the average of 5 consecutive measurements. Heat capacity, Cp, of 

SnSe2 is measured by using DSC, TA Q1000 series, with Sapphire method. 

Briefly, DSC was first calibrated using standard procedure by using sapphire as 



reference and alumina crucible. Then, the samples were heated at heating rate 10 

K/min, in N2 atmosphere, to yield Cp curves as a function of temperature. 

2.4 Result and Discussion 

Tin diselenide NPs were produced through the thermal decomposition of an ink 

prepared by the dissolution of elemental Sn and Se powders with a Sn/Se=0.5 

molar ratio in an amine-dithiol mixture (Figure 1, see experimental section for 

details). Upon heating of the ink to 380 ºC, the solvent was evaporated and a 

very rapid crystallization of tin diselenide NPs took place. This simple process 

could be carried out at virtually any scale and in a continuous manner, using a 

flow system, to produce very large amounts of material.  

This procedure resulted in hexagonal plate-like NPs with average lateral sizes of 

ca. 500 nm and 70 nm thicknesses, as observed by TEM (Figure 2a). Such NPLs 

assembled into flower-like clusters with average size of ca. 4 µm (Figure 2b). 

XRD patterns of the obtained materials (Figure 2c) were consistent with a SnSe2 

crystal structure (P3-m1 space group, JCPDS NO. 01-089-2939). Along the z-

axis of this structure, three-atom-thick and covalently bond Se-Sn-Se slabs were 

piled up together through weak van der Waals interaction (Figure 2d). The 

relatively strong intensity of the (001) XRD peak pointed at the [001] direction 

as the normal to the NPL plane. No additional phases were identified by XRD. 

HRTEM analysis (Figure 2e) confirmed the SnSe2 trigonal phase (space group 

= P3-m1) with a=b=3.8110 Å, c=6.1360 Å and the growth of the NPLs with 

preferentially exposed (001) facets. 



 

Figure 1. Scheme of (a) the SnSe2 precursor preparation procedure, and (b) the 

continuous preparation of SnSe2 NPLs through the decomposition of the SnSe2 

precursor ink. 

EDX analysis showed the SnSe2 NPLs to be slightly Sn-rich, with a composition 

Se/Sn=1.9 (Figure 3). XPS analysis showed the surface of SnSe2 NPLs to be 

slightly more Sn rich: Se/Sn = 1.7. The Se 3d and Sn 3d regions of the XPS 

spectra (Figure 8) could be fitted with a unique doublet each one, further proving 

the phase purity of the sample.[9] EELS chemical composition maps displayed a 

homogeneous distribution of both Sn and Se elements in all SnSe2 NPLs (Figure 

2f), although slightly Sn-rich edges could be detected. 
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Figure 2. (a) Representative TEM micrograph of a hexagonal SnSe2 NPL. (b) 

Representative SEM micrograph of flower-like SnSe2 nanostructures, including 

a magnified micrograph of an individual particle. (c) XRD pattern of SnSe2 NPLs. 

(d) Atomic model of the SnSe2 crystal structure (P3m1 space group) along Y and 

Z axis: Se (orange), Sn (light blue). (e) HRTEM micrograph, with magnified 

detail of the orange squared region and its corresponding power spectrum. The 

SnSe2 lattice fringe distances were measured to be 0.332 nm, 0.327 nm and 0.326 

nm, with crystal plane angles of 61.23 and 121.25º, which can be assigned to the 

trigonal SnSe2 phase, visualized along its [0001] zone axis. (f) EELS chemical 

composition maps of SnSe2 NPLs.   



 

Figure 3. (a-c) SEM-EDX elemental maps of a SnSe2 NPL. (d) SEM EDX 

spectrum of SnSe2 NPLs. Inset shows the obtained composition. 

SEM characterization displayed SnSe2 NPLs to grow through a screw dislocation 

mechanism.[10]  Figure 4b shows the top view and side view of a SnSe2 multi-

layer nanostructure displaying an helical surface on the top layer with clockwise 

spiral direction (Figure 4a). Bright field TEM micrographs of some of the NPLs 

also displayed multiple contours with different contrast also indicating screw 

dislocation phenomenon. In the screw dislocation growth mechanism self-

perpetuating steps along a screw dislocation axis cause the oriental growth.[11] In 

contrast with several previous nanostructures obtained by the screw 

dislocation,[12] in our materials new SnSe2 layers grown through the dislocation 

mechanism detached from previously formed, in our materials several growing 

centers formed and grown simultaneously in one big plate, resulting in a flower-

like structure (Figure 4). It is hypothesize that the layer detachment was resulted 

from the combination of the stress generated in nanostructures grown from such 

dislocation-driven mechanism and the weak layer-to-layer bonding in the 2D 

SnSe2 crystal structure. 



 

Figure 4. (a) Schematic illustration of the screw dislocation-driven growth 

mechanism. (b) Representative SEM micrographs of SnSe2NPL-based structures 

revealing the screw dislocation growth from top view and side view. (c) 

Schematic illustration of flower nanostructure formation through multiple 

growing centers. (d) Representative SEM micrographs of SnSe2 plate with 

multiple dislocation cores and flower-like structure. 

The temperature and nominal molecular ratio of Sn and Se precursors were key 

parameters to produce phase pure SnSe2 NPLs (Figure 5a). Sn/Se molar ratios 

above 0.5 in the initial ink resulted in the additional formation of a secondary 

SnSe phase. However, at Sn/Se=1 the ink decomposition at 380 ºC did not result 

in pure orthorhombic SnSe, but a combination of SnSe2 and SnS2 due to the 

reaction of part of the Sn with EDT. Pure-phase SnSe was obtained only at higher 

ink decomposition temperatures of ca. 500 °C and only when using equal 

concentrations of the two elements (Figure 5). 



SnSe2 NPLs were purified by multiple precipitation and redispersion steps using 

chloroform as solvent and ethanol as antisolvent. The purified and dried NPLs 

were annealed at 450 °C for 60 mins inside a tube furnace under argon flow. The 

annealed particles still displayed plate-like geometries although with larger 

lateral dimensions and without displaying the flower-like shape (Figure 4a). It is 

hypothesized that the multiple layers of the initial NPL-based nanoflowers, 

combined within a unique plate, resulting in planar but larger nanostructures. 

 

Figure 5. (a) XRD pattern of the material obtained from the decomposition of 

the precursor ink with different Sn/Se ratios and at different temperatures as 

specified in each pattern. A magnification of the relevant area around 2 =31º is 

also shown for clarity. (b) SEM micrographs of SnSe2 NPLs with hexagonal 

structure and (c) SnSe NPLs with orthorhombic nanostructure obtained in the 

specified conditions. 

Subsequently, the annealed NPLs were loaded into a graphite die and were hot-

pressed within an Ar-filled glovebox at 460 ºC for 5 min under 80 MPa of 

uniaxial pressure. This methodology allowed obtaining 10 × 10 (length × 

diameter) mm2 cylinders with relative densities of ca. 90% as measured by 

Archimedes’ method. 

Such pellets, obtained from the uniaxial press of SnSe2 NPLs, displayed a clear 

crystallographic texture, with the SnSe2 [001] crystallographic direction oriented 



along the pressure axis, as observed from XRD characterization (Figure 5d). Top 

view and cross-section SEM micrographs displayed a clear laminar structure of 

the pellets (Figure 5b-c), with layers extending tens of microns in the disk plane 

and having a thickness of ca. 70 nm. 

 

Figure 6. (a) Schematic illustration of the consolidation the annealed 

nanopowder into a cylindrical pellet. A representative SEM micrograph of the 

annealed nanopowder and an optical image of the final pellet are included in the 

scheme. (b) Top-view SEM micrograph of a SnSe2 pellet. (c) Cross-section SEM 

micrograph of the same pellet. (d) XRD pattern of the SnSe2 pellet laid along the 

cross plane direction (blue) and the in plane direction (green). Scale bar = 10 µm. 

Such layered structure anticipated anisotropic transport properties. Thus, the TE 

properties of the material were measured in two normal directions: cross plane, 

which corresponds to the pressure axis and the [001] crystallographic direction, 

and in plane, which mainly corresponds to the ab plane of the SnSe2 structure.  

As expected, the electrical conductivities measured cross plane were lower than 

those measured in plane:  σ///σ⊥ = 2.7 at 750 K. However, SnSe2 nanomaterials 

exhibited relatively low electric conductivities in both measured directions 

(Figure 9a).  



 

Figure 7. A representative photograph of consolidated cylindrical pellet after hot 

pressing. Graphic cartoons show corresponding samples obtained from 

cylindrical pellets and used to measure TE properties along two directions: cross 

plane (b) and in plane (c) direction. 

Negative Seebeck coefficients were obtained in all the temperature range (Figure 

9b). The Seebeck coefficients displayed similar values in the two directions: 

S///S⊥ = 0.91 at 750 K. These similar values are explained by the relatively low 

dependence of this parameter on scattering. Nevertheless, as generally observed 

in similar crystallographically textured layered nanomaterials, slightly higher 

values were obtained cross plane, which can be related to a slight preferential 

scattering of minoritarian and/or low energy carriers, i.e. a filtering 

mechanism.[13] 

Much lower thermal conductivities were obtained cross plane than in plane: κ /// 

κ ⊥ = 3.64 at 750 K (Figure 9d). This anisotropy was associated to the more 

efficient phonon scattering at the higher density of grain boundaries in the cross 

plane direction and the anharmonicity of the SnSe2 crystal structure. In this 

regard, already in SnSe2 single crystals highly anisotropic transport properties 

were generally measured, with electrical conductivity and thermal conductivity 

ratios up to 6 [14].  



 

Figure 8. XPS spectrum of SnSe2 NPLs: (a) Se 3d and (b) Sn 3d. (c) Optical 

band gap energy of SnSe2 (black) and x at% SnSe2-Cu NCs with x=0.6 (blue), 

1.4 (red), 1.9 (green), a plot of (αhν)2 versus hν for determination of band gap. 

Overall, higher TE figures of merit were obtained cross plane, with values up to 

ZT⊥=0.2 at 770 K (Figure 9f). These values were comparable to those previously 

measures for this material obtained by other methods.[7] Overall, while SnSe2 

nanomaterials displayed relatively high Seebeck coefficients and very low 

thermal conductivities, their main limitation was a moderate electrical 

conductivity. This low electrical conductivity was in part related to a moderate 

charge carrier concentration due to the lack of extrinsic dopants. 

 

Table1. Density of SnSe2 and x at% SnSe2-Cu samples. 

To increase electrical conductivity, instead of a conventional doping strategy, I 

used a modulation doping approach. While ionic doping generally relies on the 

introduction within a semiconductor matrix of small amounts of substituting 

impurities with different valence than the replaced element, thus freeing or 

trapping additional electrons, modulation doping relies on the introduction 



within a semiconductor matrix of nanodomains of a different material having an 

electron energy band structure suitable for injection of majority carriers to the 

matrix semiconductor.[15] The modulation doping approach allows separating the 

ionized donor/acceptor from the charge carrier path, thus strongly reducing 

charge carrier scattering and improving mobilities. Additionally, in NP-based 

bottom up assembly approaches, the modulation doping strategy provides a very 

simple and versatile strategy to optimize electrical properties of semiconductor 

materials,[16] since the charge injection nanodomains can be easily introduced in 

the proper amount during the assembly or consolidation steps.  

 

Figure 9. Temperature dependence of (a) electric conductivity, σ; (b) Seebeck 

coefficient, S; (c) power factor or S2σ, PF; (d) total thermal conductivity, κtotal; 

(e) lattice thermal conductivity, κL; and (f) TE figure of merit, ZT of a SnSe2 

pellet measured in the two directions, in-plane (open symbols) and cross-plane 

(solid symbols). 

Being SnSe2 an n-type semiconductor, I selected a dopant phase with a large 

charge carrier concentration and a relatively low work function that allowed 

injection of electrons to the SnSe2 matrix. Thus, I blended SnSe2 NPLs with Cu, 



Sn and Ag NPs (Figure 14). While Sn had moderate effect on the transport 

properties of the material, upon incorporation of Cu or Ag NPs a dramatic 

increase in electric conductivity was measured (Figure 14a). As expected, a 

parallel decrease of the Seebeck coefficient was also obtained. This Seebeck 

coefficient decrease was more abrupt with the introduction of Ag NPs than with 

Cu. Overall, among the different metals tested, the highest power factors were 

obtained from SnSe2-Cu NCs (Figure 14c), reaching values three-fold higher 

than in pure SnSe2. 

 

Figure 10. Scheme of energy diagram between the interface of Cu nanodomains 

and SnSe2 matrix. Evac is the vacuum level, ECB is the conduction band energy, Ef 

is the Fermi energy, EVB is the conduction band energy, and e- is the charge 

carrier/ electron.  

 

Table 2. Composition of SnSe2 and SnSe2 –CuNPs NC obtained from ICP 

analysis. 

I further studied the effect of the concentration of Cu NPs (Figure 12). I observed 



the electrical conductivity to increase with the amount of Cu introduced up to a 

certain loading. With the introduction of a 1.9 at% of Cu, a decrease in electrical 

conductivity was observed, which I associated to the formation of significant 

amounts of Cu2Se, as observed by XRD characterization. An optimal 

concentration of 1.4 at% Cu was finally established to maximize TE properties 

of the material.  

 

Figure 11. Temperature dependence of the TE properties measured along the in-

plane direction from SnSe2 and SnSe2-NP NCs: SnSe2 (black triangle), SnSe2-

Cu (red circle); SnSe2-Sn (green diamond), SnSe2-Ag (blue square). (a) electrical 

conductivity,   (b) Seebeck coefficient, S; and (c) power factor PF. 

 

Figure 12. Temperature dependence of (a) electrical conductivity, σ (b) Seebeck 

coefficient, S: and (c) power factor, PF, measured along in-plane direction from 

SnSe2-Cu NCs with different Cu concentrations: 0.0 at. % (black triangle, ), 

0.6 at.% (blue square, ◼), 1.4 at.% CuNPs (red circle, ⚫), and 1.9 at.% (green 

diamond, ◆). 



 

Figure 13. (a) Scheme of the process to produce SnSe2-NPs NCs. TE 

characterization of SnSe2-Cu (1.4 at%) NCs. Temperature dependence of (b) 

electric conductivity, σ; (c) Seebeck coefficient, S; (d) power factor, PF; (e) total 

thermal conductivity, κtotal; (f) lattice thermal conductivity, κL; and (g) TE 

figure of merit, ZT. In plane (open symbols); cross-plane (solid symbols). 

 

 

Figure 14. Literature comparison of the TE figures of merit recently reported [46-

49] from undoped SnSe2 and doped SnSe2.  

 

Figure 13 displays the TE properties measured in the two normal directions of 

the SnSe2-Cu NC containing 1.4 at% of Cu. A large increase of electric 



conductivity and a moderate decrease of the Seebeck coefficient were observed 

with the Cu introduction in both directions. This translated into significantly 

larger power factors in the SnSe2-Cu NC when compared with pure SnSe2. The 

thermal conductivity of SnSe2-Cu was significantly reduced in plane with respect 

to SnSe2, due to the additional scattering at Cu nanoinclusions, but maintained 

cross plane at the already very low values measured from the SnSe2 nanomaterial. 

Overall, a three-fold increase of the TE figure of merit was obtained with the 

incorporation of Cu, reaching ZT values up to ZT=0.65 at 810 K along the in 

plane directions. 

2.5 Conclusions 

In conclusion, I presented a solution-based approach to produce SnSe2 NPLs and 

crystallographically textured SnSe2 bulk nanomaterials and NCs. The precursor 

solution was prepared by directly dissolving Sn and Se powders in an amine-

thiol co-solvent solution. Uniform and pure phase SnSe2 NPLs could be readily 

obtained by the crystallization of the ink at 380 °C. The growth of these SnSe2 

NPLs took place through a screw dislocation mechanism and the simultaneous 

detachment of the newly forming layers from the previously formed ones. The 

TE properties of thus obtained crystallographically textured SnSe2 bulk 

nanomaterials and SnSe2-Cu NCs were measured in two perpendicular directions, 

along the press axis (cross-plane) and normal to it (in plane). While bare SnSe2 

nanomaterials displayed notable TE figures of merit, especially cross plane, their 

relatively low electrical conductivity limited their performance. A modulation 

doping strategy was used to improve this parameter, to reach TE figures of merit 

up to ZT = 0.65 at 810 K in in plane SnSe2-Cu NCs. 
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Chapter 3 Tin Selenide Molecular Ink for the 

Solution-Processing of TE Materials and 

Devices 

 

 

3.1 Abstract 

In the present work, I report a solution-based strategy to produce 

crystallographically textured SnSe bulk nanomaterials and printed layers with 

optimized TE performance in the direction normal to the substrate. Our strategy 

is based on the formulation of a molecular ink that can be continuously 

decomposed to produce a SnSe powder or printed into predefined patterns. The 

ink formulation and decomposition conditions are optimized to produce pure 

phase 2D SnSe NPLs. The printed layer and the bulk material obtained after hot 

press displays a clear preferential orientation of the crystallographic domains, 

resulting in ultralow thermal conductivity of 0.55 Wm-1K-1 in the direction 

normal to the substrate. Such textured nanomaterials present highly anisotropic 

properties, with best TE performance in plane, i.e. in the directions parallel to 

the substrate, which coincide with the crystallographic bc plane of SnSe. This is 

an unfortunate characteristic because TE devices are designed to create/harvest 

temperature gradients in the direction normal to the substrate. I further 

demonstrate that this limitation can be overcome with the introduction of small 

amounts of tellurium in the precursor ink. The presence of tellurium allows 

reducing the band gap, increase both charge carrier concentration and mobility, 

especially cross plane, with a minimal decrease of the Seebeck coefficient. These 



effects translate into record out of plane ZT values at 800 K. 

3.2 Introduction 

Solid state TE devices offer a direct and solid state means of conversion between 

thermal and electrical energy, which makes them extremely appealing for a wide 

range of applications.1-8 However, the relatively low energy conversion 

efficiency and high manufacturing cost of current TE devices, which are in most 

cases designed for cooling applications, makes them cost-efficient only in few 

niche markets.1, 9 Towards improving cost-efficiency of TE devices, it is 

imperative to: i) implement lower cost fabrication processes; ii) optimize device 

parameters for each particular application to maximize efficiency and minimize 

the amount of used material; iii) develop high performance and lower cost TE 

materials.  

TE performance is generally quantified using an adimensional figure of merit, 

ZT = σS2T/. 3, 7, 10 Among the different families of TE materials proposed,2, 4 

some two dimensional chalcogenides exhibit the best TE performance.11-17 

Bi2Te3-based alloys provide the highest ZT values at temperatures around 

ambient, up to 1.96 at 420 K,16 and dominate the TE market.18-21 On the other 

hand, SnSe single crystals have recently achieved unprecedented record ZT 

values in the medium-high temperature range, 2.6 at 923K.13, 22 SnSe has a 

layered crystal structure with weak Van der Waals bonds along the a axis and 

tight covalent bonds along the bc plane, which results in highly anisotropic 

transport properties and an impressively low lattice thermal conductivity. 

Nonetheless, the high production cost and poor mechanical properties of SnSe 

single crystals limit their use in real applications. All of these have sparked much 

interest in producing polycrystalline SnSe with TE performance approaching 

that of SnSe single crystals. Owing to the anisotropic properties of the material, 

the optimization of polycrystalline SnSe generally requires producing 

crystallographic textured samples.23-37 In this direction, while severe plastic 

deformation techniques are conventionally used to produce textured 

polycrystalline materials,38, 39 spark plasma sintering and hot press approaches, 



more commonly used to consolidate TE polycrystalline materials, are also able 

to produce  textured materials when using an open dye to induce extrusion or 

when incorporating a liquid phase in the process.15, 16, 40-44 

Beyond engineering TE materials with improved performance and lower cost, 

novel strategies to fabricate TE devices that are less labour-intensive and which 

allow a more rational use of the TE material need to be developed. One potential 

alternative strategy is ink-jet printing. The main advantages of printing 

techniques are low cost, potential to produce shape adaptable or flexible devices, 

control over the thickness of the TE material and high material use efficiency. 

While printing strategies are currently well developed and used in a large number 

of applications, 45-48 their implementation in new technologies strongly relies on 

the formulation of proper functional inks.     

I report here a thiol-free SnSe molecular ink, which can be used as precursor to 

produce bulk nanocrystalline SnSe or can be directly printed into SnSe layers. I 

study the decomposition conditions and demonstrate the possibility to produce 

pure phase SnSe at moderate temperatures. I further analyse here the processing 

conditions necessary to obtain crystallographically textured SnSe bulk 

nanomaterials and layers and characterize their anisotropic TE properties. 

Finally, the TE performance of the material in the direction normal to the layer 

substrate is optimized by including small amounts of tellurium within the ink.  

3.3 Experimental Section 

Chemicals: Tin chloride (SnCl2, 98%) and selenium dioxide (SeO2, 99.8%) were 

purchased from Acros Organics. Tri-n-octylphosphine (TOP, C24H51P, 97 %), 

oleic acid (OAc, C18H34O2, 90%) and OAm (C18H37N, ≥ 98%) were purchased 

from Sigma-Aldrich. Sodium tellurite (Na2TeO3, 99.5%) was purchased from 

Fisher. Analytical grade chloroform and ethanol were ordered from various 

sources. All chemicals were used as received unless specifically noted. 

SnSe ink: Within an argon-filled glove box, 5.76 g SnCl2 (30 mmol) and 3.33 g 

SeO2 (30 mmol) were weighted and placed inside a glass bottle. Then 150 mL 



OAm and 20 ml TOP were added inside the bottle. The mixture was 

subsequently sonicated for 20 min until precursors dissolved completely. Small 

amounts of OAc were included within the ink to produce dentritic SnSe 

nanostructures. 

SnSe1-xTex ink: To produce SnSe1-xTex (x= 0.01, 0.02, 0.03) precursor inks, 5.76 

g SnCl2 (30 mmol), 3.33g SeO2 (30 mmol) and 6.65x g Na2TeO3 were weighted 

and placed in a glass bottle, where 150 mL OAm and 20 ml TOP was 

subsequently added. The mixture was sonicated for 20 min until all precursors 

dissolved completely.  

SnSe ink decomposition: The SnSe precursor ink was continuously injected into 

a preheated glass flask (420 °C), where it immediately decomposed. The flask 

was naturally cooled down to room temperature (RT) and the crystalline product 

was collected by dispersion in chloroform and precipitation with ethanol. 

Dispersion/precipitation steps were repeated three times using chloroform and 

ethanol aided by centrifugation at 7200 rpm for 5 min. 

Bulk material consolidation: SnSe particles were thermally annealed at 500 °C 

(heating rate = 10 ºC/min) for 60 min inside a tube furnace with argon flow to 

remove organic residues. After cooling to RT, the annealed material was 

grounded in a mortar and subsequently loaded into a graphite die. The die was 

then transferred to a custom-made hot press system inside the glove box, where 

it was heated to 500 °C by using an induction coil. The die was held at this 

temperature for 5 min under 80 MPa pressure. Afterward, the pressure was 

released and the die was naturally cooled down to RT. The obtained cylindrical 

pellets (8 mm × 12 mm) were cut in rectangular bars in two directions: along 

the pressure axis (cross-plane direction) and normal to this axis (in-plane 

direction). 

Printed layers: The SnSe molecular ink was printed on a graphite foil using an 

ink jet nozzle. The graphite foil was then annealed on a hot plate at 420 °C for 5 

min within an argon-filled glove box. Afterward, the foil was hot pressed at 



500 °C for 3 min under 80 MPa pressure. 

Structural and chemical characterization: The particle size and morphology 

were characterized by TEM (ZEISS LIBRA 120), working at 120 kV and field-

emission SEM (Zeiss Auriga) operating at 5.0 kV. HRTEM images and scanning 

TEM studies were conducted on a FEI Tecnai F20 field emission gun microscope 

operated at 200 kV with a point-to-point resolution of 0.19 nm, which was 

equipped with HAADF and Gatan Quantum EELS detectors. Elemental analysis 

was performed using an Oxford energy dispersive EDX combined with the Zeiss 

Auriga SEM working at 20.0 kV. XRD (2θ: 5°-80°, scanning rate was set at 

5°/min) were carried out on a Bruker AXS D8 Advance XRD with Ni-filtered 

Cu-Kα radiation (λ= 1.5406 Å), operating at 40 mA and 40 kV. XPS 

spectroscopy was performed on a SPECS system equipped with a Phoibos 150 

MCD-9 detector, working at 150 W with an Al anode XR50 source. FTIR was 

carried out with a platinum attenuated total reflectance single reflection module. 

The surface topology was measured by atomic force microscopy (AFM, XE 100 

Park System Corp.) Scans were conducted in non-contact mode with a silicon 

Tap300Al-G cantilever (Budget Sensors, spring constant of ∼40 N/m and 

resonant frequency of ∼300 kHz). AFM images were analysed in the XEI 

software (Park System Corp). UV-Vis Optical absorption spectra were recorded 

on a LAMBDA 950 UV-Vis spectrophotometer from PerkinElmer. Inductively 

coupled plasma atomic emission spectrometer (ICP-AES, iCAP 6500, Thermo) 

was used for the elemental analysis, samples were prepared by digestion of 

nanocrystals in aqua regia overnight followed by dillution in MQ-Water 

(Milipore).  

TE characterization: Seebeck coefficients were measured with a static DC 

method. Electric resistivity data was obtained using a standard four probe 

method. Electric resistivity and Seebeck coefficients were measured 

simultaneously in a LSR-3 LINSEIS system in the temperature range from 323 

to 807 K under a helium atmosphere. Bearing in mind the measurement precision 

and system accuracy, an error of ca. 5% in the measurement of Seebeck 



coefficient and electrical conductivity was estimated. A Xenon Flash Apparatus 

was used to measure the D of all samples with accuracies better than 6%. 

Thermal conductivities were then calculated by the relation κ = CpDρ. Hall 

charge carrier concentrations (nH) and mobilities (μH) at room temperature (300 

K) were measured with Van der Pauw and Hall Bar measurements (ezHEMS 

1000, NanoMagnetics) using a magnetic field of 1 T. Values provided 

correspond to the average of 10 consecutive measurements, from which an error 

of ca. 10% was estimated. 

3.4 Result and discussion 

To prepare a SnSe molecular ink, the tin and selenium precursors and the solvent 

were selected taking into account four main parameters: i) minimize cost; ii) 

direct the crystal morphology toward obtaining planar structures that facilitate 

posterior assembly into textured nanomaterials; iii) reach a compromise between 

solvent volatility, which has implications in toxicity and ink stability, and 

decomposition temperature, which is a key parameters determining production 

costs; iv) reduce toxicity, avoiding the use of thiols and hydrazine. Taking into 

account these points, a SnSe ink was prepared by dissolving SnCl2 and SeO2 in 

a combination of OAm and TOP. OAm played a double role, it reduced Se4+ to 

Se0 and it coordinated to Sn2+ to form a Sn-OAm complex, Sn(R-NH)2.49-51 TOP 

coordinated with Se0 to yield TOPSe52 (Figure 1).  



 

Figure 1. (a) Proposed mechanism for SnSe ink formation. Path A displays SeO2 

is firstly reduced by OAm to form Se (red color in the bottle), which reacts with 

TOP to form TOPSe. Path B displays OAm combined with Sn2+ to form a OAm-

Sn complex. The final SnSe ink displays a wine color and contains a mixture of 

TOPSe and OAm-Sn complex. (b) Subsequently SnSe crystals were produced 

through decomposition of SnSe ink on a hot surface. 

To analyse the product of its decomposition, the ink was dropped onto a substrate 

heated at 420 °C. Upon reaching the heated substrate, the ink was rapidly 

decomposed and a black powder was produced. Large amounts of powder could 

be obtained by continuously injecting/spraying the ink toward a heated 

receptacle/support (Figure 1). TEM and SEM characterization of the powder 

obtained from the decomposition of the ink showed the presence of square-like 

plates with a lateral size of 4±1 µm and a thickness of 90±20 nm (Figure 2 a,b). 

HRTEM and XRD analyses demonstrated the powder to be highly crystalline 

and to display a unique crystallographic phase that matched that of orthorhombic 

SnSe (JCPDS NO. 00-048-1224, Pnma space group, Figure 2 c,e). From the 



XRD pattern, the relatively strong intensity of the 2θ=31.0˚ diffraction peak 

indexed as (400), indicated a preferential growth in the bc plane, i.e. the plane 

perpendicular to the [100] crystallographic direction. UV-Vis spectrum showed 

the SnSe powder to have an indirect band gap at 0.96 eV (Figure 3e). XPS 

analysis of SnSe displayed two Sn 3d peaks at 494.9 eV (Sn 3d3/2) and 486.4 eV 

(Sn 3d5/2), which matched well with a Sn2+ environment (Figure 2f). Besides, Se 

3d3/2 and Se 3d5/2 peaks located at 54.4 eV and 53.5 eV evidenced the presence 

of a Se2- oxidation state35. EDX chemical analysis showed the SnSe powder to 

be slightly Sn rich, with a composition ratio Se/Sn = 0.95. EELS chemical 

composition maps displayed a homogeneously distribution of both Sn and Se 

within each particle and from particle to particle (Figure 2d). 

To obtain single phase SnSe, the proper adjustment of the nominal element ratio, 

Sn/Se, and decomposition temperature was fundamental. When increasing the 

nominal amount of Sn in the ink formulation, a combination of Sn and SnSe 

phases was obtained upon decomposition at 420 ºC (Figures 4). On the other 

hand, when using a nominal ratio Sn/Se <1, a combination of SnSe and SnSe2 

was produced. Using a nominal Sn/Se=0.5 and decreasing the decomposition 

temperature to 360 ºC, pure-phase SnSe2 could be produced (Figure 4). Figure 4 

shows XRD patterns of the materials obtained at different temperatures using a 

nominal element ratio Sn/Se=1.  



 

Figure 2. (a) Representative TEM and (b) SEM micrographs of square-like SnSe 

nanostructures, and a structure model of an individual NPL. (c) HRTEM 

micrograph of a SnSe NPL, magnified detail of the orange squared region and 

its corresponding power spectrum. The SnSe lattice fringe distances were 

measured to be 0.304, 0.207 nm and 0.302 nm, at 43.53, and 87.51 º, which was 

interpreted as the orthorhombic SnSe phase, visualized along its [100] zone axis. 

(d) EELS chemical composition maps obtained from the red squared area of the 

STEM micrograph. Individual Sn M4,5-edges at 485 eV (red) and Se L2,3-edges 

at 1436 eV (green) as well as its composite. (e) XRD pattern of SnSe. (f) Sn 3d 

and Se 3d regions of the XPS spectrum of SnSe. 

TOP coordinated with Se to yield TOPSe. Without TOP in the precursor solution, 

SnSe nanostructures could be also obtained, but the ink decomposition required 

reaction temperatures above 500 °C.53 Additionally, the aspect ratio of the SnSe 

nanostructures produced in the absence of TOP was strongly reduced (Figure 5). 

When adding small amounts of TOP to the solution, the ink decomposition 
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temperature could be reduced down to 420 °C for VTOP/VOAm > 0.13, which I 

associated to the relatively high reactivity of the formed TOPSe.52 On the other 

hand, when replacing OAm by octadecene, SnSe was not formed, probing the 

important role of OAm in reducing SeO2 and complexating with Sn2+. 

 

Figure 3. (a-c) SEM micrograph and EDX elemental maps of SnSe plates. (d) 

SEM-EDX spectrum of SnSe plates. (e) Kubelka-Munk plots and bandgap 

energy estimation from the UV-vis spectra of SnSe and SnSe1-xTex 

nanomaterials. 

 

Figure 4. (a) XRD pattern of the powder produced from the decomposition at 

different temperatures of an ink containing different ratios of Sn/Se. A detail of 

the XRD pattern around 2=31º is displayed for clarity. (b) SEM micrographs of 

SnSe plates with orthorhombic structure and SnSe2 plates with hexagonal phase 
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obtained when decomposing an ink containing Sn/Se=1 at 420 ºC and an ink 

containing Sn/Se=0.5 at 360 ºC, respectively.  

 

Figure 5. XRD patterns (a) and SEM micrographs (b) of SnSe powders produced 

from the decomposition at 500 ºC of an ink containing OAm and at 420 ºC of an 

ink containing OAm and TOP, VTOP/VOAm= 0.13. 

When adding OAc to the precursor ink, a significant change of the geometry of 

the produced SnSe particles was observed. Figure 3 shows the evolution of the 

particle shape with the OAc/OAm ratio. At relatively high OAc concentrations, 

OAc/OAm>0.2, dendritic structures were produced, which I associate with a 

selective binding of the carboxylic group in OAc to particular facets during 

crystal growth.54, 55 Through AFM analysis, the thickness of plates and dendritic 

structures supported on a substrate was measured to be in the range 100-150 nm, 

which is slightly larger than values obtained from SEM statistics (Figure 6c).  

The SnSe powder obtained from the ink decomposition was thermally annealed 

at 500 °C for 60 min inside a tube furnace with argon flow to remove residual 

organic ligands. The annealed crystals maintained the original plate geometry 

and showed no appreciable growth. The annealed powder was subsequently 

loaded into a graphite die and hot pressed at 500 °C for 5 minutes under a 

uniaxial pressure of 80 MPa. A cylindrical pellet with a relative density of ca. 

95% was finally obtained (Figure 8a). 
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Figure 6. (a) Schematic illustration of the shape evolution for square-like and 

dendritic crystals. (b) SEM micrographs of the morphology evolution with 

increasing OAc/OAm ratios. Dendritic nanostructures were obtained when 

OAc/OAm > 0.2. Scale bars = 2 µm. (c) AFM topography images of a square-

like and a dendritic nanostructure and height profiles taken from the displayed 

red line.  
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The hot pressed material displayed a clear crystallographic texture, with the SnSe 

[100] crystal direction oriented along the pressure axis, as shown by XRD 

analysis of the pellet hold with the diffraction plane coincident and normal to the 

pressure axis (Figure 8b). This crystallographic orientation is consistent with the 

[100] being the softer crystallographic direction in SnSe. SEM micrographs 

showed the pellet to have a layered structure, with layers of material assembling 

normal to the pressure axis, consistent with XRD results (Figure 8c).  

 

Figure 7. Schematic illustration of the growth (a) and SEM micrographs (b) of 

dendritic particles. (c) Representative SEM micrographs of dendritic SnSe 

nanomaterials. (d) PXRD patterns of square (black) and dendritic (blue) SnSe 

NPLs. 

To determine the influence of the shape of the SnSe particles on the 

crystallographic texture of the consolidated material, I hot pressed SnSe particles 

with 100 nm average size and 50 nm thickness produced by a reported method  

(Figure 9a).31 The hot press of these less asymmetric particles in the same 

conditions as the SnSe plates resulted in polycrystalline materials with no 

significant texture (Figure s 

9b,c), proving the influence of the initial particle geometry in the texture of the 

c d



final polycrystalline material.15, 16 

 

Figure 8. (a) Schematic illustration of the process of consolidation of the SnSe 

powder into a cylindrical pellet. A SEM micrograph of the annealed SnSe 

nanopowder and an actual image of consolidated pellet are included in the 

scheme. (b) XRD pattern of the SnSe pellet laid along the in-plane and cross-

plane directions. (c) Representative top view and cross section SEM micrographs 

of a SnSe pellet. 

To demonstrate the potential of the SnSe molecular ink to produce printed SnSe 

layers/patterns, the ink was printed on a flexible graphite foil using an ink jet 

nozzle. The graphite foil was then annealed on a hot plate at 420 °C for 5 min 

and additionally hot pressed at 500 °C for 3 min under 80 MPa pressure. SEM 

and XRD analyses of the printed layer demonstrated it to contain SnSe plates 

oriented parallel to the substrate (Figure 10). 
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Figure 9. (a) SEM micrograph of SnSe particles produced from the reaction of 

SnCl2 and NaHSe in water.[1] (b-c) Cross section and top-view SEM micrographs 

of a pellet produced form these SnSe particles. 

 

Figure 10. (a) Schematic of the printing of SnSe on a graphite foil. (b) top view 

and (c) cross section SEM micrographs of the printed SnSe layer.  

The TE properties of the polycrystalline SnSe obtained from the ink 

decomposition were characterized in two directions (Figure 11): cross plane (//), 

i.e. parallel to the pressure axis, and in plane (⊥), i.e. normal to pressure axis. 

Electrical conductivities measured in plane (⊥), were higher than those 

measured cross plane (//), with ⊥/// = 3.30. This result is consistent with the 

much higher charge carrier mobilities in the bc crystal plane of SnSe when 

compared with its a direction.  

Positive Seebeck coefficients were measured in all the temperature range, 
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consistent with the p-type semiconductor character of undoped SnSe. As 

expected from the minor dependence of this parameter on scattering, similar 

values of the Seebeck coefficient were measured in both directions, S⊥ ≈ S//. The 

slightly higher values systematically obtained cross plane could be ascribed to 

an energy filtering mechanism at grain boundaries, i.e. a preferential scattering 

of low energy carriers at the plate interfaces, as previously reported for layered 

materials.15, 16 

 

Figure 11. Temperature dependence of (a) electrical conductivity, σ; (b) 

Seebeck coefficient, S; (c) power factor, S2σ, PF; (d) total thermal conductivity, 

κtotal; (e) lattice thermal conductivity, κL; and (f) TE figure of merit, ZT of a SnSe 

pellet measured in two directions, in-plane (⊥, open symbols) and cross-plane 

(//, solid symbols). 

Table 1. Composition of SnSe and SnSe1-xTex samples obtained from EDX analysis. 



 

Table 2. Composition of SnSe and SnSe1-xTex samples obtained from ICP analysis. 

 

SnSe nanomaterials displayed very low thermal conductivities in both directions, 

but slightly higher than those obtained from single crystals, most probably due 

to a certain degree of oxidation.56 Significantly lower thermal conductivities 

were obtained cross plane when compared with in plane, κ⊥/κ// = 1.75 at 750 K, 

which was again consistent with the preferential orientation of the plates lying 

normal to the pressure axis.  



 

Figure 12. Temperature dependence of (a) electrical conductivity, σ; (b) 

Seebeck coefficient, S; (c) power factor, S2σ, PF; (d) total thermal conductivity, 

κtotal; (e) lattice thermal conductivity, κL; and (f) TE figure of merit, ZT of a 

SnSe0.98Te0.02 pellet measured in two directions, in-plane (⊥, open symbols) and 

cross-plane (//, solid symbols). 

 

Figure 13. (a) Room temperature charger carrier concentration and mobility of 

SnSe and SnSe1-xTex as a function of Te concentration. (b) Pisarenko plot 

showing experimental data and theoretical Seebeck coefficients calculated by 

single parabolic band (SPB) model as a function of carrier concentration and for 
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different Te concentrations, SnSe1-xTex: 0.0 at% (black), 1 at% (red), 2 at% 

(blue,), and 3 at% (green). 

Overall, the highest ZT values, up to ZT = 0.5 at 807 K, were obtained in plane. 

This result is consistent with measurements on single crystals and previous 

reports,13, 23, 25, 57, 58 but it is unfortunate toward the development of printed SnSe-

based modules that target the generation/harvesting of cross plane temperature 

gradient.  

To further promote the TE performance of polycrystalline SnSe layers, small 

amounts of Te were added to the ink in replacement of equivalents amounts of 

Se. The polycrystalline material obtained from the decomposition of the Te-

containing ink, SnSe1-xTex, was characterized by a slightly reduced band gap 

(Figure 3), a slightly larger charge carrier concentration, nH, and most important 

a significantly increased charge carrier mobility, particularly cross plane (Figure 

13). Best TE performance was obtained from the material containing a 2 at% of 

Te, SnSe0.98Te0.2 (Figure 12). This material displayed significantly higher 

electric conductivities than SnSe without a major reduction of the Seebeck 

coefficient and a minor increase of the total thermal conductivity, associated with 

the increase of its electronic component. Overall, TE figures of merit up to three-

fold larger than those measured for SnSe were obtained. Most important, the 

highest TE figures of merit were obtained cross plane, reaching ZT= 1.03 at 805 

K, which is the highest value reported at this temperature and in this direction 

for polycrystalline SnSe. This excellent performance was related to the presence 

of Te facilitating charge transport especially cross plane, which translated into a 

significant increase of the charge carrier mobility. 

  



3.5 Conclusions  

I detailed a fast solution-based approach to produce crystallographic textured 

SnSe bulk nanomaterials and printed layers. The molecular precursor solution 

was prepared directly by dissolving ionic Sn and Se species in a thiol-free and 

nontoxic solvent. Pure phase SnSe powder was obtained by decomposing the 

molecular precursor at 420 °C. The composition, crystal phase and shape of the 

produced SnSe nanostructures could be tuned by modifying the nominal 

elemental ratio, the decomposition temperature and the use of additional 

surfactants. Crystallographic textured SnSe bulk nanomaterials and layers were 

obtained after hot-pressing the ink decomposition products. These materials 

showed moderate TE performances cross plane which was unfortunate for the 

design a TE devices that generate/harvest temperature gradients in the direction 

normal to the substrate. The SnSe TE performance was significantly improved, 

up to a threefold, by introducing small amounts of Te during ink formulation. 

The presence of this small amount of Te resulted in an important increase of 

electrical conductivity cross plane associated to an increase of charge carrier 

concentration and especially mobility with a minor variation of the Seebeck 

coefficient. The presence of 2 at% of Te in SnSe0.98Te0.02 finally translated into 

record cross plane ZT values at 800 K for polycrystalline SnSe. 
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Chapter 4 Bismuth telluride-copper telluride 

nanocomposites from heterostructured building 

blocks 

 

4.1 Abstract 

Properly designed NCs allow improving TE performance by several mechanisms, 

including phonon scattering, modulation doping and energy filtering, while 

additionally promoting mechanical properties over those of crystalline materials. 

Here, a strategy to produce Bi2Te3-Cu2-xTe NCs based on the consolidation of 

heterostructured NPs is described and the thermoelecric properties of the 

obtained materials are investigated. I first detail a two-step solution-based 

process to produce Bi2Te3-Cu2-xTe heteronanostructures, based on the growth of 

Cu2-xTe nanocrystals on the surface of Bi2Te3 nanowires. I characterize the 

structural and chemical properties of the synthesized nanostructures and of the 

NCs produced by hot-pressing the particles at moderate temperatures. Besides, 

the transport properties of the NCs are investigated as a function of the amount 

of Cu introduced. Overall, the presence of Cu decreases the material thermal 

conductivity through promoting phonon scattering, modulates the charge carrier 

concentration thorugh electron spillover, and increases the Seebeck coefficient 

through filtering of charge cariers at energy bariers. These effects result in an 

improvement of over 50% of the thermoelectric figure of merit of Bi2Te3. 



4.2 Introduction 

Solid state TE devices, allowing the direct and reversible conversion between 

heat and electricity, provide numerous advantages over competing technologies 

for thermal energy harvesting and precise temperature control. Advantages 

include silent operation, high durability, low weight, no fluids or moving parts 

and flexible design with great adaptability. Because of their versatility, TE 

devices can be used in a multitude of applications in the fields of waste heat 

recovery, refrigeration, energy harvesting for autonomous remote sensing, air 

conditioning and so on. However, their moderate efficiency and high cost 

currently limits the spread of this technology in its potential markets.1, 2 

The conversion efficiency of TE devices is in large part determined by a material 

dimensionless figure of merit: ZT = σS2T/.3-5 To produce an efficient TE 

material one needs to maximize the power factor by optimizing the charge carrier 

concentration and introducing mechanisms to increase the Seebeck coefficient.  

Simultaneously, the thermal conductivity needs to be minimized through phonon 

scattering at different scales. Since all these material parameters are strongly 

interrelated, to maximize the energy conversion efficiency of TE materials is 

challenging.6-9  

The combination of multiple phases offers additional degrees of freedom to 

design materials with optimized functional properties.10 NCs are particularly 

appealing in the TE field11-14 as they provide not only effective phonon scattering 

at interphases that dramatically reduce thermal conductivity,15-21 but also 

potential quantum effects and selective charge carrier scattering to increase 

Seebeck coefficient.22-26 Additionally, properly designed composites allow 

activating  the required large amounts of charge carriers without dramatically 

decreasing their mobility by means of modulation doping.26-33  

The properties of composite materials not only depend on the type and amount 

of each of the different phases, but also on their distribution, which is extremely 

difficult to control. Beyond the use of thin film vacuum-based techniques that 



are limited in terms of cost, production volume, three dimensional control of the 

phase distribution and material thickness, the most effective strategy for the large 

and cost-effective production of nanocomposites with proper phase control is the 

assembly of heterostructured building blocks.10, 34, 35  

Bi2Te3-based alloys provide the highest TE performance at temperatures around 

ambient and thus most TE commercial devices are produced from highly 

crystalline ingots of these materials. However, the current performance of 

Bi2Te3-based alloys is still far from optimum. Besides, owing to their layered 

structure, these materials are mechanically fragile, which calls for alternative 

processing strategies able to deliver polycrystalline materials. 

When synthesized in an excess of Te, Bi2Te3 is generally a degenerated n-type 

semiconductor because it retains abundant TeBi antisites due to similar 

electronegativity and ionic radius of Bi and Te.36 The excessive charge carrier 

concentration of Bi2Te3 deteriorates the Seebeck coefficient and results in low 

power factors. To adjust this parameter, and at the same time decrease the lattice 

thermal conductivity, part of the Te within Bi2Te3 is generally replaced by Se to 

produce n-type Bi2Te3-xSex.37  

To further increase the power factor and decrease thermal conductivity, different 

elements have been incorporated to Bi2Te3-based alloys.38 Among them, Cu has 

provided some of the best results.30,33-40 The presence of Cu has usually 

associated an enhanced phonon scattering yielding lower thermal conductivities. 

Besides, the electronic properties of Bi2Te3 are influenced by the presence of Cu 

in a rather complex way, depending on the Cu amount, location and chemical 

environment and on the Bi2Te3 conductivity type.30,39-46 The incorporation of 

very low amounts of Cu has been reported to reduce the charge carrier 

concentration presumably due to the reduction of tellurium vacancies.46 On the 

other hand, low concentrations of Cu+ intercalated at the van der Waals gap 

between Bi2Te3 layers act as a donor.43, 45 Besides, Cu+ ions substituting Bi, 

CuBi
2-, act as acceptors.30, 45 The presence of Cu during the material sintering also 

affects the size of the Bi2Te3 crystal domains. Additionally, amounts of Cu above 



the solubility limit may result in the segregation of Cu2-xTe, thus removing TeBi 

antisites and/or introducing Te vacancies, VTe
2+, both acting as donors.30, 45, 46 

The Cu presence has been also associated with an enhancement of 

reproducibility from batch to batch, related to a reduction of the fluctuation of 

charge concentration owing to the hindered formation of tellurium vacancies.30, 

46 

Here we report on a strategy to produce Bi2Te3-Cu2-xTe nanocomposites based 

on the consolidation of Bi2Te3-Cu2-xTe heterostructured nanoparticles. This 

strategy allows to separate the contribution of Cu ions within the Bi2Te3 lattice 

from that of Cu2-xTe phases. We analyze the TE properties of the produced 

composites and discuss them in terms of the heterojunctions formed between 

Cu2-xTe and Bi2Te3 nanodomains. 

4.3 Experimental section 

Chemicals: Bismuth(III) chloride (BiCl3, ≥ 98%), potassium hydroxide (KOH, 

≥ 98%), polyvinylpyrrolidone (PVP, (C6H9NO)n, average molar weight 

55,000), tellurium dioxide (TeO2, ≥ 99%), copper(I) chloride (CuCl, 

≥ 99.995%) and hydrazine monohydrate (NH2NH2H2O, 6465%) were 

purchased from Sigma Aldrich. Ethylene glycol (EG, HOCH2CH2OH, 99%) was 

purchased from Fisher. Analytical grade acetone, isopropanol and ethanol were 

obtained from various sources. All chemicals were used as received without 

further purification.  

Bi2Te3 nanowires synthesis: Bi2Te3 nanowires were prepared following a 

previously reported approach based on the reaction of Bi precursor with pre-

synthesized Te nanowires.47 In a typical synthesis, 5.6 mmol of TeO2, 37 mmol 

of KOH, 1.5 g of PVP, and 56 mL of EG were added into a 250 mL three-neck 

flask. The mixture was stirred and heated to 140 °C. At this temperature after all 

the chemicals were dissolved, 0.87 mL of a 64-65% N2H4·H2O solution was 

injected into the solution. The reaction mixture was maintained at 140 °C for 1 

h to allow all Te to be reduced. Then, the temperature of the solution was raised 



to 160 °C. At this point, a hot BiCl3/EG solution was injected into the flask. This 

BiCl3/EG solution was produced by adding 3.6 mmol of BiCl3 into 15 mL of EG 

in a glass vial that was heated to 100−120 °C. The BiCl3/EG solution was 

allowed to react with the Te nanowires for 1 h at 160 °C. Afterward, the mixture 

was naturally cooled to room temperature. The product was purified firstly by 

adding acetone to the solution and centrifuging it. In a second step, ethanol was 

used to redisperse the particles and acetone (Vethanol/Vacetone=1:2) to precipitate 

them again. In a third step, deionized water was added to solubilize remaining 

impurities and NPs were precipitated by slow centrifugation. This procedure was 

repeated twice. In a last step, particles were once more redispersed with ethanol, 

precipitated with acetone, and dried under vacuum at room temperature. 

Bi2Te3–Cu2-xTe heterostructures: Bismuth telluride-copper telluride 

heterostructures were produced by adding copper precursor to the solution 

containing Bi2Te3 nanowires. Briefly, to produce Bi2Te3–Cu2-xTe with a ratio of 

Bi:Cu =8, after 1h of reaction at 160 ºC to form the Bi2Te3 nanowires, 0.4 mmol 

CuCl was added into 5 mL of EG in a glass vial to form a clear solution which 

was kept at 100120°C. After 1 h, 1.86 mL of 50-60% N2H4·H2O was first added 

into the reaction and then the CuCl/EG solution was injected into the reaction, 

which continued for another 1 h before naturally cooling down to room 

temperature. Bi:Cu =5 and 10 samples were produced following the above 

procedure, but using proper amounts of copper precursor. Finally, the obtained 

material was purified following the same procedure as for Bi2Te3 nanowires. 

Nanomaterial consolidation: Dried Bi2Te3 and Bi2Te3-Cu2-xTe particles were 

annealed at 330 °C for 60 min under Ar flow inside a tube furnace. Annealing at 

450 C was also tested as noted below. The annealed powders, were loaded into 

a graphite die and compacted into cylinders (Ø 8 mm×10 mm) using a custom-

made hot press held at 270 °C and 60 MPa for 5 min. This process was carried 

out inside an Ar-filled glove box. The relative densities of the compacted pellets 

were measured by the Archimedes’ method. From these cylinders, rectangular 

bars of about 8 × 6 × 1 mm3 were cut in two normal directions, along the pressing 



direction and within the cylinder plane. 

Structural and chemical characterization: X-ray diffraction (XRD, 2θ angle: 

20° to 80°; scanning rate: 5 °/min) analyses were carried out on a Bruker AXS 

D8 ADVANCE X-ray diffractometer with Cu–Kα radiation (λ = 1.5406 Å). Size 

and morphology of initial materials were examined by transmission electron 

microscopy using a ZEISS LIBRA 120, operating at 120 kV, and field-emission 

SEM on an Auriga Zeiss operated at 5.0 kV. Crystallographic structure and 

chemical composition were analyzed by HRTEM and EELS, respectively, using 

a Tecnai F20 field-emission gun microscope at 200 keV with an embedded Gatan 

QUANTUM image filter. The material composition was analyzed using an 

Oxford energy EDX attached to a Zeiss Auriga SEM at 20.0 kV.  

TE property measurement: Seebeck coefficients were measured using a static 

DC method. Electrical resistivity data was obtained by a standard four-probe 

method. Both the Seebeck coefficient and the electrical resistivity were measured 

simultaneously in a LSR-3 LINSEIS system in the temperature range between 

room temperature and 573 K, under helium atmosphere. Taking into account the 

system accuracy and the measurement precision, an error of ca. 4 % in the 

measurement of the electrical conductivity and Seebeck coefficient was 

estimated. The thermal conductivity was calculated by κ = λCpρ. The constant 

pressure heat capacity (Cp) was estimated from empirical formulas by the 

Dulong–Petit limit (3R law), and the density (ρ) values used here were calculated 

using the Archimedes’ method. To avoid cluttering the plots, error bars were not 

included in the figures. Hall charge carrier concentrations (nH) and mobilities (μH) 

at room temperature (300 K) were obtained from the Van der Pauw method using 

a magnetic field of 1 T (ezHEMS, NanoMagnetics). Values provided correspond 

to the average of 5 measurements, from which an error of ca. 10% was estimated. 

4.4 Results and discussion  

Polycrystalline Bi2Te3 nanowires were synthesized in a two-step approach using 

Te nanowires as reactive template.22 Te nanowires were produced by reducing 



TeO2 in EG at 140 °C. Afterwards, a BiCl3/EG solution was injected to react 

with Te (see experimental section). The as-synthesized Bi2Te3 kept the Te 

nanowire geometry, with a relatively narrow distribution of diameters (30 ± 10 

nm) and lengths (600 ± 80 nm). XRD characterization showed the samples to be 

highly crystalline and to present a single phase: Bi2Te3 (JCPDS 01-082-0358, 

Figure 1b). No elemental Te was detected in the final product. HRTEM 

micrographs confirmed the Bi2Te3 nanowires to display the Bi2Te3 rhombohedral 

phase (space group = R3-MH) with a=b= 4.2999 Å and c= 30.5975 Å (Figure 

1f). EELS elemental composition maps revealed the nanowires to be uniformly 

composed of Bi and Te (Figure 1e).  

Bi2Te3-Cu2-xTe heterostructures with tuned molar ratio (Bi:Cu= 10; 8; 5) were 

synthesized by injecting a CuCl/EG solution into the flask containing Bi2Te3 

nanowires at 160 °C (see experimental section). This synthesis protocol was 

carried out at a sufficient scale to produce 4 g of material per batch. Figure 1b 

displays the XRD pattern of the material produced with a nominal composition 

Bi:Cu=8. Only the XRD peaks of the Bi2Te3 phase were detected. After Cu 

incorporation, the particles preserved the nanowire geometry (Figure 1g). 

 

Figure 1. (a) Schematic illustration of the formation of Bi2Te3-Cu2-xTe 

heterostructures. (b) Powder XRD pattern of as-synthesized Bi2Te3 and Bi2Te3-



Cu2-xTe nanomaterials. (c) SEM micrograph of Bi2Te3 nanowires. (d) 

Representative TEM micrograph of a Bi2Te3 nanowire. (e) STEM micrograph 

and EELS chemical composition maps obtained from the red squared area. 

Individual Bi N6,7-edge at 157 eV (red), Te M4,5-edge at 572 eV (green). (f) 

HRTEM micrograph of a Bi2Te3 nanowire, detail of the orange squared region 

and its corresponding power spectrum. Lattice fringe distances were 0.314 nm, 

0.177 nm and 0.216 nm, at 56.18 and 90.07 which was interpreted as the 

rhombohedral Bi2Te3 phase, visualized along its [1052] zone axis. (g) 

Representative TEM micrograph of a Bi2Te3-Cu2-xTe heterostructure. The insert 

shows a vial containing a Bi2Te3-Cu2-xTe solution. (h) EELS chemical 

composition maps obtained from the red squared area in the STEM micrograph. 

Individual Bi N6,7-edge at 157 eV (red), Te M4,5-edge at 572 eV (green), Cu L2,3-

edges at 931 eV (pink). (i) HRTEM micrograph of a Bi2Te3-Cu2-xTe 

heterostructure, detail of the orange squared region and its corresponding power 

spectrum. Lattice fringe distances were 0.341 nm, 0.305 nm and 0.340 nm, at 

51.65 and 106.01 which was interpreted as the cubic Cu2.86Te2 phase visualized 

along its [01-1] zone axis.  

 

Figure 2. (a) XRD patterns of Bi2Te3-Cu2-xTe nanowires. (b) Representative 

SEM micrographs of Bi2T3-Cu2-xTe nanowires, Bi2Te3. Bi2Te3-Cu2-xTe 

(Bi:Cu=5), Bi2Te3-Cu2-xTe (Bi:Cu=8) and Bi2Te3-Cu2-xTe (Bi:Cu=10), as 

indicated in each image. 



 

Figure 3. (a) Scheme of the process to produce a Bi2Te3-CuxTe pellet from 

Bi2Te3-CuxTe nanowires. (b) XRD patterns of consolidated Bi2Te3-CuxTe pellets 

with different compositions. (c) Top-view and cross-section SEM micrographs 

of a consolidated Bi2Te3-Cu2-xTe pellet.  

HRTEM and power spectrum analysis revealed the presence of small Cu2.86Te2 

crystallites (space group = F4-3M; a=b=c= 6.0320 Å) on the surface of Bi2Te3 

nanowires (Figure 1i). EELS analysis also displayed the presence of Cu and Te 

on such crystallites, further confirming the formation of Bi2Te3-Cu2-xTe 

heterostructures (Figure 1h). 

Cu2-xTe nanoinclusion

Hot press

Bi2Te3-Cu2-xTe (Bi:Cu=5) 

 

 

 
 

Bi2Te3-Cu2-xTe (Bi:Cu=8) 

Bi2Te3-Cu2-xTe (Bi:Cu=10) 

In
te

n
s
it
y
 (

a
.u

.)

Bi2Te3 

Bi2Te3 JCPDS NO. 01-082-0358

2 (degree)

 

20 30 40 50 60

 

b

Heterostructure nanomaterials Consolidated pellet

a



 

Figure 4. SEM image, EDX pattern and composition of Bi2Te3-Cu2-xTe pellets. 

(a) Bi2Te3-Cu2-xTe (Bi:Cu=5), (b) Bi2Te3-Cu2-xTe (Bi:Cu=8) and (c) Bi2Te3-Cu2-

xTe (Bi:Cu=10), respectively. 

Bi2Te3–Cu2-xTe nanowires were purified, dried, annealed and finally used as 

building blocks to produce cylindrical pellets with 10 mm in thickness and 8 mm 

in diameter. The consolidated nanomaterials had relative densities around 86-87% 

(Figure 3a, Table 1).  

XRD patterns of Bi2Te3-Cu2-xTe pellets showed the Bi2Te3 phase to be 

predominant, but the small peak at 2= 26.7 showed the presence of a small 

fraction of a Cu2-xTe phase that I tentatively associate with tetragonal Cu2.8Te2 

(JCPDS 01-085-0606, Figure 3b). The crystallographic transition from a cubic 

to a tetragonal Cu2-xTe phase during annealing and hot press is consistent with 

previous reports and with the complex Cu-Te phase diagram.48, 49 SEM 

characterization of the pellets showed them to maintain a filamentous structure 

denoting a minor sintering of the nanowires (Figure 3c). EDX elemental maps 

of the pellets displayed a homogeneous distribution of the three elements at a 

100 m scale (Figure 4). Quantitatively, the Cu/Bi/Te atomic ratio of the 



Bi:Cu=8 sample was 1/7.9/11.9, and the Te/(Bi+Cu) ratio was 1.34, very close 

to the nominal value (3/2.25 = 1.33). Te/(Bi+Cu) compositions close to the 

nominal were also obtained for the other samples (Figure 4)..  

 

Figure 5. SEM micrograph of a Bi2Te3-Cu2-xTe (Bi:Cu=10) pellet and 

corresponding EDX elemental maps. 

Taking into account the highly anisotropic transport properties of Bi2Te3 and the 

very asymmetric particles used as building blocks to produce the Bi2Te3-Cu2-xTe 

composites, one could expect the pellet to present anisotropic transport 

properties. Thus, we measured the TE properties of the composites along two 

directions: parallel and normal to the pressure axis (Figure 6). Similar results 

were obtained in both directions, which was ascribed to the lack of 

crystallographic texture in the produced nanomaterials. Indeed, SEM 

characterization of the consolidated material showed a random distribution of 

short-range order domains of quasi-aligned nanowires (Figure 3c). The presence 

of randomly oriented domains was further confirmed by XRD, which displayed 

similar relative peak intensities when analysing the samples in two normal 

directions (Figure 7). Owing to this lack of anisotropy in the material transport 

properties, in the following we focus our discussion only on results obtained in 

the direction normal to the pressure axis.  



 

Figure 6. Temperature dependence of TE properties of Bi2Te3-Cu2-xTe (Bi:Cu=8) 

in two directions, perpendicular (red) and parallel (blue) to the pressure axis, as 

marked within the graphs: (a) electric conductivity, σ; (b) Seebeck coefficient, 

S; (c) power factor or S2σ, PF. 

 

Figure 7. XRD pattern and SEM micrographs of consolidated pellets in two 

normal directions, perpendicular and parallel to the pressure axis, as marked 

within the graphs. (a) Bi2Te3 and (b) Bi2Te3-Cu2-xTe (Bi:Cu=8). 

I initially studied the influence of the annealing temperature on the TE properties 

of Bi2Te3-Cu2-xTe composites by analysing samples annealed at 330 C and 450 

C. The materials annealed at higher temperature, 450 C, displayed lower ZT 



values than those annealed at 330 C. We associated this lower performance with 

the higher crystallinity of the samples annealed at the higher temperature, which 

translated into lower S and higher values (Figure 8). Therefore, the following 

discussion is focused on the properties of materials annealed at 330 C.   

 

Figure 8. Temperature dependence of TE properties of Bi2Te3-Cu2-xTe (Bi:Cu=8) 

sample annealed at 330 °C (solid symbols) and 450 °C (open symbols) 

respectively: (a) electric conductivity, σ; (b) Seebeck coefficient, S; (c) power 

factor or S2σ, PF; (d) total thermal conductivity, κtotal; (e) lattice thermal 

conductivity; (f) TE figure of merit, ZT. 

Figure 10 displays the TE properties in the plane normal to the pressure axis of 

pellets produced from Bi2Te3 and Bi2Te3-Cu2-xTe nanowires annealed at 330 C. 

Bare Bi2Te3 displayed electrical conductivities on the order of 104 S m-1. This 

material presented a relatively high charge carrier concentrations, close to  1019 

cm-3 (Figure 9), which was related with a high density of TeBi antisite donors.36 

Its relatively low electrical conductivity compared with highly crystalline 

materials is associated to the porosity and large density of grain boundaries, 

which resulted in a relatively low mobility, 20 cm2 V-1 s-1.  



 

Figure 9. (a) Ambient temperature Hall charge carrier concentration and (b) 

carrier mobility as the function of the pellet composition. (c) Temperature 

dependence of the Hall charger carrier concentration and (d) carrier mobility for 

Bi2Te3 and Bi2Te3-Cu2-xTe (Bi:Cu = 10). (e) Effective mass calculated using a 

SPB model at room temperature and 450 K as a function of the pellet 

composition. (f) |S| vs. n for the different samples at 300 K (solid symbols) and 

450 K (open symbols). The composition corresponding to each point (Bi2Te3 or 

the Bi:Cu ratio in Bi2Te3-Cu2-xTe) is specified for each point. Solid s Lines show 

the theoretical |S| vs. n dependence considering a SPB model obtained using the 

m* of bare Bi2Te3 at 300 K (black line) and 450 K (purple line). 

Table 1. Density of hot pressed Bi2Te3 and Bi2Te3-Cu2-xTe samples. 
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With the introduction of moderate amounts of Cu, a decrease in σ at room 

temperature was observed, consistent with a lower Hall charge carrier 

concentration and a slight decrease of mobility. This decrease of the carrier 

concentration was related to the removal of Te from the Bi2Te3 nanowires to 

form Cu2-xTe domains, reducing the concentration of n-type electroactive TeBi 

defects. At higher Cu content, Bi:Cu=5, the electrical conductivity and charge 

carrier concentration increased with respect to that of bare Bi2Te3. We related 

this increase to a further depletion of Te from Bi2Te3, creating donor Te 

vacancies VTe. Additionally, Cu2-xTe domains could contribute to increase the 

charge carrier concentration through spillover of electrons to Bi2Te3, according 

to the lower work function of Cu2.8Te2 (4.7 eV) compared with the Bi2Te3 one 

(5.3 eV).50, 51  

This injection of charge carriers compensates for the decrease in mobility with 

the introduction of large amounts of Cu (Figure 9). The Seebeck coefficient of 

Bi2Te3 nanomaterials and Bi2Te3-Cu2-xTe nanocomposites was negative in all the 

temperature range explored. Compared with Bi2Te3, nanocomposites containing 

relatively small amounts of Cu2-xTe displayed higher Seebeck coefficients, 

which was consistent with their lower charge carrier concentration. On the other 

hand, samples containing larger amounts of Cu, Bi:Cu = 5, exhibited lower S 

values, also consistently with their higher carrier concentration.  

For most of the samples, the Seebeck coefficient increased with temperature up 

to ca. 450 K and then decreased at higher temperatures. In contrast to previous 

works,39 the introduction of Cu barely influenced the temperature of the 

Table S1. Density of hot pressed Bi2Te3 and Bi2Te3-Cu2-xTe samples. 

Sample Density (g/cm3) Relative Density 

Bi2Te3 6.63 86.1% 

Bi2Te3-Cu2-xTe (Bi:Cu =10 ) 6.59 86.7% 

Bi2Te3-Cu2-xTe (Bi:Cu =8 ) 6.54 87.2% 

Bi2Te3-Cu2-xTe (Bi:Cu =5 ) 6.44 87.0% 

 



maximum Seebeck coefficient, which depends on the concentration of extrinsic 

carriers and the source of thermally-generated charge carriers that are 

responsible for the bipolar effect. We associated this experimental evidence with 

a moderate relative change of the concentration of free electrons with the 

introduction of Cu. 

 

Figure 10. Thermoelectric properties of Bi2Te3 and Bi2Te3-Cu2-xTe pellets: (a) 

electric conductivity, σ; (b) Seebeck coefficient, S; (c) power factor or S2σ, PF; 

(d) total thermal conductivity, κtotal; (e) lattice thermal conductivity, κL; and (f) 

TE figure of merit, ZT. 

Compared with bare Bi2Te3, all Bi2Te3-Cu2-xTe nanocomposites displayed 

stronger increase of electrical conductivity with temperature. In the high 

temperature range tested, the electrical conductivity of all nanocomposites was 

similar or higher than that of bare Bi2Te3, in spite of the higher density of 

scattering centres of the former. This stronger dependence of electrical 

conductivity with temperature was associated with a larger influence of electron 

energy barriers on the charge transport within nanocomposites. 



 

Figure 11. Temperature dependence of (a) Lorentz number (L) and (b) electronic 

thermal conductivity (κe) of Bi2Te3 and Bi2Te3-Cu2-xTe pellets. 

 

Figure 12. Lattice thermal conductivity before (felt) and after (right) porosity 

correction and including the Cahill limit estimated for pure Bi2Te3 at ambient 

temperature (0.31 Wm-1 K-1).1  

 

Figure 13. Calculated spectral lattice conductivity at 600 K (a) and thermal 
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lattice conductivity (b) for a sample of Bi2Te3-Cu2-xTe (Bi:Cu =10 ). The 

calculated values are in accordance with our measurements for pristine Bi2Te3 

(red curves, when nanoinclusions are not considered) and for Bi2Te3-Cu2-xTe 

(black curves). The higher values of calculated thermal conductivities with 

respect to the measured ones are an effect of the high porosity of the samples. 

 Taking into account the higher charge carrier scattering in composites compared 

with bare Bi2Te3, to explain their high electrical conductivities in the high 

temperature range, one needs to assume an increase of the concentration of 

electrons participating in the charge transport. Besides thermal generation in 

Bi2Te3, which should be similar for all materials, this higher concentration of 

free carriers need to be provided by spillover from Cu2-xTe domains. This strong 

enhancement of the electrical conductivity with temperature did not come with 

the expected decrease of the Seebeck coefficient. Thus, in the high temperature 

range, the power factors of all nanocomposites were significantly larger than 

those of bare Bi2Te3 (Figure 10c). We hypothesise that these higher power 

factors are associated with an energy filtering of charge carrier at the energy 

barriers introduced by the Bi2Te3/Cu2-xTe heterojunctions. 

In order to better understand the transport properties dependence with 

temperature, charger carrier concentrations and mobilities were measured as a 

function of temperature for samples Bi2Te3 and Bi2Te3-Cu2-xTe (Bi:Cu = 10). As 

shown in Figure 9c, the charge carrier concentration of the Bi2Te3 sample 

monotonously increase with temperature in all the range tested. On the other 

hand, the Bi2Te3-Cu2-xTe (Bi:Cu = 10) displayed a higher rate of activation of 

charge carriers, particularly at temperatures above 350 K. We associate this 

activation with the injection of electrons from Cu2-xTe to Bi2Te3. This different 

rate of activation of charge carriers resulted in Bi2Te3-Cu2-xTe composites having 

higher charge carrier concentrations in the high temperature range than bare 

Bi2Te3. Surprisingly, this large increase of the charge carrier concentration on 

nanocomposites was not correlated with a similar decrease of the absolute value 

of the Seebeck coefficient. Besides, the charge carrier mobility monotonously 



decreased for both materials with temperature, being the mobility of the 

composite lower than that of bare Bi2Te3-Cu2-xTe at all temperatures.  

When calculating the effective mass of Bi2Te3 and Bi2Te3-Cu2-xTe composites 

using a single parabolic band (SPB) model (Figure 9e), we observe all 

composites to have slightly higher apparent effective masses at 300 K. This 

apparent effective mass strongly increases at 450 K, becoming close to a twofold 

higher than that of Bi2Te3. Figure 9f displays a plot of the absolute vale of the 

Seebeck coefficient as a function of the charge carrier concentration. Lines 

displaying the theoretical dependence (SPB model) of /S/ as a function of n for 

the calculated effective masses of Bi2Te3 at 300 K and 450 K are also plotted as 

a reference. Notice how at 450 K, the presence of Cu2-xTe results in Seebeck 

coefficients up to 50 % larger than those predicted for bare Bi2Te3 with the same 

charger carrier concentration. 

The large differential electron affinity of Cu2-xTe and Bi2Te3, and the small size 

of the Cu2-xTe crystal domains inevitably lead to a spillover of electrons from the 

valence band of Cu2-xTe to the conduction band of Bi2Te3 and the consequent 

pinning of the Cu2-xTe Fermi level within its valence band (Figure 14a). 

Simultaneously, within the Bi2Te3 nanowires, a downward bending of the 

electron energy bands around the Cu2-xTe domains is expected (Figure 14b,c). 

Thus, electrons injected from Cu2-xTe accumulate in potential wells within the 

Bi2Te3 nanowire. When increasing temperature, higher amounts of electrons are 

injected from Cu2-xTe to Bi2Te3, and electrons in the Bi2Te3 potential wells have 

more energy to overcome the barriers and freely move through the Bi2Te3 

domains. These two phenomena explain the strong increase of the electrical 

conductivity with temperature in nanocomposites. Besides, electrons travelling 

through the Bi2Te3 crystal domains encounter abundant energy wells able to trap 

low energy charge carriers. This mechanism of filtering of charge carriers as a 

function of their energy may be responsible for the significantly higher Seebeck 

coefficients measured in nanocomposites compared with bare Bi2Te3.   

As expected, all Bi2Te3-Cu2-xTe nanocomposites exhibited significantly lower 



thermal conductivities than pure Bi2Te3 due to enhanced phonon scattering at 

extensive interphases (Figure 10d,e). The lowest thermal conductivities were 

obtained from the sample containing the smallest amount of Cu, Bi:Cu = 10, 

because the electronic contribution to the thermal conductivity increased with 

the Cu2-xTe content (Figure 11). Figure 13 displays the lattice thermal 

conductivity obtained with the phonon relaxation time based on the Debye-

Callaway model considering the effect of grain boundaries and the presence of 

Cu2-xTe nanodomains (see SI for details). Compared to the calculations, 

experimental data showed a slightly lower effect of the incorporation of Cu2-xTe 

nanodomains on the lattice thermal conductivity, especially at low temperature. 

This discrepancy could be in part explained by the overestimation of this 

parameter in nanomaterials when calculated by extracting the electronic 

contribution, as recently reported by Snyder et al.52. This overestimation of the 

lattice thermal conductivity, especially in the lower temperature range, also hides 

the bipolar contribution to the thermal conductivity, which is only evident for the 

Bi2Te3 sample in the form of an increase of the calculated lattice thermal 

conductivity at temperature above 450 K. Notice finally that the low thermal 

conductivities obtained for Bi2Te3 and Bi2Te3-Cu2-xTe are in part related to the 

relatively high porosity of the produced materials, with densities of around 86-

87% (see SI for an estimation of the porosity contribution to the lattice thermal 

conductivity and a comparison with the Cahill limit, Figure 12) 

Figure 10f displays the TE figure of merit obtained from Bi2Te3 and Bi2Te3-Cu2-

xTe samples. For pure Bi2Te3, a maximum ZT value of 0.48 was achieved at 460 

K, which is a notable value for pure Bi3Te3. At higher temperatures, ZT severely 

decreased due to the bipolar contribution. On the other hand, Bi2Te3-Cu2-xTe 

composites displayed significantly larger ZT values, up to 0.74 at 576 K for 

Bi:Cu = 10. 



 

Figure 14. (a) Electron energy band alignment in a heterojunction between a 

small Cu2-xTe crystal and a larger Bi2Te3 domain. (b) Cartoon of the charge 

distribution within a Bi2Te3 nanowire having two Cu2-xTe domains on its surface. 

(c) Qualitative electron energy band diagram of the same Bi2Te3 nanowire 

having two Cu2-xTe domains on its surface. 

4.5 Conclusions 

In conclusion, we reported a solution-based protocol to synthesize Bi2Te3-Cu2-

xTe heterostructured nanowires that were used to produced Bi2Te3-Cu2-xTe 

nanocomposites with relative densities close to 90%. We observed the presence 

of Cu2-xTe to result in an increase of the TE figure of merit of up to a 50 %. The 

higher ZT values measured in Bi2Te3-Cu2-xTe nanocomposites compared with 

bare Bi2Te3 were attributed to a combination of several features: i) the large 

electrical conductivities measured in the nanocomposites at high temperature, 

mainly associated to the spillover of charge carrier from Cu2-xTe domains to the 

Bi2Te3 matrix; ii) the enhanced Seebeck coefficients without sacrificing 

electrical conductivity in the high temperature range associated with the energy-

filtering of  charge carriers at potential barriers introduced with the formation of 

the Bi2Te3/Cu2-xTe heterojunctions; and iii) the enhanced phonon scattering at 

the interphase of two different materials, which notably reduced the thermal 



conductivity. 
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Chapter 5 Influence of copper telluride 

nanodomains on the transport properties of n-

type bismuth telluride 

 

5.1 Abstract 

Bi2Te3 is the most used TE material, but its high processing cost, poor 

mechanical properties and moderate performance limit the cost-effectiveness of 

TE devices. In the present work, I detail a simple, low temperature and solution-

based approach to produce Bi2Te3-Cu2-xTe NCs with controlled composition. 

Our strategy is based on combining proper ratios of colloidal NPs and to 

consolidate the resulting NP mixture by hot-press. The transport properties of 

the NCs are then characterized and compared with those of a bare Bi2Te3 

nanomaterial obtained following the same protocol. On the contrary to most 

previously reported NCs, the presence of Cu2-xTe nanodomains does not lead to 

a significant reduction of the lattice thermal conductivity of the reference Bi2Te3, 

which is already very low here, but it results in a nearly threefold increase of its 

power factor. Cu2-xTe nanostructures, with a relatively low electron affinity, are 

able to inject electrons into Bi2Te3, enhancing in this way its electrical 

conductivity. Additionally, the presence of Cu2-xTe results in a strong increase 



of the Seebeck coefficient. This increase is related to the energy filtering of 

charge carriers at energy barriers within Bi2Te3 domains created by the 

accumulation of electrons in the regions nearby Cu2-xTe/Bi2Te3 heterojunctions. 

Overall, a significant improvement of figure of merit, up to a 250%, is obtained 

with the incorporation of a proper amount of Cu2-xTe NPs. 

5.2 Introduction 

TE devices, able to convert temperature gradients into electricity and vice versa, 

have a plethora of potential applications, especially around ambient temperature. 

However, their use is currently limited by their moderate cost-effectiveness. The 

efficiency of TE devices is determined by three interdependent material 

parameters that are combined in a dimensionless figure of merit ZT=σS2Tκ−1.1-4 

On the other hand, the high cost of current TE devices is related to the large 

amount of highly crystalline Bi-Sb-Te-Se alloys used in available commercial 

devices, which are optimized toward cooling applications. The amount of TE 

material could be strongly reduced when optimizing devices to harvest small 

temperature gradients. Besides, high crystallinity materials are not only 

unnecessary but even detrimental to the device performance as they have 

associated higher thermal conductivities and poorer mechanical properties than 

their polycrystalline counterparts, especially when relying on layered materials 

such as Bi2Te3.    

Bottom-up strategies based on solution-processed building blocks offer a 

solution in both directions. Properly designed and engineered NCs allow to 

partially decouple TE properties, adjusting the charge carrier concentration 

without major reduction of the mobility by modulation doping, increasing the 

Seebeck coefficient through energy filtering and quantum confinement, and 

reducing thermal conductivity through extensive phonon scattering.4-20 At the 

same time, because bottom-up approaches do not require the large scale 

organization of atoms into macroscopic crystal domains, the energy usage, 

processing time and overall cost can be strongly reduced. As a bonus advantage, 

beyond providing improved TE properties at a potentially lower cost, 



nanomaterials allow improving mechanical performances, especially for layered 

materials, which are particularly fragile toward fracture along van der Waals 

planes. 

In the last decade, several strategies have been developed to improve the TE 

properties of Bi2Te3-based alloys.12, 21-33 One successful approach to increase the 

power factor (σS2) while at the same time reducing thermal conductivity has been 

the incorporation of doping elements, such as Cu. Besides promoting phonon 

scattering, the incorporation of Cu has usually associated an increase in the 

charge carrier concentration that results in a large increase of electrical 

conductivity and a moderate decrease of the Seebeck coefficient, overall 

translating into higher power factors and figures of merit.34-42 Cu ions 

electronically dope Bi2Te3 in different ways, depending on the conductivity type 

of the Bi2Te3-based alloy and the Cu concentration and location. When Cu+ ions 

intercalate at the van der Waals gap between Bi2Te3 layers, they act as donors.34, 

36 Cu+ ions substituting Bi act as acceptors.34, 41 Besides, the presence of Cu may 

modify the concentration of electroactive defects within Bi2Te3-based alloys, 

altering the amount of Te vacancies and Bi and Te antisites, for instance.42 On 

the other hand, amounts of Cu above the solubility limit lead to the segregation 

of Cu2-xTe phases. This segregation reduces the amount of Te within the alloy 

and consequently increases the amount of Te vacancies and/or reduces the 

concentration of Te antisites, both acting as electron donors.34, 41-42 Additionally, 

the presence of Cu2-xTe domains within the Bi2Te3 matrix can electronic affect 

the material in ways that remain largely unexplored. Cu2-xTe is generally 

characterized by a relatively low work function43 and a degenerated p-type 

conductivity associated to its Cu deficiency.11, 44-47 Thus, in Bi2Te3/Cu2-xTe 

heterostructures Cu2-xTe is most probably able to inject charge carriers to the 

Bi2Te3 while at the same time strongly modifying its electron energy band 

structure at the interphase.  

In this work, I produce Bi2Te3-Cu2-xTe NCs with controlled phase ratio by 

mixing proper amounts of Bi2Te3 and Cu2-xTe colloidal NPs. I characterize their 



structural and chemical properties and discuss their TE performance taking into 

account the heterojunctions formed between the two materials.  

5.3 Experimental section 

Chemicals and solvents: OAm (technical grade 70%), oleic acid (OAc, technical 

grade 90%), bismuth(III) chloride (BiCl3, ≥ 98%), copper(II) acetate 

monohydrate (Cu(AC)2, (CH3COO)2Cu·H2O, ≥ 98%), tellurium dioxide (TeO2, 

≥99%), potassium hydroxide (KOH, ≥ 98%), hydrazine monohydrate 

(NH2NH2H2O, 64~65%) and polyvinylpyrrolidone (PVP, (C6H9NO)n, average 

molecular weight ~55,000) were purchased from Sigma Aldrich. Tri-n-

octylphosphine (TOP, 97%) was purchased from Strem. Ethylene glycol (EG, 

HOCH2CH2OH, 99%) was purchased from Fisher. Analytical grade ethanol, 

isopropanol and acetone were obtained from various sources. All chemicals were 

used as received without further purification. Syntheses were carried out using a 

standard vacuum/dry argon Schlenk line. 

Synthesis of bismuth telluride nanowires: Bi2Te3 nanowires were synthesized 

following a previously reported protocol.48 In a typical synthesis, a mixture of 

5.6 mmol of TeO2, 56 mL of EG, 37 mmol of KOH and 1.5 g of PVP were added 

into a three neck flask and heated to 140 °C to completely dissolve them. 

Afterwards, 0.87 mL hydrazine monohydrate was injected to reduce the Te and 

the solution was maintained at 140 °C for 1 h. Then temperature was raises to 

160 °C and a hot solution of BiCl3/EG was injected into the flask. The hot 

BiCl3/EG solution was prepared by adding 3.6 mmol BiCl3 into 15 mL EG in a 

glass vial that was heated to 100−120 °C before injection. The BiCl3 solution 

was allowed to react with the tellurium nanowires for 1 h at 160 °C. After that, 

the mixture was cooled down naturally to room temperature. The products were 

firstly purified by adding acetone and centrifuging. Then ethanol was used as 

solvent to disperse the particles and acetone was used as antisolvent to precipitate 

them. In the next step, deionized water was introduced to dissolve remaining 

impurities and products were precipitated by slow centrifugation. This procedure 

was repeated twice. In the last step, particles were dispersed in ethanol and 



precipitated with acetone. The final products were dried under vacuum and 

stored in an Ar-filled glovebox until posterior use.  

Synthesis of copper telluride NPs: TOPTe was prepared in an argon filled 

glovebox one week before synthesis: 6.38 g tellurium powder (0.05 mol) was 

dissolved in 100 mL TOP to form the 0.5 M tellurium precursor solution (TOPTe) 

which had a clear yellow color. In a typical synthesis of Cu2-xTe colloidal NPs, 

0.3 mmol of Cu(AC)2 was mixed with 6 ml of OAm in a 25 mL three-neck flask. 

The mixture was kept under vacuum for 20 min at room temperature and then 

heated to 120 ºC for 60 min under vacuum in order to obtain a clear solution and 

remove low boiling point impurities. Then the temperature was increased to 220 

ºC under Ar. After ~10 min, the initial bright yellow solution became light clear 

brown. At this point, 1.5 mL of the 0.5 M TOPTe was injected into this brown 

solution, which immediately changed color, to deep green. Upon injection, the 

temperature of the reaction mixture dropped to ~210 ºC. Temperature was 

allowed to recover to 220 ºC and maintained at this point for 1 h. Afterward, the 

colloidal solution was rapidly cooled to room temperature with a water bath at 

an initial approximate rate of ~80 ºC/min. During the cooling down process, 

when the solution reached ~70 ºC, 2 mL of OAc were added to replace the 

weakly bound OAm molecules. Finally, 5 mL of chloroform were added to the 

crude solution and the mixture was sonicated for several minutes. The final deep 

green product was precipitated by centrifugation at 8000 rpm for 5 min. Then it 

was redispersed in chloroform and precipitated one more time by centrifugation 

in the presence of isopropanol. Finally, Cu2-xTe NPs were re-dispersed in 

chloroform and kept in an Ar-filled glovebox until their posterior use. 

Nanomaterial consolidation: Dried Bi2Te3 and Cu2-xTe NPs were mixed at the 

proper ratio in solution. The mixture was sonicated for 1 h to obtain a 

homogeneous dispersion. Then the NPs were dried out from the solvent. The 

obtained nanopowder was introduced inside a tube furnace and annealed at 

450 °C for 1 h under an Ar flow. The annealed material was loaded into a 

graphite die and uniaxially hot-pressed into cylinders (Ø 10 mm×10 mm) using 



a custom-made hot-press. This process was carried out within an argon-filled 

glove box. The hot press temperature was set at 290 ºC and pressure was 

increased up to 50 MPa for 5 min. Relative densities of the consolidated pellets 

were measured by the Archimedes’ method. From these cylinders, rectangular 

bars of about 6 × 6 × 1 mm3 were cut in two normal directions, along and normal 

to the pressure axis. 

Structural and chemical characterization: The morphology and size of the NPs 

were characterized by TEM using a ZEISS LIBRA 120, operating at 120 kV, 

and field-emission SEM on an Auriga Zeiss operated at 5.0 kV. XRD (2θ angle: 

20° to 80°; scanning rate: 2°/min) analyses were carried out on a Bruker AXS 

D8 ADVANCE X-ray diffractometer with Cu–Kα radiation (λ = 1.5406 Å). 

Chemical composition and crystallographic structure were analyzed by high-

resolution TEM and EELS using a Tecnai F20 field-emission gun microscope at 

200 keV embedded with a Gatan QUANTUM image filter. Additionally, the NPs 

composition was analyzed using an Oxford energy EDX combined with a Zeiss 

Auriga SEM at 20.0 kV.  

TE property measurement: Electrical resistivity data was obtained using a 

standard four-probe method. Seebeck coefficients were determined using a static 

DC method. Electrical resistivity and Seebeck coefficients were measured 

simultaneously in a LSR-3 LINSEIS system under helium atmosphere, in the 

temperature range between room temperature and 573 K. 3 measurements were 

taken at each temperature in each temperature cycle. Considering the system 

accuracy and the measurement precision, an error of ca. 5 % in the measurement 

of the electrical conductivity and Seebeck coefficients was estimated. The 

thermal conductivity was calculated according to κ = λCpρ. Cp was calculated 

from empirical formulas by the Dulong–Petit limit (3R law), and the density (ρ) 

values used here were measured using the Archimedes’ method. Room 

temperature all charge carrier concentrations (nH) and mobilities (μH) at room 

temperature (300 K) were obtained from the Van der Pauw method using a 

magnetic field of 1 T (ezHEMS, NanoMagnetics). Values provided correspond 



to the average of 7 measurements, from which an error of ca. 10% was estimated. 

5.4 Result and discussion 

Bi2Te3 NPs were prepared using a two-step process following a previously 

reported protocol (see detail in experimental section).48 The obtained NPs 

displayed a uniform nanowire geometry with a narrow distribution of diameters 

(30±10 nm) and lengths (600 ± 80 nm) as observed by transmission electron 

microscopy (Figure 1a, b). X-ray diffraction (XRD) analysis showed the Bi2Te3 

particles to be highly crystalline with the Bi2Te3 rhombohedral phase (JCPDS 

NO. 01-082-0358, Figure 1d). High-resolution TEM characterization confirmed 

the Bi2Te3 rhombohedral phase (space group = R-3M) with a=b= 4.2999 Å and 

c= 30.5975 Å. EELS elemental composition maps revealed the homogeneous 

composition of the nanowires (Figure 1c). 

Cu2-xTe nanocrystals were prepared by reacting a solution containing Cu(Ac)2 

with TOPTe at 220 ºC in OAm (see experimental section). Figure 1e shows 

representative TEM of the as-synthesized Cu2-xTe NPs which displayed a 

cubic/rectangular morphology with a relatively narrow size distribution. The 

NPs displayed a complex XRD pattern that did not perfectly match any identified 

pure phase of copper telluride, consistently with previous reports.29,30 HRTEM 

characterization allowed to tentatively assign the crystal structure of the NPs to 

a Cu1.81Te trigonal phase (space group = P3M1) with a=b=8.3700 Å, c=21.6000 

Å (Figure 1g). EELS elemental composition maps showed a homogeneous 

distribution of the two elements within the Cu2-xTe NPs (Figure 1f).  



 

Figure 1. (a) Representative HAADF-STEM and bright field TEM micrographs 

of Bi2Te3 nanowires. (b) HRTEM micrograph, detail of the orange squared 

region and its corresponding power spectrum. (c) STEM micrograph and EELS 

chemical composition maps obtained from the red squared area in the STEM 

micrograph. Bi N6,7-edge at 157 eV (red), Te M4,5-edge at 572 eV (green). (d) 

Powder XRD pattern of as-synthesized Bi2Te3 and Cu2-xTe NPs and of a 

consolidated Bi2Te3-Cu2-xTe NC. (e) Representative TEM images of Cu2-xTe 

nanocubes. (f) STEM micrograph and EELS chemical composition maps 

obtained from the red squared area in the STEM micrograph. Cu L2,3-edges at 

931 eV (red), Te M4,5-edge at 572 eV (green). (g) HRTEM micrograph, detail of 

the orange squared region and its corresponding power spectrum. Cu2-xTe lattice 

fringe distances were 0.735 nm, 0.521 nm and 0.733 nm, at 44.21º and 88.65º 

which was interpreted as the Cu1.81Te trigonal phase, visualized along its [100] 

zone axis. 
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Figure 2. XRD pattern of as-prepared Bi2Te3-Cu2-xTe NCs. Red arrow indicates 

the position of main peak from Cu2-xTe at 2θ=26.7˚.  

Colloidal Bi2Te3 nanowires and Cu2-xTe nanocrystals were mixed at the proper 

molar ratio (0<Bi/Cu<0.5) in solution (Figure 3a). SEM  characterization of the 

dried mixture revealed a homogeneous dispersion of the two types of particles 

(Figure 3b). After solvent evaporation, the obtained Bi2Te3-Cu2-xTe nanopowder 

was annealed at 450 °C to remove organic residues. After this process, particles 

maintained their initial geometry and both phases remained homogeneously 

dispersed (Figure 3c). Afterwards, the annealed powder was loaded inside a 

graphite die and hot-pressed into cylindrical pellets with relative densities in the 

range 85-89 % (Table 1). XRD patterns of the Bi2Te3-Cu2-xTe pellets showed the 

main peaks of the Bi2Te3 phase and a smaller XRD peak at 2 = 26.7º that was 

assigned to the same Cu2-xTe phase observed from the Cu2-xTe NPs (Figure 1e, 

5). SEM characterization showed the consolidated pellet to conserve the 

presence of elongated structures resembling the Bi2Te3 nanowires, with no 

obvious grain growth after hot pressing (Figure 6). 

EDX analysis of the Bi/Cu=8 composite showed a Cu/Bi/Te molar ratio around 

1/7.6/11.4, and consequently a Te/(Bi+Cu) molar ratio close to the 



stoichiometric value of 3/2. Similar Te/(Bi+Cu) ratios were obtained for 

Bi:Cu=5 and Bi:Cu=10 samples (Figure 4). Additionally, EDX compositional 

maps showed a homogeneous distribution of the three elements at the 100 m 

scale. 

 

Figure 3. (a) Schematic illustration of the preparation of the of Bi2Te3-Cu2-xTe 

NCs. (b) Representative SEM images of the dried mixture of Cu2-xTe and Bi2Te3 

NPs. (c) Representative SEM images of annealed Bi2Te3-Cu2-xTe nanopowders 

with different phase ratios, scale bar = 200 nm. (d) Schematic illustration of 

sample drying and cross section SEM image of consolidated pellet.  

The TE properties of NCs were measured in two directions, parallel and normal 

to the pressure axis (Figure 6). In spite of the highly anisotropic structure of 

Bi2Te3, similar transport properties were obtained in both directions, which I 

associated to the random orientation of the small crystallites within the NC, i.e. 

to the lack of crystallographic texture within the nanomaterials. Thus, in the 

following I discuss in detail only the results obtained in the direction normal to 

the pressure axis. 



 

Figure 4. EDX pattern and composition analysis of Bi2Te3 and Bi2Te3-Cu2-xTe 

composites (Bi:Cu=3, 5, 8, 10), respectively. 

Figure 7 shows the TE properties of a series Bi2Te3-Cu2-xTe NCs obtained by 

combining different amounts of Bi2Te3 and Cu2-xTe (Bi/Cu=5, 8 and 10). Data 

for a bare Bi2Te3 nanomaterial obtained by annealing and hot pressing just Bi2Te3 

nanowires was also plotted as a reference. 

Bi2Te3 showed moderate electrical conductivities, which slightly increased with 

temperature from 17,800 S/m to 30,300 S/m (Figure 7a). The incorporation of 

Cu2-xTe resulted in a decrease of both electrical conductivity and Seebeck 

coefficient at ambient temperature (Figure 7a,b), which translated in lower 

power factors (Figure 7c). Hall measurements showed the charge carrier 

concentration at ambient temperature to increase with the presence of Cu2-xTe 

(Figure 7c), which I associated with the spillover of charges carriers from the 

Cu2-xTe phase to the Bi2Te3 matrix, in line with the much lower electronic 

affinity of the former.31,32 The charge carrier mobility decreased with the 

presence of Cu2-xTe, consistently with a higher scattering of charge carriers due 

to the presence of a second phase. Thus the lower electrical conductivity 

measured at ambient temperature in Bi2Te3-Cu2-xTe NCs compared with bare 

Bi2Te3 was associated to the lower electron mobilities of the former. On the other 

hand, the lower Seebeck coefficients measured at ambient temperature were 

consistent with the higher charge carrier concentrations measured in the NCs, as 
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observed with a Pisarenko plot using a single parabolic band model and an 

effective mass m*=0.30 m0 (Figure 8). 

 

Figure 5. (a) XRD pattern of consolidated Bi2T3-Cu2-xTe pellets with different 

modulation compositions. (b) SEM micrograph of Bi2T3-Cu2-xTe (Bi:Cu=8) 

pellet and corresponding EDX mapping analysis of Bi (purple), Te (yellow) and 

Cu (cyan), respectively. 

All NCs were characterized by much stronger dependences of the electrical 

conductivities and Seebeck coefficients with temperature, when compared with 

bare Bi2Te3. This strong dependence on temperature was ascribed to the 

important role played by energy barriers on the transport of charge within NCs, 

i.e. charge carriers strongly relied on an activation energy to move along the NCs. 

The activation energy was estimated at 130 meV from a linear fitting of Ln(σT1/2) 

with (kT)-1. As temperature increased, the electrical conductivity of NCs 

increased up to values two to threefold higher than those of bare Bi2Te3. The 

Seebeck coefficient showed a parallel evolution but only up to 460 K, because 

at higher temperatures bipolar effects became dominant. Surprisingly, in spite of 

the larger charge carrier concentrations measured in NCs and associated to the 

electron spillover from Cu2-xTe to Bi2Te3, much higher Seebeck coefficients 

were measured for Bi2Te3-Cu2-xTe NCs compared with bare Bi2Te3 at 

temperatures above 350 ºC. I associate these larger S values to an energy related 

differential scattering of charge carriers at energy barriers within the NC, i.e. to 
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Figure 6. SEM micrographs of (a) Bi2Te3 and (b) Bi2T3-Cu2-xTe (Bi:Cu=8) 

consolidated pellets in two perpendicular directions as marked in with the insert 

graphs. 
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Figure 7. Temperature dependence of TE properties of Bi2Te3-Cu2-xTe pellets: 

(a) electric conductivity, σ; (b) Seebeck coefficient, S; (c) power factor or S2σ; 

(d) room temperature charger carrier concentration and mobility; (e) total 

thermal conductivity, κtotal; (f) TE figure of merit, ZT. 

I believe that owing to the large difference in electron affinity between Cu2-xTe 

and Bi2Te3, when nanodomains of the two materials are combined, Cu2-xTe 

injects electrons to Bi2Te3, modifying the electron energy band structure of both 

materials. The Bi2Te3 region nearby the heterojunction becomes flooded with 

electrons and its electron energy bands suffer an important downward bending 

(Figure 10). Thus injected electrons need to overcome an energy barrier to freely 

move around the material. At the same time, free but low energy electrons within 

Bi2Te3 might become trapped in these potential wells (Figure 10). Thus within 
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Bi2Te3-Cu2-xTe, free electrons with higher energies are characterized by higher 

mobilities than lower energy electrons, which results in higher Seebeck 

coefficients. This enhancement of the Seebeck coefficient associated with the 

presence of Bi2Te3/Cu2-xTe heterojunctions competes with the decrease of the 

Seebeck coefficient due to the higher charge carrier concentration. These two 

competing effects resulted in a non-monotonous dependence of the maximum 

Seebeck coefficient with the amount of Cu2-xTe introduced. Seebeck coefficients 

of Bi2Te3-Cu2-xTe NC reached the highest value for the Bi/Cu=8 sample at 460 

K, -170 µV/K. In all Bi2Te3-Cu2-xTe NCs, at moderate tempratures, the 

concomitant increase of electrical conductivity and Seebeck coefficient when 

compared with bare Bi2Te3 resulted in a significant increase of the power factor, 

up to 1.32 at 554 K. 

 
Figure 8. Experimental data and theoretical Seebeck values as a function of 

carrier concentration calculated by single parabolic band model.  

 

Notice that on the contrary to previous reports,40 the temperature of the 

maximum Seebeck coefficient remained unaltered with the Cu2-xTe introduction. 



This experimental result points toward a moderate contribution of the amount of 

injected charge carriers to the total electron concentration at the temperature at 

which the free electron concentration is matched by the thermal generated 

carriers.  

 

Figure 9. Temperature dependence of TE properties of Bi2T3-Cu2-xTe (Bi:Cu=8) 

in both directions: (a) electric conductivity, σ; (b) Seebeck coefficient, S; (c) 

power factor or S2σ, PF; (d) total thermal conductivity, κtotal; (e) lattice thermal 

conductivity, κL; (f) TE figure of merit, ZT. 

Table 1. Density of hot pressed Bi2Te3-Cu2-xTe pellet samples. 

  

On the other hand, the thermal conductivities of all the nanomaterials tested here 

Samle Density (g/cm3) Relative Density

Bi2Te3 6.57 85.3%

Bi2Te3-CuTe (Bi:Cu=10) 6.52 85.7%

Bi2Te3-CuTe (Bi:Cu=8) 6.64 88.5%

Bi2Te3-CuTe (Bi:Cu=5) 6.49 87.7%



were very low when compared with that of highly crystalline Bi2Te3. However, 

the thermal conductivities of Bi2Te3-Cu2-xTe NCs were not significantly lower 

than those of the Bi2Te3 nanomaterial because the decrease of the lattice thermal 

conductivity associated with an enhanced phonon scattering in the composite 

was compensated by an increase of the electronic contribution (Figure 3e). 

Figure 3f displays the figure of merit obtained from Bi2Te3-Cu2-xTe NCs and the 

bare Bi2Te3 nanomaterial. For Bi2Te3, a maximum ZT = 0.38 was achieved at 

560 K, which is a notable value for bare Bi2Te3. As for Bi2Te3-Cu2-xTe NCs, the 

largest ZT value was obtained from the Bi/Cu=8 sample, reaching a ZT = 0.94 

at 576 K. The highly improved figures of merit ZT from Bi2Te3-Cu2-xTe NCs 

was associated to two factors: (1) An effective electron spillover from Cu2-xTe 

nanoinclusions to Bi2Te3 matrix to improve electrical conductivity; and (2) the 

energy filtering of charge carriers at energy wells introduced within Bi2Te3 by 

the nearby presence of a Cu2-xTe domain, and which significantly enhanced the 

Seebeck coefficient. 

 

Figure 10. (a) Electron energy band diagram at a heterojunction between Cu2-

xTe and Bi2Te3. (b) Charge distribution within a Bi2Te3 nanowire in contact with 

a Cu2-xTe cubic NP. (c) Electron energy band diagram of the same Bi2Te3 
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nanowire having a Cu2-xTe NP on its surface. 

 

5.5 Conclusions 

In summary, I detailed a simple bottom-up procedure to produce Bi2Te3-Cu2-xTe 

NCs with adjusted composition from combining proper ratios of solution 

processed Bi2Te3 and Cu2-xTe building blocks. With the introduction of Cu2-xTe, 

the electrical conductivity of Bi2Te3 was greatly improved by charge carrier 

spillover from the lower work function Cu2-xTe domains to the Bi2Te3 matrix. 

This electron spillover from the Cu2-xTe valence band to the Bi2Te3 conduction 

band, resulted in regions of accumulated electrons within the Bi2Te3 domains. In 

these composites, the Seebeck coefficient was also significantly increased by 

filtering the low energy carriers at potential wells created at Bi2Te3-Cu2-xTe 

interfaces. The enhanced Seebeck coefficient, together with improved electrical 

conductivity resulted in a 3-fold increase in power factor. While NCs did not 

provide lower thermal conductivities than bare Bi2Te3, the thermal conductivity 

of all the tested nanomaterials was already very low. As a consequence, a 

significant improvement of figure of merit was observed, from 0.35 to 0.95 at 

560 K.  
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Result and Discussions 

The TE nanomaterials included in this thesis are produced by solution processing 

technologies, directly from atomic or molecular precursors in a controlled 

manner. The synthesis of nanocrystals in solution enables the cost effective 

production of large amounts of nanostructured material even with higher levels 

of control over nanodomain parameters than other technologies as allow control 

of material parameters in the three dimensions. In this regards, SnSe2 hexagonal 

NPLs were firstly synthesized by a fast solution-based methodology that makes 

use of molecular inks taht decompose directly at moderate temperature. The 

molecular precursor was simply prepared by mixing tin and selenium powder in 

an organic amine-dithiol mixture to form a liquid ink. The synthetic procedure 

can be easily scaled up and applied to printed patterns, paving the way for 

commercial application. Then we applied this effective methodology in our 

second work to do large scale synthesis of nanocrystalline SnSe. At the same 

time, we improve the ink component to get a thiol-free SnSe molecular ink to 

minimize its toxicity, which can be directly printed into SnSe layers. The shape 

evolution of SnSe NPLs was also systematically investigated by introducing 

small amount of surfactant (oleic acid) into SnSe ink, which allows to form 

dendritic structures from a square shape in a controlled way. Meanwhile, both 

SnSe2 and SnSe are 2D materials, which are formed by atomically thin layers 

that display strong covalent in plane bonding and weak layer-to-layer bonding. 

Since properly designed NCs allow improving TE performance by several 

mechanisms, including phonon scattering, modulation doping and energy 

filtering, we subsequently focus on producing nanomaterials with more 

complicated phase and structure. A two-step solution-based process to produce 

the Bi2Te3-Cu2-xTe nanoheterostructures was investigated, based on the growth 

of Cu2-xTe nanocrystals on the surface of Bi2Te3 nanowires. Bi2Te3-Cu2-xTe 

heterostructures with tuned molar ratio (Bi:Cu= 10; 8; 5) were synthesized by 

adjusting the concentration of precursor ratio of Bi:Cu. This synthesis protocol 

was carried out at a sufficient scale to produce 4 g of material per batch. On the 



other hand, colloidal synthesis routes also allow producing multi-material 

nanostructures with organized phase distribution. Bi2Te3-Cu2-xTe NCs were 

produced by mixing proper amounts of individual Bi2Te3 and Cu2-xTe colloidal 

NPs, as a comparison of forming heterostructures. This strategy allows to 

precisely turning on various parameters e.g. size and shape, on each NP building 

blocks through solution-based bottom-up synthetic method, which makes it 

available to produce Bi2Te3-Cu2-xTe NCs with adjusted composition from 

combining proper ratios of Bi2Te3 nanowires and cubic Cu2-xTe nano building 

blocks.  

As-synthesized SnSe2, SnSe, Bi2Te3 and Cu2-xTe NPs are stabilized by a layer of 

organic surfactants attached to their surface, for example OAm, ethylene glycol 

and TOP, which have been used to control their growth. The presence of such 

organic ligands at the surface of NPs strongly limits the material performance in 

any application where charge transport or transfer from/to/between NPs is 

involved. The strategy to remove surface organic ligands in this thesis is to apply 

an annealing process at relative high temperature (higher than organic ligands’ 

boiling point) under Ar gas atmosphere for 1 hour. The annealed SnSe2 particles 

still displayed plate-like geometries but with larger lateral dimensions. The size 

and shape of SnSe, Bi2Te3 and Cu2-xTe NPs keep relative stable after annealing 

process. The initial particle geometry would influence the texture of the final 

polycrystalline material after consolidation process (hot press). The hot pressed 

SnSe2 and SnSe material displayed a clear crystallographic texture, with a certain 

crystal direction oriented along the pressure axis, which is mainly origin from 

their initial 2D NPL structure. 

The TE performance has been studied by testing electric and thermal transport 

properties of consolidated nanomaterials in a wide temperature range. The 

overall TE (TE) figures of merit of layered structure n-type SnSe2 and p-type 

SnSe nanomaterials is limited by their relatively low electrical conductivity. Two 

different strategies were applied to improve electrical conductivity. An atomic 

substitution doping strategy was applied for p-type semiconductor SnSe. Small 



amounts of Te were added to the ink in replacement of equivalents amounts of 

Se, which result in a slightly reduced band gap in obtained SnSe1-xTex. The 

presence of this small amount of Te resulted in an important increase of electrical 

conductivity cross plane associated to an increase of charge carrier concentration 

and especially mobility with a minor variation of the Seebeck coefficient. Being 

SnSe2 an n-type semiconductor, we selected Ag NPs as a dopant phase with a 

large charge carrier concentration and a relatively low work function that 

allowed injection of electrons to the SnSe2 matrix. A large increase of electric 

conductivity and a moderate decrease of the Seebeck coefficient were observed 

with the Cu NPs introduction in both directions. This translated into significantly 

larger power factors in the SnSe2-Cu NC when compared with pure SnSe2. The 

thermal conductivity of SnSe2-Cu was significantly reduced in plane with respect 

to SnSe2, due to the additional scattering at Cu nanoinclusions. Since NCs are 

particularly appealing in the TE field, we produced Bi2Te3-Cu2-xTe NCs by two 

approaches: i) Bi2Te3-Cu2-xTe heterostructured NPs and ii) mixing proper ratios 

of Bi2Te3 nanowires and cubic Cu2-xTe NPs, and compared their difference in TE 

properties. We observed the presence of Cu2-xTe in both cases result in higher 

ZT values measured in Bi2Te3-Cu2-xTe NCs compared with bare Bi2Te3, which 

were attributed to a combination of several features: i) the large electrical 

conductivities measured in the NCs at high temperature, mainly associated to the 

spillover of charge carrier from Cu2-xTe domains to the Bi2Te3 matrix; ii) the 

enhanced Seebeck coefficients without sacrificing electrical conductivity in the 

high temperature range associated with the energy-filtering of  charge carriers at 

potential barriers introduced with the formation of the Bi2Te3/Cu2-xTe 

heterojunctions. The significant difference in these two composites is the mixed 

NCs did not provide lower thermal conductivities than bare Bi2Te3, while an 

enhanced phonon scattering at the interphase of Bi2Te3/Cu2-xTe heterojunctions 

notably reduced the thermal conductivity. This inspires us to rationally design 

TE NCs in future work.  



Conclusions 

In this thesis, I detailed the production and characterization of TE nanomaterials 

by two main solution processed strategies, with remarkably improved TE 

performance by means of controllable nanoengineering and particularly NCs. 

The characterization of nanomaterials has been detailed investigated in each 

project, including: nanocrystal phase, morphology, optical property, surface 

chemistry, etc. The TE performance has been studied by testing electric and 

thermal transport properties of consolidated nanomaterials in a wide temperature 

range. Two main optimization methodologies to achieve higher TE performance 

were specifically explored in this thesis: atomic doping and modulation doping 

approach. The related mechanism to improved TE performance was further 

analyzed to explain how to achieve desired TE properties. 

In the first part, I have investigated a SnSe2 molecular precursor decomposition 

approach to produce hexagonal SnSe2 NPL by screw dislocation-driven 

mechanism which contribute to crystallographically textured structure after 

consolidation. From this work I concluded that the electrical conductivities could 

be improved by blending SnSe2 NPL with Cu NPs which lead to a three-fold 

increase in the TE figure of merit compared with bare SnSe2. Afterwards, I 

demonstrated that crystallographic textured SnSe bulk nanomaterials and layers 

could be obtained after hot-pressing the SnSe nanomaterials produced from 

molecular ink. I concluded the SnSe TE performance could be significantly 

improved by introducing small amounts of Te during ink formulation, which 

enhanced electrical conductivity cross plane associated to an increase of charge 

carrier concentration and especially mobility with a minor variation of the 

Seebeck coefficient. In the third part, I produced heterostructured Bi2Te3-Cu2-

xTe composites by means of bottom-up approach. From this work, I concluded 

that a significantly low thermal conductivity was achieved by efficiently phonon 

scattering at grain boundaries, together with enhanced Seebeck coefficient 

through filtering of charge carriers at energy barriers. These effects result in an 

improvement of over 50% of the TE figure of merit of Bi2Te3. As a comparison, 



I detailed another strategy to produce Bi2Te3-Cu2-xTe NCs in the last part, by 

mixing proper ratios of building blocks of Bi2Te3 nanowires and Cu2-xTe 

nanocubes. From this work, I concluded that 3-fold increase in ZT could be 

obtained from the enhanced Seebeck coefficient and improved electrical 

conductivity compared with bare Bi2Te3 nanomaterials. As a consequence, a 

significant improvement of figure of merit was observed, from 0.35 to 0.95 at 

560 K, which is significantly higher than ZT obtained in heterostructure-based 

NCs. 

In summary, this thesis has detailed different strategies to improve TE 

performance of bulk nanomaterials produced from solution processed methods 

with well controlled parameters. In addition, it has been demonstrated that 

solution processed synthesis appears to be a high-throughput, high yield, low 

cost, feasible at ambient pressure and low temperature chemical routes, which 

allows production of TE materials with composition, size, shape and phases 

control to optimize their TE properties. 

 

  



Future work 

The concept of using nanocrystals as building blocks to create NCs is extremely 

appealing, but slow movement is being achieved in terms of industrialization and 

TE devices development. 

The industrialization of solution-processed nanomaterials will require major 

engineering innovations. The scale-up of the procedures used to produce high-

quality nanocrystals is not fully addressed, especially for applications with big 

potential markets that demands for low costs and large batches of functional 

nanomaterials, as thermoelectricity. Scale-up will inevitably means achieve near 

to 100% yields, very high NP concentrations in solution, cost effective and safe 

solvents, precursors, surfactant and reductants and the recycling of chemicals 

and possibly side products. Future work should focus on improving our atomistic 

understanding of the pathways of precursor-to-NP reaction through mechanistic 

experimental investigation and fundamental theoretical chemistry simulations, 

to be able to adjust the process not only in terms of NP parameters but also the 

cost and repeatability.  

Another future work is to fabricate prototype TE devices and test their efficiency. 

This would help to accelerate the selection and development of new TE materials. 

For thin film TE devices, apart from common difficulties such as crack formation 

and layer adhesion, a major challenge is to produce densified layers with 

sufficient thickness and contact them at two different planes needed to be 

overcome. Some emerging manufacturing technologies based on material jetting 

such as 3D printing may offer significant help to this area. 
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Tin Diselenide Molecular Precursor for Solution-Processable
Thermoelectric Materials
Yu Zhang, Yu Liu, Khak Ho Lim, Congcong Xing, Mengyao Li, Ting Zhang, Pengyi Tang,
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Abstract: In the present work, we detail a fast and simple
solution-based method to synthesize hexagonal SnSe2 nano-
plates (NPLs) and their use to produce crystallographically
textured SnSe2 nanomaterials. We also demonstrate that the
same strategy can be used to produce orthorhombic SnSe
nanostructures and nanomaterials. NPLs are grown through
a screw dislocation-driven mechanism. This mechanism typi-
cally results in pyramidal structures, but we demonstrate here
that the growth from multiple dislocations results in flower-like
structures. Crystallographically textured SnSe2 bulk nanoma-
terials obtained from the hot pressing of these SnSe2 structures
display highly anisotropic charge and heat transport properties
and thermoelectric (TE) figures of merit limited by relatively
low electrical conductivities. To improve this parameter, SnSe2

NPLs are blended here with metal nanoparticles. The electrical
conductivities of the blends are significantly improved with
respect to bare SnSe2 NPLs, what translates into a three-fold
increase of the TE Figure of merit, reaching unprecedented ZT
values up to 0.65.

The use of molecular precursors to produce inorganic
nanomaterials in the form of nanoparticles, thin films,
supported nanostructures or self-standing porous or dense
nanomaterials is potentially advantageous in terms of reduc-
ing fabrication costs and improving performances. In this
direction, the amine-dithiol system has been reported as
a versatile solvent to prepare molecular precursors from the
dissolution at ambient conditions of metal chalcogenides,
pure metals and metal oxides, among others.[1]

Two dimensional (2D) materials have attracted increasing
attention in the past decade. The structure of these materials
is formed by atomically thin layers that display strong

covalent in-plane bonding and weak layer-to-layer bonding.
This type of structure results in extraordinary and at the same
time highly anisotropic physical, electronic and optical
properties. In particular, charge and heat transport properties
are especially affected by the strong lattice asymmetry, and
much higher thermal and electrical conductivities are mea-
sured in-plane than cross-plane. Owing to these highly
anisotropic properties, to produce bulk 2D nanomaterials
with a proper crystallographic texture is necessary to optimize
their performance in most applications. However, to control
the crystallographic texture of materials produced by bottom-
up procedures and/or solution-based approaches is not
straightforward.

A particularly interesting 2D material family is that of
metal chalcogenides, owing to their good chemical stability
and semiconducting characteristics. 2D metal chalcogenides
are used in numerous applications in a variety of fields,
including energy conversion and storage, [2] flexible electron-
ics[3] and medical diagnosis.[4] Among them, tin chalcogenides
are especially interesting materials for energy conversion.[5] In
particular, p-type SnSe single crystals have shown unprece-
dentedly high thermoelectric (TE) figures of merit: ZT= 2.6
at 923 K.[6] On the other hand, n-type SnSe2 could be an ideal
compound to complement an all Sn-Se based device, but the
measurement of its TE properties and their optimization has
been rarely targeted.[7]

In contrast to previous synthetic methods,[8] here we
report on a fast solution-based methodology that makes use
of molecular precursors to produce SnSe2 nanoplates (NPLs)
and SnSe2 nanomaterials. Our synthetic procedure can be
easily scaled up, paving the way for commercial application.
These NPLs are hot pressed to produce crystallographically
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textured nanomaterials, which TE properties are character-
ized. The final TE performance of SnSe2 is further optimized
through modulation doping by combining SnSe2 NPLs with
metal nanoparticles (NPs).

Tin diselenide NPs were produced through the thermal
decomposition of an ink prepared by the dissolution of
elemental Sn and Se powders with a Sn/Se = 0.5 molar ratio in
an amine-dithiol mixture (Figure S2, see experimental section
for details). Upon heating of the ink to 380 88C, the solvent was
evaporated and a very rapid crystallization of tin diselenide
NPs took place. This simple process could be carried out at
virtually any scale and in a continuous manner, using a flow
system, to produce very large amounts of material in a short
period of time. The ink could be also directly deposited on the
proper substrate to simultaneously produce the material and
fabricate the device.

This procedure resulted in hexagonal plate-like NPs with
average thickness of ca. 70 nm, which were found assembled
into flower-like clusters with average size of ca. 4 mm
(Figure 1). X-ray powder diffraction (XRD) patterns of the

obtained materials (Figure 1c) were consistent with a SnSe2

crystal structure (P(3m1 space group, JCPDS NO. 01-089-
2939). Along the z-axis of this structure, three-atom-thick and
covalently bond Se@Sn@Se slabs are piled up together
through weak van der Waals interaction (Figure 1d). The
relatively strong intensity of the (001) XRD peak pointed at
the [001] direction as the normal to the nanoplate plane. No
additional phases were identified by XRD. High-resolution
transmission electron microscopy (HRTEM) analysis (Fig-
ure 1e) confirmed the SnSe2 trigonal phase (space group =

P(3m1) with a = b = 3.8110 c, c = 6.1360 c and the growth of
the NPLs with preferentially exposed (001) facets. UV/Vis
spectra showed the SnSe2 NPLs to have an indirect band gap
at 1.27 eV (Figure S9 in Supporting Information).

Energy dispersive X-ray spectroscopy (EDX) analysis
showed the SnSe2 NPLs to be slightly Sn-rich, with a compo-
sition Se/Sn = 1.9 (Figure S3). X-ray photoelectron spectros-
copy (XPS) analysis showed the surface of SnSe2 NPLs to be
slightly more Sn rich: Se/Sn = 1.7. The Se 3d and Sn 3d regions
of the XPS spectra (Figure S4) could be fitted with a unique
doublet each one, further proving the phase purity of the
sample.[9] Electron energy loss spectroscopy (EELS) chemical
composition maps displayed a homogeneous distribution of
both Sn and Se elements in all SnSe2 NPLs (Figure 1 f),
although slightly Sn-rich edges could be detected, in agree-
ment with XPS analysis.

Extensive scanning electron microscopy (SEM) charac-
terization displayed SnSe2 particles to grow through a screw
dislocation mechanism.[10] Figure 2b shows the top view and
side view of a SnSe2 multi-layer nanostructure displaying
a helical surface on the top layer with clockwise spiral
direction (Figure 2a, S5a). Bright field TEM images of some
of the particles also displayed multiple contours with different
contrast (Figure S6c) also indicating screw dislocation phe-
nomenon. Through the screw dislocation growth mechanism,
self-perpetuating steps along a screw dislocation axis cause an
oriented growth.[11] The smallest SnSe2 structures produced
following our procedure were found to originate from a single
or few dislocations, resulting in approximately planar circular
pyramids due to the overall faster vertical growth of the
center of the structure compared to the edges (Figure 2b).
However, in contrast with previous nanostructures obtained
by screw dislocation,[12] larger SnSe2 structures were produced
from the screw growth of multiple dislocations generated at
the edge of the growing structure. These multiple growth
centres resulted in a faster overall growth at the nanostructure
edges than the centre and thus led to the formation of flower-
like structures (Figure 2c and d). At the edge, SnSe2 layers
became detached due to the stress generated during growth
from multiple dislocations and the weak layer-to-layer bond-
ing in the 2D SnSe2 crystal structure.

The decomposition temperature and nominal molecular
ratio of Sn and Se precursors were key parameters to produce
phase pure SnSe2 NPLs (Figure 3a). Sn/Se molar ratios above
0.5 in the initial ink resulted in the additional formation of
a secondary SnSe phase. However, at a nominal Sn/Se = 1 the
ink decomposition at 380 88C did not result in pure ortho-
rhombic SnSe, but a combination of SnSe, SnSe2 and SnS2 due
to the reaction of part of the Sn with EDT. Pure-phase SnSe

Figure 1. a) TEM image of a SnSe2 nanostructure. b) Representative
SEM image of flower-like SnSe2 nanostructures, including micrograph
of an individual particle. c) XRD pattern of SnSe2 NPLs. d) Atomic
model of the SnSe2 crystal structure (P(3m1 space group) along Y and
Z axis: Se= orange; Sn = light blue. e) HRTEM micrograph of a SnSe2

nanostructure, magnified detail of the orange squared region and its
corresponding power spectrum. The SnSe2 lattice fringe distances were
measured to be 0.332 nm, 0.327 nm and 0.326 nm, with crystal plane
angles of 61.23 and 121.2588, which can be assigned to the trigonal
SnSe2 phase, visualized along its [0001] zone axis. f) EELS chemical
composition maps of SnSe2 NPLs.
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was obtained only at higher ink decomposition temperatures
of ca. 500 88C, and only when using equal concentrations of the
two elements (Figure 3c).

SnSe2 NPLs were purified by multiple precipitation and
redispersion steps using chloroform as solvent and ethanol as
antisolvent. The purified and dried NPLs were annealed at
450 88C for 60 mins inside a tube furnace under argon flow. The

annealed particles maintained plate-like geometries although
with larger lateral dimensions and without displaying the
flower-like shape (Figure 4a). We hypothesize the multiple
layers of the initial NPL-based nanoflowers combined within
a unique plate, resulting in planar but larger nanostructures.

Subsequently, the annealed NPLs were loaded into
a graphite die and were hot-pressed within an Ar-filled
glovebox at 460 88C for 5 min under 80 MPa of uniaxial
pressure. This methodology allowed obtaining 10 X 10
(length X diameter) mm2 cylinders with relative densities of
ca. 90% as measured by ArchimedesQ method.

Such pellets, obtained from the uniaxial press of SnSe2

NPLs, displayed a clear crystallographic texture, with the
SnSe2 [001] crystallographic direction oriented along the
pressure axis, as observed from XRD characterization (Fig-
ure 4d). Top view and cross-section SEM images displayed
a clear laminar structure of the pellets (Figure 4 b,c), with
layers extending tens of microns in the disk plane and having
a thickness of ca. 80 nm.

Such layered structure anticipated anisotropic transport
properties. Thus, the TE properties of the material were
measured in two normal directions: cross-plane, which
corresponds to the pressure axis and the preferential [001]
crystallographic direction, and in-plane, which is the normal
to the pressure axis and mainly corresponds to the ab plane of
the SnSe2 structure (Figure S10).

As expected, the electrical conductivities measured cross-
plane (s?), were lower than those measured in-plane (s//): sk/
s?= 2.7 at 750 K. However, SnSe2 nanomaterials exhibited
relatively low electric conductivities in both measured
directions (Figure 5a).

Negative Seebeck coefficients were obtained in all the
temperature range (Figure 5b). The Seebeck coefficients
displayed similar values in the two directions: Sk/S?= 0.91
at 750 K. These similar values are explained by the relatively
low dependence of this parameter on scattering. Nevertheless,
as generally observed in similar crystallographically textured
layered nanomaterials, slightly higher values were obtained

Figure 3. a) XRD pattern of the material obtained from the decomposi-
tion of the precursor ink with different Sn/Se ratios and at different
temperatures as specified in each pattern. A magnification of the
relevant area around 2q= 3188 is also shown for clarity. b) SEM images
of SnSe2 NPLs with hexagonal structure and c) SnSe NPLs with
orthorhombic nanostructure obtained in the specified conditions.

Figure 4. a) Schematic illustration of the consolidation of the annealed
nanopowder into a cylindrical pellet. A representative SEM image of
the annealed nanopowder and an optical image of the final pellet are
included in the Scheme. b) Top-view SEM image of a SnSe2 pellet.
c) Cross-section SEM image of the same pellet. d) XRD pattern of the
SnSe2 pellet laid along the cross-plane direction (blue) and the in-
plane direction (green). Scale bar = 10 mm.

Figure 2. a) Schematic illustration of the screw dislocation-driven
growth mechanism. b) Representative SEM images of SnSe2 NPL-
based structures revealing the screw dislocation growth from top and
side views. c) Scheme of the formation of a flower-like nanostructure
from multiple growing centres. d) Representative SEM images of
SnSe2 nanostructures with multiple dislocation centres and the final
flower-like structure.
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cross-plane, which can be related to a slight preferential
scattering of minoritarian and/or low energy carriers, that is,
a filtering mechanism.[13]

Much lower thermal conductivities were obtained cross-
plane than in-plane: kk/k?= 3.64 at 750 K (Figure 5d). This
anisotropy was associated to the more efficient phonon
scattering at the higher density of grain boundaries in the
cross-plane direction and the anharmonicity of the SnSe2

crystal structure. In this regard, already in SnSe2 single
crystals highly anisotropic transport properties were generally
measured, with electrical conductivity and thermal conduc-
tivity ratios up to 6.[14]

Overall, higher TE figures of merit were obtained cross-
plane, with values up to ZT?= 0.2 at 770 K (Figure 5 f). These
values were comparable to those previously measures for this
material obtained by other methods.[7] Overall, while SnSe2

nanomaterials displayed relatively high Seebeck coefficients
and very low thermal conductivities, their main limitation was
a moderate electrical conductivity. This low electrical con-
ductivity was in part related to a moderate charge carrier
concentration due to the lack of extrinsic dopants.

To increase electrical conductivity, instead of a conven-
tional doping strategy, we used a modulation doping
approach. While ionic doping generally relies on the intro-
duction within a semiconductor matrix of small amounts of
substituting impurities with different valence than the
replaced element, thus freeing or trapping additional elec-
trons, modulation doping relies on the introduction within
a semiconductor matrix of nanodomains of a different
material having an electron energy band structure suitable
for injection of majority carriers to the matrix semiconduc-
tor.[15] The modulation doping approach allows separating the
ionized donor/acceptor from the charge carrier path, thus
strongly reducing charge carrier scattering and improving
mobilities. Additionally, in NP-based bottom-up assembly
approaches, the modulation doping strategy provides a very
simple and versatile strategy to optimize electrical properties
of semiconductor materials,[16] since proper amounts of the
charge injection nanodomains can be easily introduced during
the assembly or consolidation steps.

Being SnSe2 an n-type semiconductor, we selected
a dopant phase with a large charge carrier concentration
and a relatively low work function that allowed injection of
electrons to the SnSe2 matrix. Thus, we blended SnSe2 NPLs
with Cu, Sn, and Ag NPs (Figure 6a). While Sn had moderate
effect on the transport properties of the material, upon
incorporation of Cu or Ag NPs a dramatic increase in electric
conductivity was measured (Figure S13a). As expected,
a parallel decrease of the Seebeck coefficient was also
obtained. This Seebeck coefficient decrease was more
abrupt with the introduction of Ag NPs than with Cu.
Overall, among the different metals tested, the highest power
factors were obtained from SnSe2-Cu nanocomposites (Fig-
ure S13c), reaching values three-fold higher than in pure
SnSe2.

We further studied the effect of the concentration of Cu
NPs (Figure S14). We observed the electrical conductivity to
increase with the amount of Cu introduced up to a certain
loading. However, with the introduction of a too high amount
of Cu (1.9 at%), a decrease in electrical conductivity was
observed, which we associated to the formation of significant
amounts of Cu2Se, as observed by XRD (Figure S7). An
optimal concentration of 1.4 at% Cu was finally established
to maximize TE properties of the material. Hall measure-
ments showed the charge carrier concentration to increase
with the amount of Cu introduced (Figure S15), from 8 X 1017

for SnSe2 to 7.5 X 1018 for SnSe2-Cu (1.9%).
Figure 6 displays the TE properties measured in the two

normal directions of the SnSe2-Cu nanocomposite containing
1.4 at% of Cu. In both directions, a large increase of electric
conductivity and a moderate decrease of the Seebeck
coefficient were observed with the Cu introduction. This
translated into significantly larger power factors in the SnSe2-
Cu nanocomposite when compared with pure SnSe2. The
thermal conductivity of SnSe2-Cu was significantly reduced
in-plane with respect to SnSe2, due to the additional scattering
at Cu nanoinclusions, but maintained cross-plane at the
already very low values measured from the SnSe2 nano-
material. Overall, a three-fold increase of the TE Figure of

Figure 5. Temperature dependence of a) electrical conductivity, s ;
b) Seebeck coefficient, S ; c) power factor (S2 s), PF; d) total thermal
conductivity, ktotal ; e) lattice thermal conductivity, kL ; and f) TE Figure
of merit, ZT of a SnSe2 pellet measured in the two directions, in-plane
(k, open symbols I) and cross-plane (? , solid symbolsN).
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merit was obtained with the incorporation of Cu, reaching ZT
values up to ZT= 0.65 at 810 K along the in-plane directions.

In conclusion, we presented a solution-based approach to
produce SnSe2 NPLs and crystallographically textured SnSe2

bulk nanomaterials and nanocomposites. The precursor
solution was prepared by directly dissolving Sn and Se
powders in an amine-thiol co-solvent solution. Uniform and
pure phase SnSe2 NPLs could be readily obtained by the
crystallization of the ink at 380 88C. The growth of these SnSe2

nanostructures took place through a screw dislocation mech-
anism from single or multiple dislocations, resulting in the
detachment of the newly forming layers. The TE properties of
crystallographically textured SnSe2 bulk nanomaterials and
SnSe2-Cu nanocomposites obtained from the hot-press of
SnSe2 particles and blends of SnSe2 and Cu particles,
respectively, were measured in two perpendicular directions,
along the press axis (cross-plane) and normal to it (in-plane).

While bare SnSe2 nanomaterials displayed notable TE figures
of merit, especially cross-plane, their relatively low electrical
conductivity limited their performance. A modulation doping
strategy was used to improve this parameter, reaching TE
figures of merit up to ZT= 0.65 at 810 K in in-plane SnSe2-Cu
nanocomposites.
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ABSTRACT: In the present work, we report a solution-based
strategy to produce crystallographically textured SnSe bulk
nanomaterials and printed layers with optimized thermoelectric
performance in the direction normal to the substrate. Our strategy
is based on the formulation of a molecular precursor that can be
continuously decomposed to produce a SnSe powder or printed
into predefined patterns. The precursor formulation and
decomposition conditions are optimized to produce pure phase
2D SnSe nanoplates. The printed layer and the bulk material obtained after hot press displays a clear preferential orientation of the
crystallographic domains, resulting in an ultralow thermal conductivity of 0.55 W m−1 K−1 in the direction normal to the substrate.
Such textured nanomaterials present highly anisotropic properties with the best thermoelectric performance in plane, i.e., in the
directions parallel to the substrate, which coincide with the crystallographic bc plane of SnSe. This is an unfortunate characteristic
because thermoelectric devices are designed to create/harvest temperature gradients in the direction normal to the substrate. We
further demonstrate that this limitation can be overcome with the introduction of small amounts of tellurium in the precursor. The
presence of tellurium allows one to reduce the band gap and increase both the charge carrier concentration and the mobility,
especially the cross plane, with a minimal decrease of the Seebeck coefficient. These effects translate into record out of plane ZT
values at 800 K.

KEYWORDS: molecular ink, SnSe, thermoelectricity, printing, nanomaterial

■ INTRODUCTION

Solid state thermoelectric (TE) devices offer a direct and solid
state means of conversion between thermal and electrical
energy, which makes them extremely appealing for a wide
range of applications.1−8 However, the relatively low-energy
conversion efficiency and high manufacturing cost of current
TE devices, which are in most cases designed for cooling
applications, makes them cost efficient only in a few niche
markets.1,9 Toward improving the cost efficiency of TE
devices, it is imperative to (i) implement lower cost fabrication
processes, (ii) optimize device parameters for each particular
application to maximize efficiency and minimize the amount of
used material, and (iii) develop high-performance and lower
cost TE materials.
Thermoelectric performance is generally quantified using an

adimensional figure of merit, ZT = σS2T/κ, where σ, S, T, and
κ are the electrical conductivity, Seebeck coefficient, absolute
temperature, and thermal conductivity, respectively.3,7,10

Among the different families of TE materials proposed,2,4

some two-dimensional chalcogenides exhibit the best TE
performance.11−17 Bi2Te3-based alloys provide the highest ZT
values at temperatures around ambient, up to 1.96 at 420 K,16

and dominate the TE market.18−21 On the other hand, SnSe
single crystals have recently achieved unprecedented record

ZT values in the medium−high temperature range, 2.6 at 923
K.13,22 SnSe has a layered crystal structure with weak van der
Waals bonds along the a axis and tight covalent bonds along
the bc plane, which results in highly anisotropic transport
properties and an impressively low lattice thermal conductivity.
Nonetheless, the high production cost and poor mechanical
properties of SnSe single crystals limit their use in real
applications. All of these have sparked much interest in
producing polycrystalline SnSe with TE performance ap-
proaching that of SnSe single crystals. Owing to the anisotropic
properties of the material, optimization of polycrystalline SnSe
generally requires producing crystallographic textured sam-
ples.23−35 In this direction, while severe plastic deformation
techniques are conventionally used to produce textured
polycrystalline materials,36,37 spark plasma sintering and hot
press approaches, more commonly used to consolidate TE
polycrystalline materials, are also able to produce textured
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materials when using an open dye to induce extrusion or when
incorporating a liquid phase in the process.15,16,38−42

Beyond engineering TE materials with improved perform-
ance and lower cost, novel strategies to fabricate TE devices
that are less labor intensive and which allow a more rational
use of the TE material need to be developed. One potential
alternative strategy is inkjet printing. The main advantages of
printing techniques are low cost, potential to produce shape-
adaptable or flexible devices, control over the thickness of the
TE material, and high material use efficiency. While printing
strategies are currently well developed and used in a large
number of applications, their implementation in new
technologies strongly relies on the formulation of proper
functional inks. SnSe inks could be formulated from colloidal
nanoparticles produced from the decomposition/reaction of a
tin precursor with selenium oxide or trioctylphospine selenium
at moderate temperatures as previously reported.43−47

However, it is more convenient, in terms of cost and quality

of the produced layers, to formulate ionic or molecular
precursors.
We report here a thiol-free SnSe molecular precursor, which

can be used to produce bulk nanocrystalline SnSe or can be
directly printed into SnSe layers. We study the decomposition
conditions and demonstrate the possibility to produce pure
phase SnSe at moderate temperatures. We further analyze here
the processing conditions necessary to obtain crystallo-
graphically textured SnSe bulk nanomaterials and layers and
characterize their anisotropic TE properties. Finally, the TE
performance of the material in the direction normal to the
layer substrate is optimized by including small amounts of
tellurium within the precursor.

■ RESULTS AND DISCUSSION

To prepare a SnSe molecular ink, the tin and selenium
precursors and the solvent were selected taking into account
four main parameters: (i) minimize cost, (ii) direct the crystal
morphology toward obtaining planar structures that facilitate

Figure 1. (a) Representative TEM and (b) SEM micrographs of square-like SnSe nanostructures, and structure model of an individual nanoplate.
(c) HRTEM micrograph of a SnSe nanoplate, magnified detail of the orange squared region, and its corresponding power spectrum. SnSe lattice
fringe distances were measured to be 0.304, 0.207, and 0.302 nm at 43.53° and 87.51°, which was interpreted as the orthorhombic SnSe phase,
visualized along its [100] zone axis. (d) EELS chemical composition maps obtained from the red squared area of the STEM micrograph. Individual
Sn M4,5-edges at 485 eV (red) and Se L2,3-edges at 1436 eV (green) as well as its composite. (e) XRD pattern of SnSe. (f) Sn 3d and Se 3d regions
of the XPS spectrum of SnSe.
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posterior assembly into textured nanomaterials, (iii) reach a
compromise between solvent volatility, which has implications
in toxicity and precursor stability, and decomposition temper-
ature, which is a key parameters determining production costs,
and (iv) reduce toxicity, avoiding the use of thiols and
hydrazine. Taking into account these points, a SnSe precursor
was prepared by dissolving SnCl2 and SeO2 in a combination
of OAm and TOP. OAm played a double role, it reduced Se4+

to Se0, and it coordinated to Sn2+ to form a Sn−OAm complex,
Sn(R-NH)2.

48−50 TOP coordinated with Se0 to yield TOPSe51

(see Figure S1 in the Supporting Information, SI).
To analyze the product of its decomposition, the precursor

was dropped onto a substrate heated at 420 °C. Upon reaching
the heated substrate, the precursor was rapidly decomposed
and a black powder was produced. Large amounts of powder
could be obtained by continuously injecting/spraying the
molecular ink toward a heated receptacle/support (Figure S1).
TEM and SEM characterization of the powder obtained from
the decomposition of the precursor showed the presence of
square-like plates with a lateral size of 4 ± 1 μm and a
thickness of 90 ± 20 nm (Figure 1a, b). HRTEM and XRD
analyses demonstrated the powder to be highly crystalline and
to display a unique crystallographic phase that matched that of
orthorhombic SnSe (JCPDS No. 00-048-1224, Pnma space
group, Figure 1c and 1e). From the XRD pattern, the relatively
strong intensity of the 2θ = 31.0° diffraction peak indexed as
(400) indicated a preferential growth in the bc plane, i.e., the
plane perpendicular to the [100] crystallographic direction.
The UV−vis spectrum showed the SnSe powder to have an
indirect band gap at 0.96 eV (Figure S2). XPS analysis of SnSe
displayed two Sn 3d peaks at 494.9 (Sn 3d3/2) and 486.4 eV
(Sn 3d5/2), which matched well with a Sn2+ environment
(Figure 1f). Besides, Se 3d3/2 and Se 3d5/2 peaks located at
54.4 and 53.5 eV evidenced the presence of a Se2− oxidation
state. EDX chemical analysis showed the SnSe powder to be
slightly Sn rich, with a composition ratio Se/Sn = 0.95 (Figure
S3). EELS chemical composition maps displayed a homoge-

neous distribution of both Sn and Se within each particle and
from particle to particle (Figure 1d).
To obtain single-phase SnSe, proper adjustment of the

nominal element ratio, Sn/Se, and decomposition temperature
was fundamental. When increasing the nominal amount of Sn
in the precursor formulation, a combination of Sn and SnSe
phases was obtained upon decomposition at 420 °C (Figures
2a). On the other hand, when using a nominal ratio Sn/Se < 1,
a combination of SnSe and SnSe2 was produced. Using a
nominal Sn/Se = 0.5 and decreasing the decomposition
temperature to 360 °C, pure-phase SnSe2 could be produced
(Figure 2a). Figure S4 shows XRD patterns of the materials
obtained at different temperatures using a nominal element
ratio Sn/Se = 1.
TOP coordinated with Se to yield TOPSe. Without TOP in

the precursor solution, SnSe nanostructures could be also
obtained, but the decomposition required reaction temper-
atures above 500 °C.52 In addition, the aspect ratio of the SnSe
nanostructures produced in the absence of TOP was strongly
reduced (Figure S5). When adding small amounts of TOP to
the solution, the precursor decomposition temperature could
be reduced down to 420 °C for VTOP/VOAm> 0.13, which we
associated with the relatively high reactivity of the formed
TOPSe.50 On the other hand, when replacing OAm by
octadecene, SnSe was not formed, probing the important role
of OAm in reducing SeO2 and complexing with Sn2+. In
addition, we tested the influence of the OAm purity on the
final product, finding no obvious difference in crystal phase and
morphology when using two different OAm qualities (80−90%
vs 98%, Figure S6).
When adding OAc to the precursor ink, a significant change

of the geometry of the produced SnSe particles was observed.
Figure 3 shows the evolution of the particle shape with the
OAc/OAm ratio. We believe the carboxylic group in OAc to
have a selective interaction with particular SnSe facets during
crystal growth;53,54 thus, the morphology of SnSe transformed
gradually from square shaped to dendritic with increasing ratio

Figure 2. (a) XRD pattern of the powder produced from the decomposition at different temperatures of a precursor containing different ratios of
Sn/Se. Detail of the XRD pattern around 2θ = 31° is displayed for clarity. (b) SEM micrographs of SnSe plates with orthorhombic structure and
SnSe2 plates with hexagonal phase obtained when decomposing a precursor containing Sn/Se = 1 at 420 °C and a precursor containing Sn/Se = 0.5
at 360 °C.
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of OAc/OAm. At relatively high OAc concentrations, OAc/
OAm > 0.2, dendritic structures were produced. Through
AFM analysis, the thickness of plates and dendritic structures
supported on a substrate was measured to be in the range of
100−150 nm, which is slightly larger than values obtained from
SEM statistics (Figure 3c).
The SnSe powder obtained from precursor decomposition

was thermally annealed at 500 °C for 60 min inside a tube
furnace with argon flow to remove residual organic ligands.
The annealed crystals maintained the original plate geometry
and showed no appreciable growth. The annealed powder was
subsequently loaded into a graphite die and hot pressed at 500
°C for 5 min under a uniaxial pressure of 80 MPa. A cylindrical
pellet with a relative density of ca. 95% was finally obtained
(Figure 4a, Table S2). The material cost to produce one
cylindrical pellet is estimated in Table S3.
The hot-pressed material displayed a clear crystallographic

texture, with the SnSe [100] crystal direction oriented along
the pressure axis, as shown by XRD analysis of the pellet hold
with the diffraction plane coincident and normal to the
pressure axis (Figure 4b). This crystallographic orientation is
consistent with the [100] being the sof ter crystallographic
direction in SnSe. SEM micrographs showed the pellet to have
a layered structure, with layers of material assembling normal

to the pressure axis, consistent with XRD results (Figure 4c).
The grain size became slightly larger after the hot-press process
as noted by SEM characterization.
To determine the influence of the shape of the SnSe

particles on the crystallographic texture of the consolidated
material, we hot pressed SnSe particles with 100 nm average
size and 50 nm thickness produced by a reported method
(Figure S9a).31 The hot press of these less asymmetric particles
in the same conditions as the SnSe plates resulted in
polycrystalline materials with no significant texture (Figure
S9b,c), proving the influence of the initial particle geometry in
the texture of the final polycrystalline material.15,16

To demonstrate the potential of the SnSe molecular
precursor to produce printed SnSe layers/patterns, the
precursor was printed on a flexible graphite foil using an ink
jet nozzle. The graphite foil was then annealed on a hot plate at
420 °C for 5 min and additionally hot pressed at 500 °C for 3
min under 80 MPa pressure. SEM and XRD analyses of the
printed layer demonstrated it to contain SnSe plates oriented
parallel to the substrate (Figure S10).
The TE properties of the polycrystalline SnSe obtained from

the precursor decomposition were characterized in two
directions (Figure S12): cross plane (∥), i.e., parallel to the
pressure axis, and in plane (⊥), i.e., normal to the pressure axis.
Electrical conductivities measured in plane (σ⊥) were higher
than those measured in the cross plane (σ∥) with σ⊥/σ∥ = 3.30.
This result is consistent with the much higher charge carrier
mobilities in the bc crystal plane of SnSe when compared with
its a direction.
Positive Seebeck coefficients were measured in all of the

temperature range, consistent with the p-type semiconductor
character of undoped SnSe. As expected from the minor
dependence of this parameter on scattering, similar values of
the Seebeck coefficient were measured in both directions, S⊥ ≈
S∥. The slightly higher values systematically obtained in the
cross plane could be ascribed to an energy filtering mechanism
at the grain boundaries, i.e., a preferential scattering of low-

Figure 3. (a) Schematic illustration of the shape evolution for square-
like and dendritic crystals. (b) SEM micrographs of the morphology
evolution with increasing OAc/OAm ratios. Dendritic nanostructures
were obtained when OAc/OAm > 0.2. Scale bars = 2 μm. (c) AFM
topography images of a square-like and a dendritic nanostructure, and
height profiles taken from the displayed red line.

Figure 4. (a) Schematic illustration of the process of consolidation of
the SnSe powder into a cylindrical pellet. SEM micrograph of the
annealed SnSe nanopowder and actual image of a consolidated pellet
are included in the scheme. (b) XRD pattern of the SnSe pellet laid
along the in-plane and cross-plane directions. (c) Representative top-
view and cross-section SEM micrographs of a SnSe pellet.
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energy carriers at the plate interfaces, as previously reported for
layered materials.15,16

SnSe nanomaterials displayed very low thermal conductiv-
ities in both directions but slightly higher than those obtained
from single crystals, most probably due to a certain degree of
oxidation.55 Significantly lower thermal conductivities were
obtained in the cross plane when compared with the in plane,
κ⊥/κ∥ = 1.75 at 750 K, which was again consistent with the
preferential orientation of the plates lying normal to the
pressure axis.
Overall, the highest ZT values, up to ZT = 0.5 at 770 K,

were obtained in plane. This result is consistent with
measurements on single crystals and previous re-
ports,13,23,25,56,57 but it is unfortunate toward the development
of printed SnSe-based modules that target the generation/
harvesting of the cross plane temperature gradient.
To further promote the TE performance of polycrystalline

SnSe layers, small amounts of Te were added to the precursor
in replacement of equivalents amounts of Se. The polycrystal-
line material obtained from decomposition of the Te-
containing precursor, SnSe1−xTex, was characterized by a
slightly reduced band gap (Figure S2), a slightly larger charge
carrier concentration, nH, and most important a significantly
increased charge carrier mobility, particularly in the cross plane
(Figure S13). The best TE performance was obtained from the
material containing a 2 atom % of Te, SnSe0.98Te0.2 (Figure 5).
This material displayed significantly higher electric conductiv-
ities than SnSe without a major reduction of the Seebeck
coefficient and a minor increase of the total thermal
conductivity, associated with the increase of its electronic
component. Overall, TE figures of merit up to 3-fold larger
than those measured for SnSe were obtained. Most important,
the highest TE figures of merit were obtained in the cross
plane, reaching ZT= 1.05 at 805 K, which is the highest value
reported at this temperature and in this direction for
polycrystalline SnSe. This excellent performance was related
to the presence of Te, facilitating charge transport, especially in
the cross plane, which translated into a significant increase of
the charge carrier mobility.

■ CONCLUSION
We detailed a fast solution-based approach to produce
crystallographic textured SnSe bulk nanomaterials and printed
layers. The molecular precursor solution was prepared directly
by dissolving ionic Sn and Se species in a thiol-free and
nontoxic solvent. Pure-phase SnSe powder was obtained by
decomposing the molecular precursor at 420 °C. The
composition, crystal phase, and shape of the produced SnSe
nanostructures could be tuned by modifying the nominal
elemental ratio, the decomposition temperature, and the use of
additional surfactants. Crystallographic textured SnSe bulk
nanomaterials and layers were obtained after hot pressing the
precursor decomposition products. These materials showed
moderate TE performance in the cross plane, which was
unfortunate for design of TE devices that generate/harvest
temperature gradients in the direction normal to the substrate.
The SnSe TE performance was significantly improved, up to 3-
fold, by introducing small amounts of Te during precursor
formulation. The presence of this small amount of Te resulted
in an important increase of the electrical conductivity cross
plane associated with an increase of the charge carrier
concentration and especially mobility with a minor variation
of the Seebeck coefficient. The presence of 2 atom % of Te in

SnSe0.98Te0.02 finally translated into record cross plane ZT
values at 800 K for polycrystalline SnSe.

■ EXPERIMENTAL SECTION
Chemicals. Tin chloride (SnCl2, 98%) and selenium dioxide

(SeO2, 99.8%) were purchased from Acros Organics. Tri-n-
octylphosphine (TOP, C24H51P, 97%), oleic acid (OAc, C18H34O2,
90%), and oleylamine (OAm, C18H37N, ≥98%) were purchased from
Sigma-Aldrich. Sodium tellurite (Na2TeO3, 99.5%) was purchased
from Fisher. Analytical-grade chloroform and ethanol were ordered
from various sources. All chemicals were used as received unless
specifically noted.

SnSe Precursor. Within an argon-filled glovebox, 5.76 g of SnCl2
(30 mmol) and 3.33 g of SeO2 (30 mmol) were weighted and placed
inside a glass bottle. Then 150 mL of OAm and 20 mL of TOP were
added inside the bottle. The mixture was subsequently sonicated for
20 min until precursors dissolved completely. Small amounts of OAc
were included within the precursor to produce dentritic SnSe
nanostructures.

SnSe1−xTex Precursor. To produce SnSe1−xTex (x = 0.01, 0.02,
0.03) precursor precursors, 5.76 g of SnCl2 (30 mmol), 3.33 g of SeO2
(30 mmol), and 6.65 g of Na2TeO3 were weighted and placed in a
glass bottle, where 150 mL of OAm and 20 mL of TOP were
subsequently added. The mixture was sonicated for 20 min until all
precursors dissolved completely.

Figure 5. Temperature dependence of (a) electrical conductivity, σ,
(b) Seebeck coefficient, S, (c) power factor, S2σ, PF, (d) total thermal
conductivity, κtotal, (e) lattice thermal conductivity, κL, and (f) TE
figure of merit, ZT of a SnSe0.98Te0.02 pellet measured in two
directions: in-plane (⊥, open symbols) and cross-plane (∥, solid
symbols).
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SnSe Precursor Decomposition. The SnSe precursor was
continuously injected into a preheated glass flask (420 °C), where
it immediately decomposed. The flask was naturally cooled down to
room temperature (RT), and the crystalline product was collected by
dispersion in chloroform and precipitation with ethanol. Dispersion/
precipitation steps were repeated three times using chloroform and
ethanol aided by centrifugation at 7200 rpm for 5 min. The produced
SnSe material was kept inside the glovebox for further use.
Bulk Material Consolidation. SnSe particles were thermally

annealed at 500 °C (heating rate = 10 °C/min) for 60 min inside a
tube furnace with argon flow to remove organic residues. After
cooling to RT, the annealed material was grounded in a mortar and
subsequently loaded into a graphite die. The die was then transferred
to a custom-made hot-press system inside the glovebox, where it was
heated to 500 °C using an induction coil. The die was held at this
temperature for 5 min under 80 MPa pressure. Afterward, the
pressure was released and the die was naturally cooled down to RT.
The obtained cylindrical pellets (8 mm × 12 mm) were cut in
rectangular bars in two directions: along the pressure axis (cross-plane
direction) and normal to this axis (in-plane direction). The
consolidated pellets were subsequently kept inside the glovebox.
Before performing measurement, the pellets were polished slightly to
remove a possible surface oxide layer.
Printed Layers. The SnSe molecular precursor was printed on a

graphite foil using an ink jet nozzle. The graphite foil was then
annealed on a hot plate at 420 °C for 5 min within an argon-filled
glovebox. Afterward, the foil was hot pressed at 500 °C for 3 min
under 80 MPa pressure.
Structural and Chemical Characterization. The particle size

and morphology were characterized by transmission electron
microscopy (TEM, ZEISS LIBRA 120), working at 120 kV, and
field-emission scanning electron microscopy (SEM, Zeiss Auriga),
operating at 5.0 kV. High-resolution TEM (HRTEM) images and
scanning TEM (STEM) studies were conducted on a FEI Tecnai F20
field emission gun microscope operated at 200 kV with a point-to-
point resolution of 0.19 nm, which was equipped with high-angle
annular dark field (HAADF) and Gatan Quantum electron energy
loss spectroscopy (EELS) detectors. Elemental analysis was
performed using an Oxford energy-dispersive X-ray spectrometer
(EDX) combined with the Zeiss Auriga SEM working at 20.0 kV. X-
ray diffraction analyses (XRD, 2θ: 5°−80°, scanning rate was set at
5°/min) were carried out on a Bruker AXS D8 Advance X-ray
diffractometer with Ni-filtered Cu Kα radiation (λ= 1.5406 Å),
operating at 40 mA and 40 kV. X-ray photoelectron spectroscopy
(XPS) was performed on a SPECS system equipped with a Phoibos
150 MCD-9 detector, working at 150 W with an Al anode XR50
source. Fourier transform infrared spectroscopy (FTIR, Alpha Bruker)
was carried out with a platinum attenuated total reflectance single-
reflection module. The surface topology was measured by atomic
force microscopy (AFM, XE 100 Park System Corp.) Scans were
conducted in noncontact mode with a silicon Tap300Al-G cantilever
(Budget Sensors, spring constant of ∼40 N/m and resonant frequency
of ∼300 kHz). AFM images were analyzed in the XEI software (Park
System Corp). Ultraviolet−visible spectrophotometry (UV−vis)
optical absorption spectra were recorded on a LAMBDA 950 UV−
vis spectrophotometer from PerkinElmer.
Thermoelectric Characterization. Seebeck coefficients were

measured with a static DC method. Electric resistivity data was
obtained using a standard four probe method. Electric resistivity and
Seebeck coefficients were measured simultaneously in a LSR-3
LINSEIS system in the temperature range from 323 to 803 K under a
helium atmosphere. Bearing in mind the measurement precision and
system accuracy, an error of ca. 5% in the measurement of Seebeck
coefficient and electrical conductivity was estimated. A xenon flash
apparatus was used to measure the thermal diffusivities (D) of all
samples with accuracies better than 6%. Thermal conductivities were
then calculated by the relation κ = CpDρ, where Cp is the heat capacity
that was estimated from the Dulong−Petit law, D is the measured
thermal diffusivity, and ρ is the mass density that was measured using
Archimedes’ method. Hall charge carrier concentrations (nH) and

mobilities (μH) at room temperature (300 K) were measured with a
on Van der Pauw and Hall Bar measurements (ezHEMS 1000,
NanoMagnetics) using a magnetic field of 1 T. Values provided
correspond to the average of 10 consecutive measurements, from
which an error of ca. 10% was estimated.
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Bismuth telluride–copper telluride
nanocomposites from heterostructured building
blocks†

Yu Zhang, a Yu Liu, *ab Mariano Calcabrini, b Congcong Xing, a Xu Han,c

Jordi Arbiol, cd Doris Cadavid, e Maria Ibáñez b and Andreu Cabot *ad

Appropriately designed nanocomposites allow improving the thermoelectric performance by several

mechanisms, including phonon scattering, modulation doping and energy filtering, while additionally

promoting better mechanical properties than those of crystalline materials. Here, a strategy for

producing Bi2Te3–Cu2�xTe nanocomposites based on the consolidation of heterostructured nano-

particles is described and the thermoelectric properties of the obtained materials are investigated.

We first detail a two-step solution-based process to produce Bi2Te3–Cu2�xTe heteronanostructures,

based on the growth of Cu2�xTe nanocrystals on the surface of Bi2Te3 nanowires. We characterize

the structural and chemical properties of the synthesized nanostructures and of the nanocomposites

produced by hot-pressing the particles at moderate temperatures. Besides, the transport properties of

the nanocomposites are investigated as a function of the amount of Cu introduced. Overall, the

presence of Cu decreases the material thermal conductivity through promotion of phonon scattering,

modulates the charge carrier concentration through electron spillover, and increases the Seebeck

coefficient through filtering of charge carriers at energy barriers. These effects result in an improvement

of over 50% of the thermoelectric figure of merit of Bi2Te3.

Introduction

Solid state thermoelectric (TE) devices, allowing the direct and
reversible conversion between heat and electricity, provide
numerous advantages over competing technologies for thermal
energy harvesting and precise temperature control. Advantages
include silent operation, high durability, low weight, no fluid or
moving parts and flexible design with great adaptability.
Because of their versatility, TE devices can be used in a multi-
tude of applications in waste heat recovery, refrigeration,
energy harvesting for autonomous remote sensing, air condi-
tioning and so on. However, their moderate efficiency and high
cost currently limits the spread of this technology in its many
potential markets.1,2

The conversion efficiency of TE devices is in large part
determined by a material dimensionless figure of merit: ZT =
sS2T/k, where s is the electrical conductivity, S the Seebeck
coefficient, T the absolute temperature, and k the thermal
conductivity.3–5 To produce an efficient TE material one needs
to maximize the power factor (PF = sS2) by optimizing the
charge carrier concentration and introducing mechanisms to
increase the Seebeck coefficient. Simultaneously, the thermal
conductivity needs to be minimized through phonon scattering
at different scales. Since all these material parameters are
strongly interrelated, it is extremely challenging to maximize
the energy conversion efficiency of TE materials.6–9

The combination of multiple phases offers additional degrees
of freedom to design materials with optimized functional
properties.10 Nanocomposites are particularly appealing in the TE
field11–14 as they provide not only effective phonon scattering
at interphases that dramatically reduce thermal conductivity,15–21

but also potential quantum effects and selective charge carrier
scattering to increase the Seebeck coefficient.22–26 Additionally,
appropriately designed composites allow activating the required
large amounts of charge carriers without dramatically decreasing
their mobility by means of modulation doping.26–33

The properties of composite materials not only depend on
the type and amount of each of the different phases, but also on
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their distribution, which is extremely difficult to control.
Beyond the use of thin film vacuum-based techniques that
are limited in terms of cost, production volume, three dimen-
sional control of the phase distribution and material thickness,
the most effective strategy for the large and cost-effective
production of nanocomposites with accurate phase control is
the assembly of heterostructured building blocks.10,34,35

Bi2Te3-based alloys provide the highest TE performance at
around ambient temperatures and thus most TE commercial
devices are produced from highly crystalline ingots of these
materials. However, the current performance of Bi2Te3-based
alloys is still far from optimum. Besides, owing to their layered
structure, these materials are mechanically fragile, which calls
for alternative processing strategies that are able to deliver
polycrystalline materials.

When synthesized in an excess of Te, Bi2Te3 is generally a
degenerated n-type semiconductor because it retains abundant
TeBi antisites due to the similar electronegativities and ionic
radii of Bi and Te.36 The excessive charge carrier concentration
of Bi2Te3 deteriorates the Seebeck coefficient and results in
low power factors. To adjust this parameter, and at the same
time decrease the lattice thermal conductivity, part of the Te
within Bi2Te3 is generally replaced by Se to produce n-type
Bi2Te3�xSex.37

To further increase the power factor and decrease thermal
conductivity, different elements have been incorporated into
Bi2Te3-based alloys.38 Among them, Cu has provided some of
the best results.30,33–40 The presence of Cu has usually been
associated with an enhanced phonon scattering yielding lower
thermal conductivities. Besides, the electronic properties of
Bi2Te3 are influenced by the presence of Cu in a rather complex
way, depending on the Cu amount, location and chemical
environment and on the Bi2Te3 conductivity type.30,39–46 The
incorporation of very low amounts of Cu has been reported to
reduce the charge carrier concentration presumably due to the
reduction of tellurium vacancies.46 On the other hand, low
concentration Cu+ ions intercalated at the van der Waals gap
between Bi2Te3 layers act as a donor.43,45 Besides, Cu+ ions
substituting Bi, CuBi

2�, act as acceptors.30,45 The presence of
Cu during material sintering also affects the size of the Bi2Te3

crystal domains. Additionally, amounts of Cu above the solu-
bility limit may result in the segregation of Cu2�xTe, thus
removing TeBi antisites and/or introducing Te vacancies,
VTe

2+, both acting as donors.30,45,46 The Cu presence has been
also associated with an enhancement of reproducibility from
batch to batch, related to a reduction of the fluctuation
of charge concentration owing to the hindered formation of
tellurium vacancies.30,46

Here we report on a strategy to produce Bi2Te3–Cu2�xTe
nanocomposites based on the consolidation of Bi2Te3–
Cu2�xTe heterostructured nanoparticles. This strategy allows
us to separate the contribution of Cu ions within the Bi2Te3

lattice from that of Cu2�xTe phases. We analyze the TE
properties of the produced composites and discuss them in
terms of the heterojunctions formed between Cu2�xTe and
Bi2Te3 nanodomains.

Experimental section
Chemicals

Bismuth(III) chloride (BiCl3, Z98%), potassium hydroxide
(KOH, Z98%), polyvinylpyrrolidone (PVP, (C6H9NO)n, average
molar weight B55 000), tellurium dioxide (TeO2, Z99%),
copper(I) chloride (CuCl, Z99.995%) and hydrazine mono-
hydrate (NH2NH2�H2O, 64–65%) were purchased from Sigma
Aldrich. Ethylene glycol (EG, HOCH2CH2OH, 99%) was pur-
chased from Fisher. Analytical grade acetone, isopropanol and
ethanol were obtained from various sources. All chemicals were
used as received without further purification.

Bi2Te3 nanowire synthesis

Bi2Te3 nanowires were prepared following a previously reported
approach based on the reaction of the Bi precursor with pre-
synthesized Te nanowires.47 In a typical synthesis, 5.6 mmol of
TeO2, 37 mmol of KOH, 1.5 g of PVP, and 56 mL of EG were
added into a 250 mL three-neck flask. The mixture was stirred
and heated to 140 1C. At this temperature, after all the chemicals
were dissolved, 0.87 mL of a 64–65% N2H4�H2O solution was
injected into the solution. The reaction mixture was maintained
at 140 1C for 1 h to allow all Te to be reduced. Then, the tem-
perature of the solution was raised to 160 1C. At this point, a hot
BiCl3/EG solution was injected into the flask. This BiCl3/EG
solution was produced by adding 3.6 mmol of BiCl3 into 15 mL
of EG in a glass vial that was heated to 100–120 1C. The BiCl3/EG
solution was allowed to react with the Te nanowires for 1 h at 160 1C.
Afterward, the mixture was naturally cooled to room temperature.
The product was purified firstly by adding acetone to the solution
and centrifuging it. In a second step, ethanol was used to redisperse
the particles and acetone (Vethanol/Vacetone = 1 : 2) to precipitate them
again. In a third step, deionized water was added to solubilize the
remaining impurities and nanoparticles were precipitated by slow
centrifugation. This procedure was repeated twice. In a last step,
particles were redispersed once more with ethanol, precipitated
with acetone, and dried under vacuum at room temperature.

Bi2Te3–Cu2�xTe heterostructures

Bismuth telluride–copper telluride heterostructures were produced
by adding copper precursor to a solution containing Bi2Te3

nanowires. Briefly, to produce Bi2Te3–Cu2�xTe with a ratio of
Bi : Cu = 8, after 1 h of reaction at 160 1C to form the Bi2Te3

nanowires, 0.4 mmol CuCl was added into 5 mL of EG in a glass
vial to form a clear solution which was kept at 100–120 1C. After
1 h, 1.86 mL of 50–60% N2H4�H2O was first added into the reaction
and then the CuCl/EG solution was injected into the reaction,
which continued for another 1 h before naturally cooling down to
room temperature. Bi : Cu = 5 and 10 samples were produced
following the above procedure, but using appropriate amounts of
the copper precursor. Finally, the obtained material was purified
following the same procedure as for Bi2Te3 nanowires.

Nanomaterial consolidation

Dried Bi2Te3 and Bi2Te3–Cu2�xTe particles were annealed at
330 1C for 60 min under Ar flow inside a tube furnace.
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Annealing at 450 1C was also tested as noted below. The
annealed powders were loaded into a graphite die and com-
pacted into cylinders (Ø 8 mm � 10 mm) using a custom-made
hot press held at 270 1C and 60 MPa for 5 min. This process was
carried out inside an Ar-filled glove box. The relative densities
of the compacted pellets were measured using the Archimedes
method. From these cylinders, rectangular bars of about
8 � 6 � 1 mm3 were cut in two normal directions, along the
pressing direction and within the cylinder plane.

Structural and chemical characterization

X-Ray diffraction (XRD, 2y angle: 201 to 801; scanning rate:
51 min�1) analyses were carried out on a Bruker AXS D8 ADVANCE
X-ray diffractometer with Cu-Ka radiation (l = 1.5406 Å). The size
and morphology of the initial materials were examined via
transmission electron microscopy (TEM) using a ZEISS LIBRA
120 operated at 120 kV, and field-emission scanning electron
microscopy (SEM) on an Auriga Zeiss operated at 5.0 kV. The
crystallographic structure and chemical composition were ana-
lyzed by high resolution TEM (HRTEM) and electron energy loss
spectroscopy (EELS), respectively, using a Tecnai F20
field-emission gun microscope at 200 kV with an embedded
Gatan QUANTUM image filter. The material composition was
analyzed using an Oxford energy dispersive X-ray spectrometer
(EDX) attached to a Zeiss Auriga SEM at 20.0 kV.

TE property measurements

Seebeck coefficients were measured using a static DC method.
Electrical resistivity data were obtained using a standard four-
probe method. Both the Seebeck coefficient and the electrical
resistivity were measured simultaneously in a LSR-3 LINSEIS
system in the temperature range between room temperature
and 573 K, in a helium atmosphere. Taking into account system
accuracy and measurement precision, an error of ca. 4% in the
measurement of the electrical conductivity and Seebeck coeffi-
cient was estimated. The thermal conductivity was calculated
by k = lCpr, where l is the thermal diffusivity, Cp is the heat
capacity, and r is the mass density of the specimen. A XFA 600
Xenon Flash Apparatus was used to determine the thermal
diffusivities (l) of the samples with an estimated error of
ca. 5%. The constant pressure heat capacity (Cp) was estimated
from empirical formulae using the Dulong–Petit limit (3R law),
and the density (r) values used here were calculated using the
Archimedes method. To avoid cluttering the plots, error bars
were not included in the figures. Hall charge carrier concentra-
tions (nH) and mobilities (mH) at room temperature (300 K) were
obtained using the van der Pauw method using a magnetic field
of 1 T (ezHEMS, NanoMagnetics). Values provided correspond
to the average of 5 measurements, from which an error of
ca. 10% was estimated.

Results and discussion

Polycrystalline Bi2Te3 nanowires were synthesized in a two-step
approach using Te nanowires as the reactive template.22

Te nanowires were produced by reducing TeO2 in EG at
140 1C. Afterwards, a BiCl3/EG solution was injected to react
with Te (see the Experimental section). The as-synthesized
Bi2Te3 retained the Te nanowire geometry, with a relatively
narrow distribution of diameters (30 � 10 nm) and lengths
(600 � 80 nm). XRD characterization showed the samples to be
highly crystalline and to present a single phase: Bi2Te3 (JCPDS
01-082-0358, Fig. 1b). No elemental Te was detected in the final
product. HRTEM micrographs confirmed the Bi2Te3 nanowires
to display a rhombohedral Bi2Te3 phase (space group = R3 %MH)
with a = b = 4.2999 Å and c = 30.5975 Å (Fig. 1f). EELS elemental
composition maps revealed the nanowires to be uniformly
composed of Bi and Te (Fig. 1e).

Bi2Te3–Cu2�xTe heterostructures with a tuned molar ratio
(Bi : Cu = 10 : 8 : 5) were synthesized by injecting a CuCl/EG
solution into the flask containing Bi2Te3 nanowires at 160 1C
(see the Experimental section, Fig. S1, ESI†). This synthesis
protocol was carried out on a sufficient scale to produce 4 g of
material per batch. Fig. 1b displays the XRD pattern of
the material produced with a nominal composition Bi : Cu = 8.
Only the XRD peaks of the Bi2Te3 phase were detected. After Cu
incorporation, the particles preserved the nanowire geometry
(Fig. 1g).

HRTEM and power spectrum analysis revealed the presence
of small Cu2.86Te2 crystallites (space group = F4%3M; a = b =
c = 6.0320 Å) on the surface of Bi2Te3 nanowires (Fig. 1i).
EELS analysis also showed the presence of Cu and Te on such
crystallites, further confirming the formation of Bi2Te3–Cu2�xTe
heterostructures (Fig. 1h).

Bi2Te3–Cu2�xTe nanowires were purified, dried, annealed
and finally used as building blocks to produce cylindrical pellets
with 10 mm thickness and 8 mm diameter. The consolidated
nanomaterials had relative densities of around 86–87% (Fig. 2a
and Table S1, ESI†). XRD patterns of Bi2Te3–Cu2�xTe pellets
showed the Bi2Te3 phase to be predominant, but the small peak
at 2y = 26.71 indicated the presence of a small fraction of a
Cu2�xTe phase that we tentatively associated with tetragonal
Cu2.8Te2 (JCPDS 01-085-0606, Fig. 2b). The crystallographic
transition from the cubic to the tetragonal Cu2�xTe phase
during annealing and hot press is consistent with previous
reports and with the complex Cu–Te phase diagram.48,49 SEM
characterization of the pellets showed them to maintain a
filamentous structure denoting a minor sintering of the nano-
wires (Fig. 2c). EDX elemental maps of the pellets displayed a
homogeneous distribution of the three elements at the 100 mm
scale (Fig. S3, ESI†). Quantitatively, the Cu/Bi/Te atomic ratio
of the Bi : Cu = 8 sample was 1/7.9/11.9, and the Te/(Bi + Cu)
ratio was 1.34, very close to the nominal value (3/2.25 = 1.33).
Te/(Bi + Cu) compositions close to the nominal were also
obtained for the other samples (Fig. S2, ESI†).

Taking into account the highly anisotropic transport proper-
ties of Bi2Te3 and the very asymmetric particles used as building
blocks to produce the Bi2Te3–Cu2�xTe composites, one could
expect the pellet to present anisotropic transport properties. Thus,
we measured the TE properties of the composites along two
directions: parallel and normal to the pressure axis (Fig. S4, ESI†).
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Similar results were obtained in both directions, which was
ascribed to the lack of crystallographic texture in the produced
nanomaterials. Indeed, SEM characterization of the consolidated
material showed a random distribution of short-range order

domains of quasi-aligned nanowires (Fig. 2c). The presence of
randomly oriented domains was further confirmed by XRD, which
displayed similar relative peak intensities when analysing the
samples in two normal directions (Fig. S5, ESI†). Owing to this
lack of anisotropy in the material transport properties, in the
following discussion we focus only on results obtained in the
direction normal to the pressure axis.

We initially studied the influence of the annealing tempera-
ture on the TE properties of Bi2Te3–Cu2�xTe composites by
analysing samples annealed at 330 1C and 450 1C. The materials
annealed at a higher temperature, 450 1C, displayed lower ZT
values than those annealed at 330 1C. We associated this lower
performance with the higher crystallinity of the samples
annealed at the higher temperature, which translated into lower
S and higher k values (Fig. S6, ESI†). Therefore, the following
discussion is focused on the properties of materials annealed
at 330 1C.

Fig. 3 displays the TE properties in the plane normal to
the pressure axis of pellets produced from Bi2Te3 and Bi2Te3–
Cu2�xTe nanowires annealed at 330 1C. Bare Bi2Te3 displayed
electrical conductivities on the order of 104 S m�1. This
material presented a relatively high charge carrier concen-
tration, close to 1019 cm�3 (Fig. 4), which was related to a high
density of TeBi antisite donors.36 Its relatively low electrical
conductivity compared with highly crystalline materials is
associated with the porosity and large density of grain boundaries,
which resulted in a relatively low mobility, 20 cm2 V�1 s�1.

With the introduction of moderate amounts of Cu, a decrease
in s at room temperature was observed, consistent with a lower
Hall charge carrier concentration and a slight decrease of mobility
(Fig. 4). This decrease of the carrier concentration was related to
the removal of Te from the Bi2Te3 nanowires to form Cu2�xTe
domains, reducing the concentration of n-type electroactive
TeBi defects. At higher Cu content, Bi : Cu = 5, the electrical

Fig. 1 (a) Schematic illustration of the formation of Bi2Te3–Cu2�xTe
heterostructures. (b) Powder XRD pattern of as-synthesized Bi2Te3 and
Bi2Te3–Cu2�xTe nanomaterials. (c) SEM micrograph of Bi2Te3 nanowires.
(d) Representative TEM micrograph of a Bi2Te3 nanowire. (e) STEM micro-
graph and EELS chemical composition maps obtained from the red
squared area. Individual Bi N6,7-edge at 157 eV (red), Te M4,5-edge at
572 eV (green). (f) HRTEM micrograph of a Bi2Te3 nanowire, details of the
orange square region and its corresponding power spectrum. Lattice
fringe distances were 0.314 nm, 0.177 nm and 0.216 nm, at 56.181 and
90.071 which was interpreted as the rhombohedral Bi2Te3 phase, visua-
lized along its [1052] zone axis. (g) Representative TEM micrograph of a
Bi2Te3–Cu2�xTe heterostructure. The inset shows a vial containing a
Bi2Te3–Cu2�xTe solution. (h) EELS chemical composition maps obtained
from the red square area in the STEM micrograph. Individual Bi N6,7-edge
at 157 eV (red), Te M4,5-edge at 572 eV (green), Cu L2,3-edges at 931 eV
(pink). (i) HRTEM micrograph of a Bi2Te3–Cu2�xTe heterostructure, details
of the orange square region and its corresponding power spectrum.
Lattice fringe distances were 0.341 nm, 0.305 nm and 0.340 nm, at
51.651 and 106.011 which was interpreted as the cubic Cu2.86Te2 phase
visualized along its [01�1] zone axis.

Fig. 2 (a) Scheme of the process used to produce a Bi2Te3–CuxTe pellet
from Bi2Te3–CuxTe nanowires. (b) XRD patterns of consolidated Bi2Te3–
CuxTe pellets with different compositions. (c) Top-view and cross-section
SEM micrographs of a consolidated Bi2Te3–Cu2�xTe pellet.
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conductivity and charge carrier concentration increased with
respect to that of bare Bi2Te3. We related this increase to a
further depletion of Te from Bi2Te3, creating donor Te vacan-
cies VTe. Additionally, Cu2�xTe domains could contribute to
increased charge carrier concentration through spillover of
electrons to Bi2Te3, according to the lower work function of
Cu2.8Te2 (4.7 eV) compared with the Bi2Te3 one (5.3 eV).50,51

This injection of charge carriers compensate for the decrease in
mobility with the introduction of large amounts of Cu (Fig. 4).

The Seebeck coefficient of Bi2Te3 nanomaterials and Bi2Te3–
Cu2�xTe nanocomposites was negative in all the temperature
range explored. Compared with Bi2Te3, nanocomposites
containing relatively small amounts of Cu2�xTe displayed
higher Seebeck coefficients, which was consistent with their
lower charge carrier concentration. On the other hand, samples
containing larger amounts of Cu, Bi : Cu = 5, exhibited lower S
values, also consistently with their higher carrier concentration.

For most of the samples, the Seebeck coefficient increased
with temperature up to ca. 450 K and then decreased at higher
temperatures. In contrast to previous studies,39 the introduc-
tion of Cu barely influenced the temperature of the maximum
Seebeck coefficient, which depends on the concentration of
extrinsic carriers and the source of thermally generated charge

carriers that are responsible for the bipolar effect. We associated
this experimental evidence with a moderate relative change of the
concentration of free electrons with the introduction of Cu.

Compared with bare Bi2Te3, all Bi2Te3–Cu2�xTe nano-
composites displayed a stronger increase of electrical conduc-
tivity with temperature. In the high temperature range tested,
the electrical conductivity of all nanocomposites was similar to
or higher than that of bare Bi2Te3, in spite of the higher density
of scattering centres of the former. This stronger dependence of
electrical conductivity with temperature was associated with
a larger influence of electron energy barriers on the charge
transport within nanocomposites.

Taking into account the higher charge carrier scattering in
composites compared with bare Bi2Te3, to explain their high
electrical conductivities in the high temperature range, one
needs to assume an increase of the concentration of electrons

Fig. 3 Thermoelectric properties of Bi2Te3 and Bi2Te3–Cu2�xTe pellets:
(a) electrical conductivity, s; (b) Seebeck coefficient, S; (c) power factor or
S2s, PF; (d) total thermal conductivity, ktotal; (e) lattice thermal conductivity,
kL; and (f) TE figure of merit, ZT.

Fig. 4 (a) Ambient temperature Hall charge carrier concentration and
(b) carrier mobility as the function of the pellet composition. (c) Tempera-
ture dependence of the Hall charger carrier concentration and (d) carrier
mobility of Bi2Te3 and Bi2Te3–Cu2�xTe (Bi : Cu = 10). (e) Effective mass
calculated using a SPB model at room temperature and 450 K as a function
of the pellet composition. (f) |S| vs. n for the different samples at 300 K
(solid symbols) and 450 K (open symbols). The composition corresponding
to each point (Bi2Te3 or the Bi : Cu ratio in Bi2Te3–Cu2�xTe) is specified for
each point. Short dot lines show the theoretical |S| vs. n dependence
considering an SPB model obtained using the m* of bare Bi2Te3 at 300 K
(black line) and 450 K (purple line).
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participating in the charge transport. Besides thermal genera-
tion in Bi2Te3, which should be similar for all materials, this
higher concentration of free carriers need to be provided by
spillover from Cu2�xTe domains. This strong enhancement of
the electrical conductivity with temperature did not come with
the expected decrease of the Seebeck coefficient. Thus, in the
high temperature range, the power factors of all nanocompo-
sites were significantly larger than those of bare Bi2Te3 (Fig. 3c).
We hypothesise that these higher power factors are associated
with an energy filtering of charge carrier at the energy barriers
introduced by the Bi2Te3/Cu2�xTe heterojunctions.

In order to better understand the transport property depen-
dence with temperature, charger carrier concentrations and
mobilities were measured as a function of temperature for
samples Bi2Te3 and Bi2Te3–Cu2�xTe (Bi : Cu = 10). As shown
in Fig. 4c, the charge carrier concentration of the Bi2Te3 sample
monotonously increased with temperature in all the range
tested. On the other hand, the Bi2Te3–Cu2�xTe (Bi : Cu = 10)
displayed a higher rate of activation of charge carriers, parti-
cularly at temperatures above 350 K. We associate this activa-
tion with the injection of electrons from Cu2�xTe to Bi2Te3. This
different rate of activation of charge carriers resulted in
the Bi2Te3–Cu2�xTe composites having higher charge carrier
concentrations in the high temperature range than bare Bi2Te3.
Surprisingly, this large increase of the charge carrier concen-
tration in the nanocomposites was not correlated with a similar
decrease of the absolute value of the Seebeck coefficient.
Besides, the charge carrier mobility monotonously decreased
for both materials with temperature, the mobility of the
composite being lower than that of bare Bi2Te3–Cu2�xTe at all
temperatures.

When calculating the effective mass of Bi2Te3 and Bi2Te3–
Cu2�xTe composites using a single parabolic band (SPB) model
(Fig. 4e), we observe all composites to have slightly higher
apparent effective masses at 300 K. This apparent effective
mass strongly increases at 450 K, becoming close to twofold
higher than that of Bi2Te3. Fig. 4f displays a plot of the absolute
vale of the Seebeck coefficient as a function of the charge
carrier concentration. Lines displaying the theoretical depen-
dence (SPB model) of |S| as a function of n for the calculated
effective masses of Bi2Te3 at 300 K and 450 K are also plotted
as a reference. Notice how at 450 K, the presence of
Cu2�xTe results in Seebeck coefficients up to 50% larger than
those predicted for bare Bi2Te3 with the same charger carrier
concentration.

The large differential electron affinity of Cu2�xTe and Bi2Te3,
and the small size of the Cu2�xTe crystal domains inevitably
lead to a spillover of electrons from the valence band of
Cu2�xTe to the conduction band of Bi2Te3 and the consequent
pinning of the Cu2�xTe Fermi level within its valence band
(Fig. 5a). Simultaneously, within the Bi2Te3 nanowires, a down-
ward bending of the electron energy bands around the Cu2�xTe
domains is expected (Fig. 5b and c). Thus, electrons injected
from Cu2�xTe accumulate in potential wells within the Bi2Te3

nanowire. Upon increasing temperature, higher amounts of
electrons are injected from Cu2�xTe to Bi2Te3, and electrons in

the Bi2Te3 potential wells have more energy to overcome the
barriers and move freely through the Bi2Te3 domains. These
two phenomena explain the strong increase of the electrical
conductivity with temperature in nanocomposites. Besides,
electrons travelling through the Bi2Te3 crystal domains encounter
abundant energy wells able to trap low energy charge carriers.
This mechanism of filtering of charge carriers as a function of
their energy may be responsible for the significantly higher
Seebeck coefficients measured in nanocomposites compared with
bare Bi2Te3.

As expected, all Bi2Te3–Cu2�xTe nanocomposites exhibited
significantly lower thermal conductivities than pure Bi2Te3

due to enhanced phonon scattering at extensive interphases
(Fig. 3d and e). The lowest thermal conductivities were
obtained from the sample containing the smallest amount of
Cu, Bi : Cu = 10, because the electronic contribution to the
thermal conductivity increased with the Cu2�xTe content
(Fig. S7, ESI†). Fig. S9 (ESI†) displays the lattice thermal
conductivity obtained with the phonon relaxation time based
on the Debye–Callaway model considering the effect of grain
boundaries and the presence of Cu2�xTe nanodomains (see the
ESI† for details). Compared to the calculations, experimental
data showed a slightly lower effect of the incorporation of
Cu2�xTe nanodomains on the lattice thermal conductivity,
especially at low temperature. This discrepancy could be in
part explained by the overestimation of this parameter in
nanomaterials when calculated by extracting the electronic
contribution, as recently reported by Snyder et al.52 This over-
estimation of the lattice thermal conductivity, especially in the
lower temperature range, also hides the bipolar contribution to
the thermal conductivity, which is only evident for the Bi2Te3

sample in the form of an increase of the calculated lattice
thermal conductivity at temperature above 450 K. Notice finally
that the low thermal conductivities obtained for Bi2Te3 and
Bi2Te3–Cu2�xTe are in part related to the relatively high porosity
of the produced materials, with densities of around 86–87%

Fig. 5 (a) Electron energy band alignment in a heterojunction between a
small Cu2�xTe crystal and a larger Bi2Te3 domain. (b) Cartoon of the charge
distribution within a Bi2Te3 nanowire having two Cu2�xTe domains on its
surface. (c) Qualitative electron energy band diagram of the same Bi2Te3

nanowire having two Cu2�xTe domains on its surface.
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(see the ESI† for an estimation of the porosity contribution to
the lattice thermal conductivity and a comparison with the
Cahill limit, Fig. S8, ESI†).

Fig. 3f displays the TE figure of merit obtained from Bi2Te3

and Bi2Te3–Cu2�xTe samples. For pure Bi2Te3, a maximum ZT
value of 0.48 was achieved at 460 K, which is notable for pure
Bi3Te3. At higher temperatures, ZT decreased severely due to
the bipolar contribution. On the other hand, Bi2Te3–Cu2�xTe
composites displayed significantly larger ZT values, up to 0.74
at 576 K for Bi : Cu = 10.

Conclusions

In conclusion, we have reported a solution-based protocol to
synthesize Bi2Te3–Cu2�xTe heterostructured nanowires that
were used to produce Bi2Te3–Cu2�xTe nanocomposites with
relative densities close to 90%. We observed that the presence
of Cu2�xTe to result in an increase of the TE figure of merit of
up to 50%. The higher ZT values measured in Bi2Te3–Cu2�xTe
nanocomposites compared with bare Bi2Te3 were attributed
to a combination of several features: (i) the large electrical
conductivities measured in the nanocomposites at high tem-
perature, mainly associated with the spillover of charge carriers
from Cu2�xTe domains to the Bi2Te3 matrix; (ii) the enhanced
Seebeck coefficients without sacrificing electrical conductivity
in the high temperature range associated with the energy-
filtering of charge carriers at potential barriers introduced with
the formation of the Bi2Te3/Cu2�xTe heterojunctions; and
(iii) the enhanced phonon scattering at the interphase of two
different materials, which notably reduced the thermal
conductivity.
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Barcelona Materials Science PhD program.

References

1 Q. H. Zhang, X. Y. Huang, S. Q. Bai, X. Shi, C. Uher and
L. D. Chen, Adv. Eng. Mater., 2016, 18, 194–213.

2 G. J. Snyder and T. S. Ursell, Phys. Rev. Lett., 2003, 91,
148301.

3 T. Humphrey and H. Linke, Phys. Rev. Lett., 2005, 94,
096601.
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